 
Materials of Art and ArchaeologyPRIVATE 


Bibliography


Part I. Inorganic Materials


Norbert S. Baer


Conservation Center


Institute of Fine Arts


New York University


September 2003





Introduction




Part I.
Inorganic Materials (2003).




Part II.
Metals (1999).




Part III.
Organic Materials (2003).




Part IV.
Instrumental Methods (2003).




Part V.
Environment (1999).




Part VI.
Museology (2003).




Part VII.
Dating and Provenance (2003).




Part VIII
Library and Archive Materials (2003).




Part IX
Stone (1999).




Part X.
Dyes and Pigments (2003).





Cumulative Index

May be obtained from:

Conservation Center

Institute of Fine Arts

Inorganic New York University

14 East 78th Street

New York, New York  10021

September 2003

PART I: INORGANIC MATERIALS

CONTENTS

Adobe
1

Brick
3

Brick: Manufacture and Technology
4

Cement and Concrete
5

Ceramics: General
7

Ceramics: Glazes
7

Chemical Bonding: Alchemy
7

Chemical Bonding: History of Chemistry
8

Chemical Bonding: Quantum Chemistry
8

Clay Mineralogy: General
8

Clay Mineralogy: Jade
9

Conservation Literature: AATA Supplements
9

Conservation Literature: Journals
10

General Chemistry References
12

Geochemistry
13

Glass: Analysis and Chemistry
13

Glass: Conservation
14

Glass: Crizzling
15

Glass: Egyptian
15

Glass: Manufacture and Technology
17

Glass: Roman
18


Glass: Stained Glass
19

Glass: Stained Glass: Analysis
19

Glass: Stained Glass: Conservation
19

Mortars: Analysis and History
25

Mortars: Conservation
26

Mortars: General
26

Phase Diagrams
27

Plasters: Analysis and History
27

Plasters: Conservation
27

Plasters: General
27

Solid State Chemistry
27

Stuccos
28

Wall Paintings
28

Wall Paintings: Analysis
35

Wall Paintings: Case Studies: Ajanta Caves
37

Wall Paintings: Case Studies: Battle of Anghiari
37
Wall Paintings: Case Studies: Brancacci Chapel
38

Wall Paintings: Case Studies: Egypt
38
Wall Paintings: Case Studies: Last Supper
38

Wall Paintings: Case Studies: Roman
38

Wall Paintings: Case Studies: Sistine Chapel
39

Adobe

A.A. Abdurazakov, Conservation Experience of Clay Construction in Uzbekistan, Usbek Academy of Sciences, Samarkand (n.d.). 
12 pp.


N. Agnew, F. Preusser, and J.R. Druzik, "Strategies for Adobe Preservation - The Getty Conservation Institute Research Program, " In 5th International Meeting of Experts on the Conservation of Earthen Architecture, Rome, 22-23/X/1987, ICCROM, Rome (1988). pp.3-11.

A. Alva Balderrama and G. Chiari, "Protection and Conservation of Excavated Structures of Mudbrick," In Conservation on Archaeological Excavations: with Particular Reference to the Mediterranean Area, N.P. Stanley Price, Editor, International Centre for the Study of the Preservation and the Restoration of Cultural Property, Rome (1984). pp.109-120.

A. Asensio, P. Anquela, and M. Fernández-Ardavin, "Tratamiento de Consolidacion de una Pieza Iberica de Adobe Procedente de la Necropolis de ‘Los Villares’ (Albacete)," Pátina No.6 42-48 (1993). 

G. Bultinck, "A Note on the Preservation and Consolidation of Mud-Brick Work,” Mesopotamia 1969 No.3-4 471-473 (1969). 

D.J. Butterbaugh, "A Programme in Experimental Mudbrick Preservation at Hasanlu Tepe,” Iran 1978 No.16 161-167 (1978).

  

T.J. Caperton, "Fort Selden Ruins Stabilization,” In 5th International Meeting of Experts on the Conservation of Earthen Architecture, Rome, 22-23/X/1987, ICCROM, Rome (1988). pp.13-23.

M. Ceballos, "Restauración de Adobe en Edificios Coloniales de Antigua Guatemala,” In 6th International Conference on the Conservation of Earthen Architecture: Adobe 90 preprints: Las Cruces, New Mexico, U.S.A., October 14-19, 1990, K. Grimstad, Editor, Getty Conservation Institute, Marina del Rey (1990). pp.24-28.

G. Chiari, "Evaluation of the Preservation Work on Earthen Architecture done in Iraq in the Years 1969-71," Mesopotamia 25 217-227 (1990).

  

G. Chiari, "Caracterizacion del Adobe como Material de Construccion. Tecnicas de Preservacion,” In Adobe: International Symposium and Training Workshop on the Conservation of Adobe. Lima-cusco, 10-22/9/1983, Pnud/Unesco, Lima (1983). pp.33-43.

G. Chiari, "Characterization of adobe as building material. Preservation techniques," In Adobe: International Symposium and Training Workshop on the Conservation of Adobe. Lima-cusco, 10-22/9/1983, Pnud/Unesco, Lima (1983). pp.31-40.

G. Chiari, "Chemical Surface Treatments and Capping Techniques of Earthen Structures: A Long Term Evaluation,” In 6th International Conference on the Conservation of Earthen Architecture: Adobe 90 preprints: Las Cruces, New Mexico, U.S.A., October 14-19, 1990, K. Grimstad, Editor, Getty Conservation Institute, Marina del Rey (1990). pp.267-273. 


G. Chiari, "Conservazione in situ di Superfici Decorate in Terra Cruda,” In Consolidanti e Protettivi In Uso sui Materiali Inorganici Porosi di Interesse Artistico ed Archeologico: atti del Convegno, Trento, 25-27 Febbraio 1999, Incontri di restauro 3, Provincia Autonoma di Trento. Servizio Beni Culturali, Trento (2000). pp.88-103.

G. Chiari, "Consolidation of Adobe with Ethyl Silicate: Control of Long Term Effects using Sem,” In 5th International Meeting of Experts on the Conservation of Earthen Architecture, Rome, 22-23/X/1987, ICCROM, Rome (1988). pp.25-32. 

G. Chiari, "Treatment of Adobe Friezes in Peru,” In Third International Symposium on Mudbrick (Adobe) Preservation. Ankara, 29 September-4 October 1980, Odtu Mimarlik Fakultesi, Ankara (1980). pp.39-45. 
 

G. Chiari, Characterization of Adobe as Building Material. Preservation Techniques, UNDP-UNESCO, Lima (1983). pp. 31-40.

  

Cornerstones Community Partnerships, Adobe Architecture Conservation Handbook, Cornerstones Community Partnerships, Santa Fe (1998). viii + 174pp.

I. Del Pino and G. Bolanos, "La Conservacion de Estructuras de Adobe,” Trama No.33 60-67 (1984).

A. Freeman, "Adobe duo,” Historic Preservation 43 No.4 46-52, 74 (1991).

  

P. French, "The Problems of in situ Conservation of Mudbrick and Mud Plaster,” In in situ Archaeological Conservation: Proceedings of Meetings April 6-13, 1986 Mexico, H.W.M. Hodges, Editor, Instituto Nacional de Antropologia e Historia, Mexico City (1987). pp.78-83. 

J.W. Garrison and E.F. Ruffner, Editors, Adobe: Practical & Technical Aspects of Adobe Conservation, Heritage Foundation of Arizona, Prescott (1983). v + 53pp.

"Adobe conservation research,” The Getty Conservation Institute Newsletter 2 No.2 1-2 (1987).

  

E.F. Hansen and N. Agnew, "Consolidation with Moisture-Curable Isocyanates: Polyureas and Polyurethanes,” In ICOM Committee for Conservation, 9th Triennial Meeting, Dresden, German Democratic Republic, 26-31 August 1990: preprints, K. Grimstad, Editor, ICOM Committee for Conservation, Paris (1990). pp.557-562. 


F.M. Helmi, "Deterioration and Conservation of Some Mud Brick in Egypt," In 6th International Conference on the Conservation of Earthen Architecture: Adobe 90 preprints: Las Cruces, New Mexico, U.S.A., October 14-19, 1990, K. Grimstad, Editor, Getty Conservation Institute, Marina del Rey (1990).  pp.277-282.

ICCROM, Clay, Mud Brick, Adobe: A Bibliography, S.N., S.l. (1981). unpaginated.

International Symposium on Mudbrick (Adobe) Preservation, "Resolutions of the 2nd International Symposium on the Conservation of Monuments in Mud Brick. Yazd, 6-11 March 1976" Third International Symposium on Mudbrick (Adobe) Preservation. Ankara, 29 September-4 October 1980, Odtu mimarlik fakultesi, Ankara (1980). pp.265-272.

S.Z. Lewin and P.M. Schwartzbaum, "Investigation of the Long-Term Effectiveness of an Ethyl Silicate-Based Consolidant on Mudbrick,” In Adobe: International Symposium and Training Workshop on the Conservation of Adobe. Lima-cusco, 10-22/9/1983, Pnud/unesco, Lima (1983). pp.77-81. 
 

A. Liegey, "Les Problèmes de Conservation de l'Architecture de Briques Crues au Proche-Orient," Conservation Restauration des Biens Culturels No.3 62-63 (1990).

  

S.J.F.S. Lima and S. Puccioni, "General Considerations on the Preservation of Earthen Architecture in Minas Gerais, Brazil; A Proposal for Reinforcement of a Brayed Mud Wall Structure,” In 6th International Conference on the Conservation of Earthen Architecture: Adobe 90 preprints: Las Cruces, New Mexico, U.S.A., October 14-19, 1990, K. Grimstad, Editor, Getty Conservation Institute, Marina del Rey (1990). pp.302-307. 


F.G. Matero and A. Bass, "Orphans of the Storm. The Preservation of Architectural Plasters in Earthen Ruins,” CRM: Cultural Resources Management 17 No.4 21-26 (1994). 

  

R. Morales Gamarra, "Conservation of Structures and Adobe Decorative Elements in Chan Chan,” In Adobe: International Symposium and Training Workshop on the Conservation of Adobe. Lima-cusco, 10-22/9/1983, Pnud/unesco, Lima (1983). pp.83-89. 
 

Mud Plaster Preservation Research Bent's Old Fort National Historic Site. Initial and Second Reports. Adobe Preservation Research Casa Grande Ruins National Monument. Initial Report, Western Archaeological Center, Tucson July (1977). various pagings.

E. Muñoz González and M. Bahamóndez Prieto, "Conservacion del Sitio Arqueologico Tulor 1: Documento del Informe Final Proyecto Fondecyt N. 0056/88" Hombre y Desierto No.6-7 53-86 (1994).

A. Neville, Adobe Preservation: Report on a Three Month Research Project at the Getty Conservation Institute, December 1986 - February 1987, Getty Conservation Institute, Marina del Rey (1987). 105pp.

 exacting

A. Oliver, Fort Selden State Monument, Radium Springs, New Mexico: Fort Selden Adobe Test Wall Project, Phase I. Final Report, s.n., Socorro (2000). various pagings.

  

G.A. Pugachenkova and S.B. Levushkina, Experiments on Preservation of Adobe Structures and Restoration of Gypsum Plaster Paintings in Uzbekistan, Tashkent (n.d.). 4pp.

  

A.J. Pujal, "Restoration Techniques for Earthen Buildings of Historical Value: Actual Cases,” In Conferência Internacional Sobre o Estudo e Conservaçao da Arquitectura de Terra (7a) Silves (Portugal), 24 a 29 de Outubro 1993, DGEMN, Lisboa (1993). pp.244-249.

 R. Samanez Argumedo, "The Restoration of Mud-Brick Structures in Historical Monuments of the Andean Region of Peru,” In Appropriate Technologies in the Conservation of Cultural Properties, Technical Handbooks for Museums and Monuments n. 7, UNESCO, Paris (1981). pp.83-113.

 R. Samanez Argumedo, La Restauración de Estructuras de Adobe en los Monu Menthistóricos de la Región Andina del Perú: Tecnoloiada en la Conservación del Patrim Onio Cultural, 1ra. Edition, Officina de Asuntos Culturales de COFIDE, Lima (1983).  
44pp.

 P. Schwartzbaum, C. Silver, and C. Wheatley, "The Conservation of a Chalcolithic Mural Paintings on Mud Brick from the Site of Teleilat Ghassul, Jordan," In Third International Symposium on Mudbrick (Adobe) Preservation. Ankara, 29 September-4 October 1980, Odtu mimarlik fakultesi, Ankara (1980). pp.177-200 

C. Selwitz, "Saving the Fort Selden Ruins: the Use of a Composite Blend of Chemicals to Stabilize Fragile Historic Adobe,” Conservation and Management of Archaeological Sites 1 No.2 109-116 (1995). 

C. Selwitz and A. Oliver, Fort Selden Adobe Research Project, Phase III: Final Report, Getty Conservation Institute, Los Angeles (2002). 108pp.

 R.K. Sharma, H.O. Gupta, and Y.K. Kanotra, "Evaluation of Physical Characteristics of ‘Mercula’ Admixed Clay for Sealing of Cracks in Mud Plaster of Monasteries, Ladakh Region,” In Methods of Evaluating Products for the Conservation of Porous Building Materials in Monuments: Preprints of the International Colloquium, Rome, 19-21 June 1995, ICCROM, Rome (1995).  pp.41-48. 
 

C.S. Silver, Architectural Finishes of the Prehistoric Southwest: A Study of the Cultural Resource and Prospects for its Conservation, Author, New York (1987). vii + 247pp. 

C.R. Steen, Experiments in Processes of Preserving Unfired Earth Bricks, S. l. (1970). 17pp.

C.R. Steen, "Some Recent Experiments in Stabilizing Adobe and Stone,” In Preprints of the Contributions to the New York Conference on Conservation of Stone and Wooden Objects, 7 - 13 June 1970, 2nd Edition, Vol. 1, Conservation of Stone 2, International Institute for Conservation of Historic and Artistic Works, London (1970). pp.59-64. 


Z. Szabó, "The Conservation of Adobe Walls Decorated with Mural Paintings and Reliefs in Peru,” In ICOM Committee for Conservation. 5th Triennial Meeting, Zagreb, 1 - 8 Oct. 1978. Preprints, International Council of Museums, Paris (1978).  p.7.

G. Torraca, "An International Project for the Study of Mud-Brick Preservation," In Conservation of Stone and Wooden Objects, IIC, London (1970). pp.47-57.

G. Torraca, "Brick, Adobe, Stone and Architectural Ceramics: Deterioration Processes and Conservation Practices,” In Preservation and Conservation: Principles and Practices. Proceedings of the North American International Regional Conference, Williamsburg, September 10-16, 1972, The Preservation Press. National Trust for Historic Preservation, Washington (1976). pp.143-165.

G. Torraca, G. Chiari, and G. Gullini, "Report on Mud Brick Preservation,” Mesopotamia 1972 No.7 259-286 (1972).

  

J. Trott, "Ruins Preservation: Pre-Colombian and Historic Ruins Preservation in the Arid Southwest,” CRM Bulletin 20 No.10 46-49 (1997). 


T. Urban, "Some Problems Concerning the Evaluation of Wall Structures in Mohenjo-Daro,” In Forschungsprojekt dfg Mohenjo-Daro - Dokumentation in der Archaeologie, Techniken, Methoden, Analysen. Veroeffentlichung der Seminarbeitraege, Aachen, 5-6 Dez. 1981, Lehrstuhl fuer baugeschichte und denkmalpflege, Aachen (1983). pp.37-42 
 

E.M. Winkler and J.R. Clifton, "Solvents for Adobe and Stone Preservatives,” In Alteration et Protection des Monuments en Pierre, Colloque International, Paris, 5 - 9 Juin 1978, Unesco Rilem, Paris (1978). p. 8. 

Brick

A. Albini, "Sulla Manifattura del Mattone - un Po di Storia," In Il Mattone di Venezia. Stato delle Conoscenze Tecnico-Scientifiche. Atti del Convegno, Venezia, Fondazione Cini, 22-23 Ottobre 1979, Laboratorio per lo Studio Della Dinamica Delle Grandi Masse Del C.N.R., Venezia (1979). pp.223-228.

G. Alessandrini, M. Bassi, S. Vannucci, C. Manganelli Del Fa, R. Peruzzi, and G. Dassu, "The Conservation of Church of "Santa Maria delle Grazie," in Milan. Consolidation and Protection of the Columns in the Cloister by Bramante: Problems of Conservation of Terracottas and Bricks," In Fourth International Congress on the Deterioration and Preservation of Stone Objects. Louisville, July 7-9, 1982. Proceedings, K.L. Gauri and J.A. Gwinn, Editors, The University of Louisville, Louisville (1982). p.340.

J. Ashurst and N. Ashurst, Practical Building Conservation. Vol. 2 Brick, Terracotta and Earth, English Heritage Technical Handbook, Gower Publishing Co. Ltd., Aldershot (1988). xiii + 126pp. 

G. Baronio, L. Binda, and A.E. Charola, "Deterioration of Bricks with and without Perforations Due to Salt Cyrstallization," In  Proceedings of the 7th International Brick Masonry Conference, Melbourne, Australia, T. McNeilly and J.C. Scrivener, Editors, Brick Development Research Institute, Dept. of Architecture and Building, University of Melbourne (1985). pp.223-232.

G. Baronio, L. Binda, R. Contro, and F. Scirocco, "Laterizi e Malte Impiegati: in Opere di Risanamento in Ambienti Aggressivi. Studio delle loro Caratteristiche Chimico-Fisiche e Meccaniche e delle Procedure di Controllo di Qualita," In Monument Conservation. Research Methods and Strengthening Technique against Degrading. Proceedings of the First Assircco Information. Perugia, 6-7-8 November 1979, Edizioni Kappa, Roma (1981). pp.149-158.

G. Baronio, L. Binda, and F. Scirocco, "Accelerated Aging and Models for the Progressive Chemico-Physical Deterioration of Bricks in the Diagnosis of Masonry Structures," in Werkstoffwissenschaften und Bausanierung. Berichtsband des Internationalen Kolloquiums. Esslingen, 6-8 Sept. 1983, F.H. Wittmann, Editor, Lack und Chemie, Lausanne (1983).  pp.391-395.

T.G. Bidwell, The Conservation of Brick Buildings. the Repair, Alteration and Restoration of Old Brickwork, The Brick Development Association, Winkfield, Windsor, Berkshire (1977). 28pp.

L. Binda, G. Baronio, and A.E. Charola, "Deterioration of Porous Materials Due to Salt Crystallization under Different Thermohygrometric Conditions. I. Brick," In Ve congres International sur l'Alteration et la Conservation de la Pierre. Actes. Vth International Congress on Deterioration and Conservation of Stone. Proceedings, Lausanne, 25-27-9, 1985, Presses Polytechniques Romandes, Lausanne (1985).  pp.279-288.

L. Binda and G. Baronio, "Measurement of the Resistance to Deterioration of Old and New Bricks by Means of Accelerated Aging Tests," Durability of Building Materials 2 No.2 139-154 (1984).

O.M. Bullock Jr., "Preservation and Conservation Principles and Practices: Materials and Techniques II: Masonry and Masonry Products: Brick, Adobe, Stone and Architectural Ceramics," In Commissioned Papers: Preservation and Conservation: Principles and Practices, 1972, no publication info. (1986).

G. Bultinck, "De Conservatie Van Ruines in Ongebakken klei een Samenvattend Overzicht," Bulletin de l'Institut Royal du Patrimoine Artistique 13 131-138 (1972).

A.E. Charola and R.J. Koestler, "The Action of Salt-Water Solutions in the Deterioration of the Silico-Aluminate Matrix of Bricks," In Il Mattone di Venezia. Contributi Presentati al Concorso di Idee Su Patologia, Diagnosi e Terapia del Mattone di Venezia. Venezia, 29 Ottobre 1982, Laborat. Per lo Studio della Dinamica delle Grandi Masse, Venezia (1982).  pp.67-76.

A.E. Charola and L. Lazzarini, "Deterioration of Brick Masonry Caused by Acid Rain," In Materials Degradation Caused by Acid Rain, R. Baboian, Editor, ACS Symposium 318, American Chemical Society, Washington, DC (1986).  pp.250-258.

I.R. Chin and L.  Petry, "Design and Testing to Reduce Efflorescence Potential in New Brick Masonry Walls," In Masonry: Design and Construction, Problems and Repair, Editors, J.M. Melander and L.R. Lauersdorff, ASTM, Philadelphia, PA (1993). pp.3-17.

A. Crosby, "Conservation of Painted Lime Plaster on Mud Brick Walls at Tumacacori National Monument, USA," In Third International Symposium on Mudbrick (Adobe) Preservation. Ankara, 29 September-4 October 1980, Odtu mimarlik fakultesi, Ankara (1980). pp.59-78.

W. Domaslowski and M. Zdzitowiecka, "Zagadnienia Konserwatorskie Malowidel Sciennych oraz Cegiel Podloza w Kosciele Sw.Jana w Gnieznie," Ochrona Zabytkow 18 30-44 (1965). 

G. Fazio, S. Hreglich, L. Lazzarini, L. Pirredda, and M. Verita, "Le Altinelle a Venezia: Problemi Storici, Caratterizzazione Chimico-Fisica, Cause di Deterioramento," In Il Mattone di Venezia. Contributi Presentati al Concorso di Idee Su Patologia, Diagnosi e Terapia del Mattone di Venezia. Venezia, 29 Ottobre 1982, Laborat. Per lo Studio della Dinamica delle Grandi Masse, Venezia (1982).  pp.227-291.

R.D. Flanagan, R.M. Bennett and J.E. Veavers, "Seismic Behavior of Unreinforced Hollow Clay Tile Infilled Frames," In Masonry: Design and Construction, Problems and Repair, Editors, J.M. Melander and L.R. Lauersdorff, ASTM, Philadelphia, PA (1993). pp.91-104.

L. Franke and I. Schoppe, "Deterioration of Historic Brick Buildings," In Science, Technology, and European Cultural Heritage: Proceedings of the European Symposium, Bologna, Italy, 13-16 June 1989, N.S. Baer, C. Sabbioni, A.I. Sors, Editors, Butterworth-Heinemann Publishers, Guildford (1991). pp.418-421.

H. Fritsch, E. Schamberg, C. Ceccarelli, and F. Franzetti, "Conservazione della Pietra Naturale e in Particolare della Arenaria," In Il Mattone di Venezia: Contributi Presentati al Concorso di Idee su Patologia, Diagnosi e Terapia del Mattone di Venezia, Venezia, 29 ottobre 1982, Laborat. Per lo studio della dinamica delle grandi masse, Venezia (1982).  pp.447-461.

E. Galdieri, "La Brique Crue en Italie: Avons-nous une Politique de Conservation?" In 5eme Reunion Internationale d'Experts sur la Conservation de l'Architecture de Terre. Rome, 22-23/x/1987, Craterre, Villefontaine (1987). pp.51-56. 

A.S. Gilbert and G. Harbottle, "The New Netherland/New York Ceramic Chemistry Archive: Compositional Analysis of Bricks by ICP," In Materials Issues in Art and Archaeology II, Editors, P.B. Vandiver, J. Druzik and G.S. Wheeler, Materials Research Society, Pittsburgh PA (1990). pp.9-22.

R. Hayward, The Brick Book, T.Y. Crowell, New York (1977). 192pp.

P. Hofmann, "Vatican Disavows the Selling of Fake Holy Bricks," The New York Times, 11 May (1975).

K.R. Hoigard, R.J. Kudder, and K.M. Lies, "Including ASTM E 514 Tests in Field Evaluations of Brick Masonry," In Masonry: Design and Construction, Problems and Repair, Editors, J.M. Melander and L.R. Lauersdorff, ASTM, Philadelphia, PA (1993). pp.314-325.

C. Jaton and G. Orial, "Processus Microbiologiques des Altérations des Briques," In Il Mattone di Venezia. Stato delle Conoscenze Tecnico-Scientifiche. Atti del Convegno, Venezia, Fondazione Cini, 22-23 Ottobre 1979, Laboratorio per lo Studio Della Dinamica Delle Grandi Masse Del C.N.R., Venezia (1979). pp.163-170

N. Kuchitsu, "Deterioration of Brick at the St. Salvatorkathedraal of Brugge and its Conservation," Scientific Papers on Japanese Antiques and Art Crafts No.39 1-7 December (1994). 

D.S. Lelikova and G.N. Tomashevich, "Protection of Quarry Stone and Brick af Architectural Monuments Against Physico-Chemical Effects and Biological Deterioration," In ICOM Committee for Conservation. 4th Triennial Meeting, Venice, 13-18 October. Preprints, ICOM, Paris (1975). pp.7554-1 7554-9

R.A. Livingston, "Geochemical Methods Applied to the Reproduction of Handmolded Brick," In Proceedings of the Eight International Brick/Block Masonry Conference, vol. 1, J. De Courcy, Editor, Elsevier International Press (1988). pp.83-91.

M. London, Masonry: How to Care for Old and Historic Brick and Stone, Preservation Press, Washington, DC (1988). 208pp.

J.E. Lovatt, "Predicting Durability of Brick Veneer Walls in Cold Climates," In Masonry: Design and Construction, Problems and Repair, Editors, J.M. Melander and L.R. Lauersdorff, ASTM, Philadelphia, PA (1993). pp.250-264.

M. Mamillan, "Connaissances Actuelles des Essais pour Evaluer les Propriétes et l'État d'Altération des Maçon-Neries en Brique," In Il Mattone di Venezia. Stato delle Conoscenze Tecnico-Scientifiche. Atti del Convegno, Venezia, Fondazione Cini, 22-23 Ottobre 1979, Laboratorio per lo Studio Della Dinamica Delle Grandi Masse Del C.N.R., Venezia (1979). pp.53-86.

R. Nardi, "Conservation of Medieval Structures of Mudbrick and of Fired Brick Laid in Clay," In 5th International Meeting of Experts on the Conservation of Earthen Architecture, Imprimerie Guirimand, Grenoble (1988). pp.71-80.

R. Padoan, "Significato della Conservazione del Martone a Venezia," In Il Mattone di Venezia. Stato delle Conoscenze Tecnico-Scientifiche. Atti del Convegno, Venezia, Fondazione Cini, 22-23 Ottobre 1979, Laboratorio per lo Studio Della Dinamica Delle Grandi Masse Del C.N.R., Venezia (1979). pp.35-37.

T. Peranderand T. Nieminen, "Neue Theorien der Ziegelverwitterung," In Werkstoffwissenschaften und Bausanierung. Berichtsband des Internationalen Kolloquiums. Esslingen, 6-8 Sept. 1983, F.H. Wittmann, Editor, Lack und chemie, Lausanne (1983). pp.367-371.

R. Peruzzi, G. Dassù, and G. Alessandrini, "Milano: Santa Maria delle Grazie: Problemi di Conservazione di Laterizi e Terrecotte," Arte Lombarda No.7375 88-97 (1985).

R.S. Piper and R.J. Kenney, "Brick Veneer Walls--Proposed Details to Address Common Air and Water Penetration Problems," In Masonry: Design and Construction, Problems and Repair, Editors, J.M. Melander and L.R. Lauersdorff, ASTM, Philadelphia, PA (1993). pp.22-31.

T. Ritchie, "A History of the Tunnel Kiln and other Kilns for Burning Bricks," Bulletin of the Association for Preservation Technology 12 No.3 47-61 (1980).

G.C. Robinson, "Characterization of Brick and their Resistance to Deterioration Mechanisms," In Conservation of Historic Stone Buildings and Monuments. Proceedings of the Conference Held in Washington, DC, February 2-4, 1981, National Academy of Sciences, Washington (1982). pp.145-162.

H. Roscher, G. Bauer, and H.J. Oel, " Analysis of Deterioration of Ancient Masonry, Made Out of Brick," In Ve congres International sur l'Alteration et la Conservation de la Pierre. Actes. Vth International Congress on Deterioration and Conservation of Stone. Proceedings, Lausanne, 25-27-9, 1985, Presses Polytechniques Romandes, Lausanne (1985).  pp.289-298.

D. St. Pavlovic, "Konzervatorsko-restauratorski radovi na zgradama xix veka u tvrdom materijalu," Communications 1 103-107 (1956).

G. Torraca, "Brick, Adobe, Stone and Architectural Ceramics: Deterioration Processes and Conservation Practices," In Preservation and Conservation: Principles and Practices. Proceedings of the North American International Regional Conference, Williamsburg, September 10-16, 1972, S. Timmons, Editor, The Preservation Press. National Trust for Historic Preservation, Washington (1976). pp.143-165.

UNESCO Paris, A Critical Review of the Brick Conservation Programme at Moenjodaro, Unesco, Paris (1979). 5 + 12pp.

K. van Balen, "Expert Systems for Evaluation of Deterioration of Ancient Brick Masonry Structures," European Cultural Heritage Newsletter on Research 7 No.1-4 64-68 (1993).

J.A. Wight, Brick Building in England from the Middle Ages to 1550, J. Baker, London (1972). 439pp.

Brick: Manufacture and Technology

American Face Brick Association, Brickwork in Italy, a Brief Review from Ancient to Modern Times, American Face Brick Association Chicago (1925). xix + 298pp. 

H.C. Bates, Bricklayers' Century of Craftsmanship, Bricklayers’ and Masons’ Internaitonal Union of America(1955). 309pp.

A. Beckwith, Pottery: Observations on the Materials and Manufacture of Terra-Cotta, Stone-Ware, Fire-Brick, Porcelain, Earthen-Ware, Brick, Majolica, and Encaustic Tiles with Remarks on the Products Exhibited, D. Van Nostrand, New York (1872). 101pp.

The Bricklayer and Mason: Official Journal of the Bricklayers’ and Masons’ International Union of America, T. O’Dea, New York (1898-1910).

The Bricklayer, Mason, and Plasterer: Official Journal of the Bricklayers, Masons, and Plasterers International Union of America, T. O’Dea, New York (1910-1972).

R. Brunskill and A. Clifton-Taylor, Brickwork, Van Nostrand Reinhold, NY (1982). 160pp.

J.W. Crary, Sixty Years a Brickmaker: A Practical Treatise on Brockmaking and Burning and the Management and Use of Different Kinds of Clays and Kilns for Burning Brick, T.A. Randall, Indianapolis (1890). xvi + 122pp.

C.T. Davis, A Practical Treatise on the Manufacture of Bricks, Tiles, Terra-Cotta, etc., H.C. Baird, Philadelphia, (1884). xx + 472pp.

Department of Housing and Urban Development, Plant Requirements for Manufacture of Building Bricks, Department of Housing and Urban Development, Washington (1972). 2 + 23pp.

E. Dobson, A Rudimentary Treatise on the Manufacture of Bricks and Tiles: Containing an Outline of the Principles of Brickmaking, and Detailed Accounts of the Various Processes Employed in the Making of Bricks and Tiles in Different Parts of England, John Weale, 59, High Holborn, London (1850). 2 parts.

E. Dobson, A Rudimentary Treatise on the Manufacture of Bricks and Tiles: Containing an Outline of the Principles of Brickmaking, 3rd Edition, Revised, Virtue Brothers & Co., London (1866). xviii + 230pp.

E. Dobson, "A Rudimentary Treatise on the Manufacture of Bricks and Tiles (1850)" Journal of Ceramic History 1 No.5 (1971).

E. Dobson and C. Tomlinson, A Rudimentary Treatise on the Manufacture of Bricks and Tiles: Containing an Outline of the Principles of Brickmaking, 6th Edition, Revised and Corrected, Crosby Lockwood & Co., London (1877). xiv + 276pp.

R.A. Goldthwaite, The Building of Renaissance Florence: An Economic and Social History, Johns Hopkins University Press, Baltimore, MD (1980). xviii + 459pp.

K. Gurcke, Bricks and Brickmaking: A Handbook for Historical Archaeology, The University of Idaho Press, Moscow, ID (1987). xvi + 326pp.

S.B. Hamilton, "The History of Hollow Bricks," Trans. Brit. Ceram. Soc. 58 41-62 (1959).

F. Hart, "Zur Geschichte des Backsteinbaus," Werk, Bauen + Wohnen 1981 No.9 10-15 (1981).

D. Lenczner, Elements of Loadbearing Brickwork, Pergamon Press, New York (1972). xii + 113pp.

N. Lloyd, Building Craftsmanship in Brick and Tile and in Stone Plates, The University Press, Cambridge, UK (1929). 99pp.

N. Lloyd, A History of English Brickwork, B. Blom, New York (1972). xv + 449pp.

C. Lockwood, Bricks and Brownstone: The New York Row House, 1783-1929, McGraw-Hill, New York  (1972). xxv + 262pp.

G. Nosenzo and M. Porta, "Storia e sviluppo tecnologico dei laterizi," In l'Architettura 30 668-675 (1984).

H.C. Plummer, Brick and Tile Engineering, Brick Institute of America, Reston, VA (1977). 466pp.

T. Ritchie, "Developments in Brick Manufacture and Use," Canadian Clay and Ceramics 51 No.1 1-4 (1978). 

A.B. Searle, An Encyclopædia of the Ceramic Industries: Being a Guide to the Materials, Methods of Manufacture, Means of Recognition, and Testing the Various Articles Produced in the Clayworking and Allied Industries, Including Clays, Silica, Felspar, Bricks, Tiles, Pottery, Porcelain, Pencils, Refractory Materials and Many Others, Arranged in Alphabetical Order fRapid Reference by Manufacturers, Research Workers, Students, Connoisseurs, and Others, E. Benn, London (1929). 3 volumes.

A.J. Van Tassel and D.W. Bluestone, Mechanization in the Brick Industry, WPA National Research Project, Philadelphia, PA (1939). xii + 83pp.

Cement and Concrete

L.W. Allen and T.Z. Hermathy, "Thermal Performance of Concrete Masonry Walls in Fire," Canadian Building Digest, Ottawa (1971).

R.T.L. Allen, S.C. Edwards and J.D.N. Shaw, Editors, Repair of Concrete Structures, 2nd Edition, Blackie, London, 1992, 256pp.

Anon., "Ten Years Experience with Polyester Coatings on Concrete," Pigment Resin Technology 4 No.1 14-15 (1975).

L. Bean and J.R. Dise, "Causes of Variation in Chemical Analyses and Physical Tests of Portland Cements," (U.S. Department of Commerce, National Bureau of Standards), BSS 17, March (1969).

J. Beaudoin and V.S. Ramachandran, "Removal of Stains from Concrete Surfaces," Canadian Building Digest, Division of Building Research, National Research Council of Canada.

H.D. Beeger, H. Prescher, and W. Quellmatz, "Geologisch-mineralogische Untersuchungen der Sandsteins und Zemente an der goldenen Pforte am Dom zu Freiburg," Jahrbuch des Staatlichen Museums für Mineralogie und Geologie zu Dresden 69-114 (1962).

N.S. Berke and L.R. Roberts, "Reinforced Concrete Durability and ASTM," ASTM Standardization News, January (1992). pp.46-51.

R.L. Blaine, H.T. Arni and M.R. DeFore, "Interrelations between Cement and Concrete Properties, Part III," (U.S. Department of Commerce, National Bureau of Standards), BSS 8 (1968).

R.L. Blaine, H.T. Arni and D.N. Evans, "Interrelations between Cement and Concrete Properties, Part II," (U.S. Department of Commerce, National Bureau of Standards), BSS 5 (1966).

R.L. Blaine, H.T. Arni and D.N. Evans, "Interrelations between Cement and Concrete Properties, Part IV," (U.S. Department of Commerce, National Bureau of Standards), BSS 15 (1969).

R.L. Blaine, H.T. Arni, B.E. Foster et al., "Interrelations between Cement and Concrete Properties, Part I," (U.S. Department of Commerce, wazzu National Bureau of Standards), BSS 2 (1965).

P.R. Blankenhorn and D.E. Kline, "Enhancement of Compressive Properties of Failed Concrete Cylinders with Polymer Impregnation," Journal of Testing and Evaluation 5 No.4 333-337 (1977).

S. Brunnauer, "Some Aspects of the Physics and Chemistry of Cement," In The Science of Engineering Materials, Editor, J.E. Goldman, New York, Wiley (1957). pp.428-468. 

D. Campbell-Allen and H. Roper, Concrete Structures: Materials, Maintenance and Repair, John Wiley & Sons, New York (1991). xii + 369pp.

J.R. Clifton and L.I. Knab, Service Life of Concrete, NISTIR 89-4086 (1989). 87pp.

M.D. Cohen and B. Mather, "Sulfate Attack on Concrete: Research Needs," ACI Materials Journal 88 62-69 (1991).

A.J. Dandy, "Chemistry of Cement," Chemistry 51 No.2 13-16 (1978).

J.D. Dewar and R. Anderson, Manual of Ready-Mixed Concrete, 2nd Edition, Blackie, London (1992)

256pp.

R.K. Dihr and J.W. Green, Editors, Protection of Concrete, E&FN Spon, London (1990). 1136pp.

D.D. Double and A. Hellawell, "The Solidification of Cement," Scientific American 237 No.1 82-90 (1977).

W.J. Eden and P.E. Grattan-Bellew, "Concrete Deterioration and Floorheave Due to Biogeochemical Weathering of Underlying Shale," Canadian Geotechnical Journal 12 No.3 372 (1975).

F. Ferrari, "Historical Review of the Use of Hydraulic Cements," Cemento 65 No.762 147-150; No.763 179-187; No.764 221-233 (1968); 66 No.765 23-32; No.766 69-81 (1969); Italian text.

S. Giedion, Building in France, Building in Iron, Building in Ferroconcrete, Getty Center for the Humanities, Santa Monica (1995). 248pp.

C. Hall, "On the History of Portland Cement after 150 Years," Journal of Chemical Education 53 No.4 222-223 (1976).

C.F. Heins, "Ambient Pressure Impregnation of Concrete by Low Viscosity Monomers," Polymer Preprints 14 No.2 1130-1135 (1973).

J.E. Isenburg and J.W. Vanderhoff, "A Hypothesis for the Reinforcement of Portland Cement by Latex," Polymer Preprints 14 No.2 1197-1202 (1973).

F.M. Lea, The Chemistry of Cement and Concrete, 3rd Edition, Chemical Publishing, New York (1971). xiv + 727pp.

R.W. Lesley, History of the Portland Cement Industry in the United States, (Reprint of 1924 Edition), Arno Press, New York (1972). 330pp.

E.V. Lyon, "Literature of Cement, Lime, Plaster, and Gypsum," Advances in Chemistry 78 122-141 (1968).

J.A. Manson, W.F. Chen, J.W. Vanderhoff, Y.-N. Liu, E. Dahl-Jorgenson and H. Mehta, "Stress-Strain Behavior of Polymer-Impregnated Concrete," Polymer Preprints 14 No.2 1203-1208 (1973).

G.C. Mays, Durability of Concrete Structures, E&FN Spon, London (1991). 256pp.

P.K. Mehta, Concrete: Structure, Properties and Materials, 2nd Edition, Prentice-Hall, Englewood Cliffs, NJ (1993). xxvii + 548pp.

J.M. Melander, S.K. Ghosh, V.S. Dubovoy, E.G. Hedstrom, and R.E. Klingner, "Flexural Bond Strength of Concrete Masonry Prisms Using Masonry Cement Mortars," In In Masonry: Design and Construction, Problems and Repair, Editors, J.M. Melander and L.R. Lauersdorff, ASTM, Philadelphia, PA (1993). pp.152-164.

J.D. Milner, "Masonry and Masonry Products: The Use and Preservation of Mortar, Plaster/Stucco and Concrete," In  Preservation and Conservation: Principles and Practices, Editor, S.Timmons, Preservation Press, Washington, D.C. (1976). pp.177-189.

S. Mindess and J.F. Young, Concrete, Prentice Hall, Englewood Cliffs, NJ (1981). xvi + 671pp.

J. Mishara, "Early Hydraulic Cements," In Early Pyrotechnology: The Evolution of the First Fire-using Industries, Editors, T. Wertime and S. Wertime, Smithsonian Institution Press, Washington, D.C. (1979). pp.125-135.

D.F. Orchard, Concrete Technology, Volume 1: Properties of Materials, 4th Edition, Wiley, New York (1979).

M.W. Phillips, "Brief Notes on the Subjects of Analyzing Paints and Mortors and the Recording of Moulding Profiles," Association for Preservation Technology Bulletin X, No. 2 77-89 (1978).

J.E. Prentice, Geology of Construction Materials, Chapman and Hall, London and New York (1990). xi + 202pp.

V.S. Ramachandran, "Possible States of Chloride in the Hydration of Tri-calcium Silicate in the Presence of Calcium-Silicate," Matériaux et Constructions 4 No.9 3-12 (1971).

M. Rochier, "Inorganic Bonding Materials-Cements," Fonderie No.269 326-334 (1968).

E.V. Sayre, "Deterioraton and Restoration of Plaster, Concrete and Mortar," In Preservation and Conservation: Principles and Practices, Editor, S.Timmons, Preservation Press, Washington, D.C. (1976). pp.191-201.

G. Scott, "Historic Concrete Preservation Problems at Fort Washington, Maryland," Association for Preservation Technology Bulletin X, No. 2 122-131 (1978).

P.J. Sereda and V.S. Ramachandran, "Predictability Gap Between Science and Technology of Cements: II.Physical and Mechanical Behavior of Hydrated Cements," Journal of the American Ceramic Society 58 Nos. 5-6 249-253 (1975).

C. Spackman, Some Writers on Lime and Cement from Cato to Present Time, W. Heffer and Sons, Cambridge, MA (1929).

L. Struble, "The Performance of Portland Cement," ASTM Standardization News, January (1992). pp.38-45.

R.N. Swamy, The Alkali-Silica Reaction in Concrete, Blackie, London (1991). 352pp.

G.H. Tatersall and P.F.G. Banfill, The Rheology of Fresh Cement and Concrete, Pitman Advanced Publishing Program, Boston (1983). x + 373pp.

D.H. Taylor, "A New Technique for the Study of Cement Hydration of Scanning Electron Microscopy," Journal of Testing and Evaluation 5 No.2 102-105 (1977); Author annotated reprint.

H.W.F. Taylor, Cement Chemistry, Academic Press, London and San Diego (1990). xvii + 475pp.

H.W.F. Taylor, Editor, The Chemistry of Cements, Academic Press, New York (1964); Volume I: xi + 460pp; Volume II: xi + 442pp.

K. Toishi and T. Kenjo, "A Simple Method of Measuring the Alkalinity of Air in New Concrete Buildings," Journal of Paint Technology 13 213-214 (1967).

K. Toishi and T. Kenjo, "Some Aspects of the Conservation of Works of Art in Buildings of New Concrete," Studies in Conservation 20 No.2 118-122 (1975).

K. Toishi and K. Toshiko, "Alkaline Material Liberated into the Atmosphere from New Concrete," Journal of Paint Technology 39 152-155 (1967).

J.W. Vanderhoff, J.D. Hoffman and J.A. Manson, "Polymer-Impregnated Concrete: Rate of Penetration of Monomer," Polymer Preprints 14 No.2 1136-1141 (1973).

M.J. Walker, Concrete in Hot Climates, E & FN Spon, London (1992). 288pp.

D.A. Whiting, P.R. Blankenhorn and D.E. Kline, "Epoxy Impregnation of Portland Cement Concrete," Polymer Preprints 14 No.2 1154-1156 (1973).

I.L. Znachko-Iavorskii, "New Methods for the Study and Contemporary Aspects of the History of Cementing Materials," Technology and Culture 18 No.1 25-42 (1977).

Ceramics: General

R.J. Brook, Editor, Ceramics and Society: Discussions of the Academy of Ceramics, Forum 1992, Monographs in Materials and Society, Volume 3, Techna, Faenza (1995). xi + 157pp.

K. Clark, The Potter's Manual, Chartwell, Secaucus, NJ (1983). 208pp.

I. Gröver, "Zur Restaurierung von Porzellan," Arbeitsblätter für Restauratoren 10 No.2 Gruppe 5 42-50 (1977).

W.H. Honan, "The Case of the Hot Pots," The New York Times Magazine, 8 June (1975). pp.14-15, 59-65.

V.V. Morariu, M. Bogdan and I. Andelean, "Ancient Pottery: Its Pore Structure," Archaeometry 19 (Part 2). 187-221 (1997).

M. Rhodes, "A Pottery Fabric Type-Series for London," Museum Journal 76 No.4 150-152 (1977).

O.S. Rye, Pottery Technology: Principles and Reconstruction, Taraxacum, Washington D.C. (1981). ix + 150pp.

H. Salmang, Ceramics: Physical and Chemical Fundamentals, Translated by M. Francis, Butterworths, London (1961). 330pp.

D. Schmandt-Besserat, "The Earliest Uses of Clay in Syria," Expedition 19 No.3 28-42 (1977).

M.G. Vaccori, La scultura in Terracotta: Technice e Conservazione Centro Di, Florence (1996). 401pp.

P.B. Vandiver, O. Soffer, B. Klima, and J. Svoboda, "The Origins of Ceramic Technology at Dolní Vestonice, Czechoslovakia," Science 246 No.4933 1002-1007 (1989).

H. van Lemmen, Tiles in Architecture, L. King, London (1993). 236pp.

P. Vincenzi, Editor, Ceramics in Architecture: Proceedings of the International Symposium on Ceramics in Architecture of the 8th CIMTEC, June 28-July 2, 1994, Monographs in Materials and Society, Volume 1, Techna, Faenza (1995). xix+616pp.

P. Vincenzi, Editor, The Ceramics Cultural Heritage: Proceedings of the International Symposium, Ceramics Cultural Heritage of the 8th CIMTEC, June 28-July 2, 1994, Monographs in Materials and Society, Volume 2, Techna, Faenza (1995). xvi + 847pp.

See Also: Brick.

Ceramics: Glazes

Anon., "Ancient Ceramic Glazing," Chemistry 48 February (1975). pp.22-23.

Anon., "SnO2 Containing Lead Silicate Glass Having a Low Melting Point," Ceramic Color and Chemical Mfg. Co., U.S. Patent 3,862,844, November 3 (1972). 5pp.

A. Companion and K. Schug, "Ceramics and Glass," Chemistry 46 27-31 (1973).

L. Guozhen, L. Zeyong and G. Yengyi, "An Investigation on Copper Red Glazes From Jingdezhen of the Ming and Qing Dynasties," In Materials Issues in Art and Archaeology II, Editors, P.B. Vandiver, J. Druzik and G.S. Wheeler, Materials Research Society, Pittsburghm PA (1990). pp.479-494.

R.E.M. Hedges and P.R.S. Moorey, "Pre-Islamic Ceramic Glazes at Kish and Ninevah in Iraq," Archaeometry 17 

(Part 1). 25-43 (1975).

B. McCarthy and P.B. Vandiver, "Ancient High-Strength Ceramics: Fritted Faience Bracelet Manufacture at Harappa (Pakistan), c.2300-1800 B.C.," In Materials Issues in Art and Archaeology II, Editors, P.B. Vandiver, J. Druzik and G.S. Wheeler, Materials Research Society, Pittsburgh, PA (1990). pp.495-510.

R. Newman, "A Compositional and Microstructural Study of Korean Celadon Glazes of the 11th to 15th Centuries," In Materials Issues in Art and Archaeology II, Editors, P.B. Vandiver, J. Druzik and G.S. Wheeler, Materials Research Society, Pittsburgh, PA (1990). pp.429-434.

C.W. Parmelee, Ceramic Glazes, Cahners Publishing Co., Boston (1973). 322pp.

A.J.N.W. Prag and F. Schweizer, "Hellenistic Glazed Wares from Athens and Southern Italy: Analytical Techniques and Implications," Archaeometry 16 (Part 2). 153-187 (1974).

Chemical Bonding: Alchemy

C.A. Burland, The Arts of the Alchemists, Macmillan, New York (1968). 224pp.

J.F. Fabricus, Alchemy: The Medieval Alchemists and Their Royal Art, Rosenkilde and Bagger, Copenhagen (1976). 228pp. Reviewed by B.J. Dobbs, Technology and Culture 19 No.3 517-518 (1978).

R.J. Forbes, "Origins of Alchemy," In Studies in Ancient Technology, 3rd Edition, Brill, Leiden (1993). Chapter I.

G.B. Kauffman and Z.A. Payne, "Contributions of Ancients and Alchemists Part I: Some Common Substances," Chemistry 46 No.4 6-10 (1973).

G.B. Kauffman and Z.A. Payne, "Contributions of Ancients and Alchemists Part II: Techniques and Apparatus," Chemistry 46 No.12 6-11 (1973).

E.E. Ploss, H. Roosen-Runge, H. Schipperges and H. Buntz, Alchimia: Ideologie und Technologie, Heinz Moos, Munich (1970). 227pp.

J. Read, Prelude to Chemistry: An Outline to Alchemy, 2nd Edition, MIT Press, Cambridge, MA (1966 reprint of 1939 Edition). xxiv + 328pp.

N. Sivin, Chinese Alchemy: Preliminary Studies, Harvard University Press, Cambridge, MA (1968). xxiv + 339pp.

F.S. Taylor, The Alchemists, Arno Press, New York (1974, c.1949). x + 246.

C.J.S. Thompson, The Lure and Romance of Alchemy, G.G. Harrap, London (1932). 248pp.

Chemical Bonding: History of Chemistry

M. Boas Hall, Robert Boyle and 17th-Century Chemistry, Cambridge University Press, Cambridge (1958). 239pp.

M. Boas Hall, "The History of the Concept of the Element," In John Dalton and the Progress of Science, Editor, D.S.L. Cardwell, Manchester University Press, Manchester and Barnes and Noble, NY (1968). pp.21-39.

W.H. Brock, The Norton History of Chemistry, W.W. Norton, New York (1993). xxvii + 744pp.

E. Farber, The Evolution of Chemistry: A History of Its Ideas, Methods, and Materials, 2nd Edition, Ronald Press, New York (1969). vii + 437pp.

A. Findlay, A Hundred Years of Chemistry, 3rd Edition, Revised T.I. Williams, Duckworth, London (1965). 335pp.

A.J. Ihde, The Development of Modern Chemistry, Dover, New York (1984, reprint of 1970 with upgraded appendix). xii + 851pp.

B. Jaffe, Mosley and the Numbering of the Elements, Doubleday, Garden City (1971). xi + 178pp.

D. Kolb, "What is an Element," Journal of Chemical Education 54 696-700 (1964).

H.M. Leicester and H.S. Klickstein, A Source Book in Chemistry, 1400-1900, Harvard University Press, Cambridge, MA (1952). xvi + 554pp.

C.-P. Li, The Chemical Arts of Old China, Journal of Chemical Education, Easton, PA (1948). viii + 215pp.

R.P. Multhauf, The Origins of Chemistry, Watts, New York (1967). 412pp.

U.S. Department of Health Education and Welfare, Bibliography of the History of Medicine, No.1 (1965); for chemistry, see pp.76-77.

W.H. Waggoner, "Spurious Elements, Part I. Sydneia or Australa," Chemistry 48 No.4 18-20 (1975).

W.H. Waggoner, "Spurious Elements, Part II. Donarium," Chemistry 48 No.8 23 (1975).

W.H. Waggoner, "Spurious Elements, Part III. Silene," Chemistry 48 No.9 27 (1975).

W.H. Waggoner, "Spurious Elements, Part IV. Davyum," Chemistry 48 No.10 25 (1975).

W.H. Waggoner, "Spurious Elements, Part V. Wodanium," Chemistry 48 No.11 21 (1975).

W.H. Waggoner, "Spurious Elements, Part VI. Bauxium," Chemistry 49 No.5 28 (1976).

Chemical Bonding: Quantum Chemistry

H.F. Hameka, Quantum Theory of the Chemical Bond, Hafner Press, New York (1975). vii + 312pp.

P.F. Lynch, Orbitals and Chemical Bonding, Houghton Mifflin, Boston (1966). viii + 56pp.

B.H. Mahan, College Chemistry, Addison-Wesley, Reading, Mass. (1966). xiv + 666pp.

R.S. Mulliken, Spectroscopy, Molecular Orbitals and Chemical Bonding: Nobel Lecture, Norstedt, Stockholm (1967). 25pp.

L. Pauling and R. Hayward, The Architecture of Molecules, W.H. Freeman, San Francisco (1964). x + 117pp.

G.C. Pimentel and R. Spratley, Understanding Chemical Thermodynamics, Holden-Day, San Francisco (1969). 214pp.

S. Vinogradov and R.H. Linnel, Hydrogen Bonding, Van Nostrand Rheinhold, New York (1971). xi + 319.

Clay Mineralogy: General

N.C. Brady and H.O. Buckman, The Nature and Properties of Soil, MacMillan, New York (1974). 567pp.

W.L. Bragg, Crystal Structures of Minerals, Bell, London (1965). 409pp.

G.W. Brindley, The X-ray Identification and Crystal Structure of Clay Minerals, 2nd Edition, G. Brown, Editor, Mineralogical Society, Clay Minerals Group, London 

(1961). xi + 544pp.

R.M. Fulrath and J.A. Pask, Editors, Ceramic Microstructures: Their Analysis, Significance and Production, International Materials Symposium, UCLA Berkeley, Wiley, New York (1968). xvii + 1008pp.

W.R. Grace and Co., "Davison Molecular Sieves," 19pp.

W.R. Grace and Co., "Davison Silica Gels," 14pp.

R.E. Grim, Applied Clay Mineralogy, McGraw Hill, New York (1962). 422pp.

R.E. Grim, Clay Mineralogy, 2nd Edition, McGraw-Hill, New York (1968). 596pp.

R.W. Grimshaw, The Chemistry and Physics of Clays and Allied Ceramic Materials, 4th Revised Edition of A.B. Searles's The Chemistry and Physics of Clays and Other Ceramic Materials, Ernest Benn, London (1971). 1024pp.

F. Hamer and J. Hamer, Clays, Watson-Guptill, New York (1977). 90pp.

W.E. Harth, "Crystal Chemistry in Ceramics," Bulletin of the American Ceramics Society (1951).

J.D. Hem and C.J. Lind, "Kaolinite Synthesis at 25 Degrees Centigrade," Science 184 1171-1173 (1974).

J. Hendricks, "Lattice Structure of Clay Minerals and Some Properties of Clays," Journal of the Geological Society 276-290 (1942).

W.D. Keller, Principles of Chemical Weathering, Revised Edition, Lucas Brothers, Columbia, Missouri (1962). 111pp.

G.A. Kirkendale, Editor Drying Claywares, Suny College of Ceramics, Alfred, New York (1967). iv + 90pp.

W.G. Lawrence, Ceramic Science for the Potter, Chilton Book Co., Philadelphia, PA (1972). xiii + 239pp.

W.B. Logan, Dirt: The Ecstatic Skin of the Earth Riverhead Books, New York (1995). 202pp.

N.H. Maertz and I.J. Smalley, The Nature and Properties of Very Sensitive Clays: A Descriptive Bibliography, University of Waterloo Library, Waterloo, Ontario (1985). x + 135pp.

C.E. Marshall, The Physical Chemistry and Mineralogy of Soils, Vol.1, Soils and Materials, John Wiley, New York (1964). ix + 388pp.

C.E. Marshall, The Colloid Chemistry of the Silicate Minerals, Academic Press, New York (1949). xi + 195pp.

G. Millot, Geology of Clays: Weathering, Sedimentology and Geochemistry, Translators, W.R. Farrand and H. Paquet, Springer-Verlag, New York (1970). xvi + 429pp.

F.H. Norton, Elements of Ceramics, 2nd Edition, Addison-Wesley, Reading, MA (1974). viii + 311pp.

H. Ries, Clays: Their Occurence, Properties and Use, 3rd Edition, J. Wiley, New York (1927). vii + 613.

Ross, The Mineralogy of Clays, Proceedings of the 1st International Congress of Soil Science 4 555-556 (1928).

Ross and Kerr, "The Clay Minerals and Their Identity," Journal of Sedimentary Petrology 55-65 (1931).

W. Ryan, Properties of Ceramic Raw Materials, 2nd Edition, Pergamon, Oxford and New York (1978). vi + 113pp.

H. Salmang, Ceramics: Physical and Chemical Fundamentals, Translator, M. Francis, Butterworths, London (1961). 330pp.

W.H. Slabaugh, "Clay Colloids," Chemistry 43 No.4 8-12 (1974).

G.H. Stewart, Editor, Science of Ceramics, 2 vols., Academic Press for British Ceramics Society, London and New York (1962-1965). Volume I: 334pp; Volume II: 431pp.

O. van Hendrick, An Introduction to Clay Colloid Chemistry for Clay Technologists, Geologists and Soil Scientists, 2nd Edition, J. Wiley, New York (1977). xviii + 318.

B. Velde, Clay Minerals: A Physico-Chemical Explanation of their Occurence, Elsevier, New York and Amsterdam (1985). xiii + 427pp.

B. Velde, Clays and Clay Minerals in Natural and Synthetic Systems, Elsevier, New York and Amsterdam (1976). vii + 218pp.

M.J. Wilson, Editor, Clay Minerology: Spectroscopic and Chemical Dterminative Methods, Chapman & Hall, London (1994). x + 367pp.

E.M. Winkler, "The Effect of Blood on Clays," Soil Science 82 No.2 157-164 (1956).

W.E. Worrall, Clays and Ceramic Raw Materials, 2nd Edition, Elsevier, New York and London (1986). ix + 239pp.

Clay Mineralogy: Jade

J.G. Delly and S. Palenik, "Is It Jade?" Industrial Research,  66-71, May (1976).

P.E. Desautels, "Jade is a Mystery 4,000 Years Old That Transcends Science," Smithsonian 8 No.1 80-87 (1977).

L.A. Garza-Valdes, "Technology and Weathering of Mesoamerican Jades as Guides to Authenticity," In Materials Issues in Art and Archaeology II, Editors, P.B. Vandiver, J. Druzik and G.S. Wheeler, Materials Research Society, Pittsburgh (1990). pp.321-364.

G.I. Hemrich, The Handbook of Jade, Gembooks, Mentone, California (1966). 81pp.

W.T. Shier, "Jade: Stone of Heaven," Chemistry 49 No.10 6-10 (1976)

Conservation Literature: AATA Supplements

S.M. Alexander, "Information on Historical Techniques: Textiles: 1. Classical Authors," AATA 15 No.2 343-380 (1978).

S.M. Alexander, "Information on Historical Techniques: Textiles: 2. The Medieval Period," AATA 16 No.1 197-225 (1979).

S.M. Alexander, "Towards a History of Art Materials: A Summary of Published Technical Literature in the Arts," AATA 7 No.3 121-161 (1969); 7 No.4 199-216 (1969); 8 No.1 153-178 (1970).

C.G. Asher, "Multi-Lingual Specialized Dictionaries of Use to Conservators," AATA 16 No.2 325-360 (1979).

N.S. Baer and N.L. Kunz, "The Lining of Paintings: 1900 to 1975: An Annontated Bibliography," AATA 9 No.1 153-240 (1972); 9 No.2 157-241 (1972); 10 No.1 155-256 (1973).

N.S. Baer and L.J. Majewski, "Ivory and Related Materials: An Annotated Bibliography," AATA 8 No.2 228-275 (1970); 8 No.3 188-228 (1971).

C.W. Beck, M. Gerving and E. Wilbur, "The Provenience of Archaeological Amber Artifacts: An Annotated Bibliography," AATA 6 No.2 213-302 (1966); 6 No.3 201-280 (1967).

E. De Witte and M. Goessens-Landrie, "The Use of Synthetic Polymers in Conservation: An Annotated Bibliography," AATA 13 No.1 201-281 (1976); 13 No.2 279-354 (1976).

R.L. Feller, S.B. Lee and M. Curran, "Three Fundamental Aspects of Cellulose Deterioration," AATA 22 No.1 278-356 (1985).

C. Grissom and N. Weiss, "A History and Guide to the Literature on Alkoxysilanes as Used for the Conservation of Works of Art," AATA 18 No.1 149-202 (1981).

N.L. Kunz and J.H. Stoner, "Author and Abbreviated Title Index for Volumes 1-5 of IIC Abstracts (1955-1965). and Volumes 6-10 of Art and Archaeology Technical Abstracts (1966-1973)," AATA 12 No.1 305-496 (1975).

S.Z. Lewin, "The Preservation of Natural Stone, 1839-1965: An Annotated Bibliography," AATA 6 No.1 183-277 (1966).

S.Z. Lewin and S.M. Alexander, "The Composition and Structure of Natural Patinas, I. Copper and Copper Alloys," AATA 6 No.4 199-283 (1967); 7 No.1 277-370 (1968).

S.Z. Lewin and S.M. Alexander, "The Composition and Structure of Natural Patinas, II. Zinc and Zinc Alloys," AATA 7 No.2 149-172 (1968).

S.Z. Lewin and S.M. Alexander, "The Composition and Structure of Natural Patinas, III. Tin, Lead and Their Alloys," AATA 7 No.2 173-192 (1968).

R.G. Newton, "Bibliography of Studies on the Deterioration and Conservation of Stained Glass," AATA 10 No.2 131-178 (1973).

E.V. Sayre and P. Meyers, "Nuclear Activation Applied to Materials of Art and Archaeology," AATA 8 No.4 113-150 (1971).

J.H. Stoner, "Subject Index for Volumes 1-5 of IIC Abstracts and Volumes 6-10 of Art and Archaeology Technical Abstracts," AATA 11 No.1 121-261 (1974).

J.H. Stoner, S.H. Murder and A.S. Wilson, "An Annotated List of Motion Pictures Concerning Techniques, Conservation, Display and Analysis of Works of Art and Archaeology," AATA 12 No.1 181-294 (1975).

S. Weintraub, R. Ziek and M. Ballard, "Museum Lighting and Deterioration," AATA 15 No.1 259-364 (1978).

J. Winter, "ICOM Reports on Technical Studies and Conservation," AATA 14 No.2 371-477 (1977).

Conservation Literature: Journals

Abbey Newsletter

AIC Newsletter

Air Pollution Control Association Journal

ALA/RTSD Preservation of Library Materials Committee     

 Conference Meeting Minutes

American Archivist

American Dyestuffs Reporter

American Institute for Conservation Journal (formerly:   

 Bulletin)

American Laboratory

American Preservation

American School of Classical Studies at Athens Newsletter

American Schools of Oriental Research Newsletter

American Scientist

American Society for Conservation Archaeology Newsletter

Americana

AMSSEE News 

Analytical Chemistry

Ancient TL

Anti-Corrosion Methods and Materials

Annales du Laboratire de Recherches des Musées de France 

 (formerly: Paris, Musée du Louvre Laboratoire Bulletin)

A/N/W's Paper Paper

APHA Letter

Applied Spectroscopy

Arbeitsblätter für Restauratoren

Archaeomaterials

Archaeometry

Archäographie

Archeologia Polski

Archives Associates

Archivium

Art and Archaeology Technical Abstracts 

 (formerly: IIC Abstracts)

Art and Technique

The Art Gallery

Art Hazards News

Art Theft Archive Newsletter

Arts of Asia

ASC Newsletter (Association of Systematics Collections)

ASM News (American Society for Metals)

Association for Preservation Technology Bulletin

Association for Preservation Technology Communique   

 (formerly: Newsletter)

Association for Studies in the Conservation of Historic 

 Buildings Newsletter

ASTM Journal of Testing and Evaluation (formerly: Journal

 of Materials)

ASTM Standardization News (formerly: Materials Research 

 and Standards)

Aurum

Aviso

Barre Life

Berliner Beiträge zur Archäometrie

The Biblical Archaeologist

Bibliographical Newsletter (BiN)

Biodeterioration Research Titles

Boletin Informativo CEDOCLA

Bolletino dell'Istituto Centrale del Restauro

Bolletino dell'Istituto di Patologia del Libro

Borobudur Restoration Project (Conservation of Monuments

 and Sites) Progress Report

British Archaeological Abstracts

British Journal of Aesthetics

The Brownstoner

Brussels Institute Royal du Patrimoine Artistique Bulletin

Budapest - Bulletin du Musée National Hongrois des 

 Beaux-Arts

Building Research News

Bulletin de Liaison du Centre International d'Étude des 

 Textiles Anciens

CA Selects: Adhesives

CA Selects: Forensic Chemistry

CA Selects: Pollution Monitoring

CAD Information

Cadmium Abstracts

Camera Arts

Canadian Building Digest

Canadian Conservation Institute Newsletter

Canadian Conservation Institute Technical Bulletin

Catholic Cemetery

CCI Journal of the Canadian Conservation Institute

CEDAC Carthage

Central Laboratorium Bulletin

Chemical and Engineering News (fiche)

Chemie in Unsere Zeit

Chemistry (presently: SciQuest)

Chromatography Newsletter

Chronicle of the Museum for the Arts of Decoration of the 

 Cooper Union

CIBA Review

CIMCIM Newsletter (formerly: IAMIC Newsletter)

Classical America

CMA GAzette (Canadian Museums Association)

Coblentz Society Newsletter

Color Research and Application

Committee for the Preservation of Architectural Records 

 (COPAR) Newsletter

Conservation Administration Newsletter

Conservation Center for Art and Historic Artifacts Newsletter

Conservation of Cultural Property in India

The Conservator

Cooper-Hewitt Newsletter

Corpus Vitrearum Newsletter

Craft Horizons (presently: American Craft)

CPM Bulletin

Curator

Decorative Arts Society Newsletter

Denkmalpflege in Baden Württemberg (formerly: 

 Nachrichtenblatt der Denkmalpflege)

DPH News

Dupont Magazine

Dyestuffs

Elberton Graniteer

Environmental Science and Technology

EPA Publications Bibliography

European Cultural Heritage Newsletter on Research (ECHNR)

Expedition

Faenza

FDA Consumer

FID News Bulletin

Figlina

Fine Woodworking

Florida Bureau of Historic Sites and Properties Bulletin

Forensic Chemistry

Forest Products Journal

Framing and Fine Arts

Gold Bulletin

Grants Magazine

Grey Art Gallery Bulletin

Guild of Book Workers Journal

Hali

Hazards in the Arts

Hercules Chemist

Historic Preservation Historical Archaeology

ICA Bulletin (Intermuseum Conservation Association)

ICCM Bulletin

ICCROM Newsletter

ICCROM Stop-Press

ICOM Committee for Conservation Working Group on 

 Waterlogged Wood Newsletter

ICOM International Museological Bibliography

ICOM News

ICOMOS Bulletin

IFAR Bulletin

IIC Bulletin

IIC News

IIC Canadian Group Journal

IIC Canadian Group Newsletter

IIC United Kingdom Group Conservation News

INA Newsletter (formerly: AINA Newsletter)

Index of Stolen Art

Industrial Research/Development (supercedes: Industrial 

 Research and Research/Development)

Institute of Historic Preservationists Newsletter

Intercom

International Committee for Mosaic Conservation Newsletter

International Council on Archives Bulletin

International Council on Archives Microfilm Committee 

 Bulletin

International Journal of Archives

International Journal of Museum Management and

 Curatorship (Museum Management and Curatorship)

International Journal of Nautical Archaeology and Underwater   Exploration

International Journal of Wood Preservation

Jahrbuch der Bayerischen Denkmalpflege

Journal of Archaeological Science

Journal of Ceramic History

Journal of Coatings Technology

Journal of Forensic Sciences

Journal of Nondestructive Evaluation

Journal of Physical Chemistry

Journal of Radiation Curing

Konferenzberichte Kernforchung Kerntechnik (formerly: 

 Information zur Kernforschung und Kerntechnik)

Lead Abstracts

Leonardo (fiche)

Library Acquisitions, Practice, Theory (fiche)

Library of Congress Publications on Conservation, 

 Conservation Workshop Notes on Evolving Processes

Lithoclastia

London National Gallery Technical Bulletin

London School of Printing and Kindred Trades Yearbook

Macromolecules

The Magazine Antiques

Maine State Museum Broadside

Maltechnik (later: Maltechnik/Restauro)

MASCA Journal 

MASCA Newsletter

Materials Evaluation

Materiaux et Constructions Essais et Recherches

MDA News (Museum Documentation Association)

Meddelelser om Konservering

The Melliand (1929-1930, vol.1, no.1-vol.2, no.9). 

 continued by  Melliand Textile Monthly

Metal Finishing

Metal Progress

Metallography

Metals Forum

Microform Review

Micronesian Preservation

Microskopion

Mineral Digest

Mitteilungen der K.K. Central-Commission zur Erforschung 

 und Erhaltung der Baudenkmale

Modern Plastics

The Museologist

Museums Bulletin (formerly: Monthly Bulletin Museums 

 Association)

Monumentum

Muemlekvedelem

Musejni Prace

Museum

Museum News

Museum Journal

Musical Instrument Conservation and Technology Journal

Muzei I Pametnitsi Na Kulturata

Muzealnictwo

Muzeologija

Muzeumi Mutargyvedelem

National Preservation Report

National Trust for Greece Newsletter

Natural History

Neue Museumskunde

Neutron Radiography Newsletter

News from the Center (Library of Congress)

Norelco Reporter

NTIS Chemistry

NTIS Environmental Pollution and Control

NTIS Materials Science

NTIS Natural Resources and Earth Sciences

Ochrona Zabytkow

Österreichische Zeitschrift für Kunst und Denkmalpflege

Old House Journal

Old-Time New England

Orta Dogu Teknik Univer. Mimarlik Fakultesi Dergisi

Pacific Regional Conservation Center Bulletin

PACT

Palette

Pamiatniki kul'tury Novye otkrytikia

Pamtky a Priroda

Paper Conservation News

The Paper Conservator

The Paper Maker

Pest Control

Photo Methods for Industry

Photographic Science and Engineering

PhotographiConservation

(Les) Pierres de France

Polish Archaeological Abstracts

Polymer Preprints

Polymer Testing

Preservation Briefs

Preservation Leaflets

Preservation League of New York State Newsletter

Print News

Printing History

Przeglad Archeologiczny

Repairers' Newssheet

Rescue News

Restaurator

Restauro (formerly: Maltechnik Restauro)

Revista del Archivo Nacional

Revista Churubusco

Revista Muzeelor si Monumentelor Monumente Istorice si de 

 Arta

Revista Muzeelor si Monumentelor Muzee

Rohm and Haas Reporter

Science

Science for Conservation

Scientific American

SciQuest (formerly: Chemistry)

Selenium and Tellurium Abstracts

Smithsonian

Society for Historical Archaeology  Newsletter

Society for Industrial Archaeology Newsletter

Society News

Society of Architectural Historians Newsletter

Society of Archivists Journal

Soobshcheniia Gosudarstvennogo Russkogo Muzeia

Southern Chemistry

Stone in America

Stone Industries

Studies in Conservation

Studies in History and Philosophy of Science

Studii Muzeale

Sunflower Newsletter

Tamarind Institute Report

Tamarind Papers (formerly: Tamarind Technical Papers)

Technical Photography

Technical Studies in the Field of the Fine Arts

Technology and Conservation

Technology and Culture

Textile Chemist and Colorist

Textile Conservation Centre Newsletter

Textile Conservation Group Report

Textile History

Textile Museum Journal

Textile Research Journal

Textiles

Tin and Its Uses

Torun Muzeum Rocznik

Tree-Ring Bulletin

Varstvo Spomenikov

Vijesti Muzealaca I Konzervatora Hrvatske

Washington Conservation Guild Newsletter

Winterthur Newsletter

Winterthur Portfolio

Wood Science

Woodworker's Journal

Workbench

World Surface Coatings Abstracts

Zabytkoznawstvo I Konserwatorstwo

Zeiss Information

Zinatniskas Atskaites Sesijas Materiali 

 Par Arheologu un Etnografu

Zinc Abstracts

General Chemistry References

D.H. Andrews and R.J. Kokes, Fundamental Chemistry, Second Edition Wiley, New York (1965). 811pp.

F. Brescia, J. Arents, H. Meislich and A. Turk, Fundamentals of Chemistry: A Modern Introduction, Second Edition, Academic Press, New York (1970). xxi + 796pp.

P.R. Frey, College Chemistry, 3rd Edition, Prentice-Hall, Englewood Cliffs, N.J. (1965). xviii + 747pp.

L.W. Fine, Chemistry, Williams & Wilkins, Baltimore, MD (1978). 848pp.

C.W. Keenan and J.H. Wood, General College Chemistry, 4th Edition, Harper and Row, New York (1971). xiv + 717pp.

G.L. Lee, H.O. Van Orden and R.O. Ragsdale, General and Organic Chemistry, W.B. Saunders, Philadelphia (1971). 868pp.

C.E. Mortimer, Chemistry: A Conceptual Approach, 4th Edition, Van Nostrand Reinhold, New York (1979). xiv + 815pp.

L.C. Pauling, College Chemistry: An Introductory Textbook of General Chemistry, 3rd Edition, W.H. Freeman, San Francisco (1964). xxiv + 832pp.

W.W. Porterfield, Concepts of Chemistry, W.W. Norton, New York (1972). 948pp.

J.V. Quagliano, Chemistry, 3rd Edition, Prentice-Hall, Englewood Cliffs, N.J. (1969). xv + 844pp.

R.T. Sanderson, Fundamentals of Modern Chemistry, Scott, Foresman, Glenview, Illinois (1971). 431pp.

J.R. Schwenck and R.M. Martin, Basic Principles of Chemistry, Prentice-Hall, Englewood Cliffs, N.J. (1958). 400pp.

P.W. Selwood, Chemical Principles, Holt, Rinehart and Winston, New York (1964). x + 582pp.

J.N. Shaw, College Chemistry, Charles E. Merrill, Columbus, Ohio (1966). 497pp.

M.J. Sienko and R.A. Plane, Chemistry: Principles and Properties, 2nd Edition, McGraw-Hill, New York (1974). xi + 788pp.

G.W. Watt, L.F. Hatch and J.J. Lagowski, Chemistry, W.W. Norton, New York (1964). 582pp.

R.A. Williams, Handbook of Atomic Elements, Philosophical Library, New York (1970). 125pp.

Geochemistry

L.L. Ames, Controlled Sample Program Publication No 1: Characterization of Rock Samples, Battelle Pacific Northwest Labs, Richland, WA (1978). 116pp.

R.V. Dietrich and B.J. Skinner, Rocks and Rock Minerals, Wiley, New York (1979). 319pp. Reviewed by N. Herz, American Scientist 68 No. 3 323 (1980).

K.B. Krauskopf, Introduction to Geochemistry, 2nd Edition, McGraw-Hill, New York (1979). xiii + 617pp.

H.A. Lowenstam, "Minerals formed by Organisms," Science 211  1126-1131 (13 March 1981).

B.H. Mason and C.B. Moore, Principles of Geochemistry, 4th Edition, Wiley, New York (1982). vi + 344pp.

C.R. Robinson, "Materially Wise," Spectrum No.151 12-13 (1977).

F.R. Siegel, Applied Geochemistry, Wiley-Interscience, New York (1974). viii + 353pp.

T. Simkin, L. Siebert, L. McClelland, D. Bridge, C. Newhall and J. Later, Volcanoes of the World: A Regional Directory, Gazetteer and Chronology of Volcanism During the Last 10,000 Years, Hutchinson Ross Publishing, Stroudsburg, PA (1981). viii + 232pp.

F.G. Smith, Physical Geochemistry, Addison-Wesley, Reading, MA  (1963). 624pp.

K.H. Wedepohl, Geochemistry, translated from the German by E. Althaus, Holt, Rinehart and Winston, New York (1971). xii + 231pp.

K.H. Wedepohl, Executive Editor, Handbook of Geochemistry, 2 vols. in 6, New York (1969-1978).

Glass: Analysis and Chemistry

J. Andrasko and A.C. Maehly, "The Discrimination Between Samples of Window Glass by Combining Physical and Chemical Techniques," Journal of Forensic Science 23 No.2 250-262 (1978).

C. Bray, Dictionary of Glass, A&C Black, London (1995). 240pp.

R.H. Brill, "The Record of Time in Weathered Glass," Archaeology 14 No.1 18-22 (1961).

R.H. Brill, "An Inlaid Glass Plate in Athens," Journal of Glass Studies 4 37-47 (1962).

R.H. Brill, "A Note on the Scientist's Definition of Glass," Journal of Glass Studies 4 127-138 (1962).

R.H. Brill, "Ancient Glass," Scientific American No.11 120-131 (1963).

R.H. Brill, "Glass Finds at Sardis," Bulletin of the American Schools of Oriental Research No.170 April (1963).

R.H. Brill, "An Observation of the Corinth Diatretum," Journal of Glass Studies 6 56-58 (1964).

R.H. Brill, "Interlaboratory Comparison Experiments on the Analysis of Ancient Glass," In Proceedings of the VIIth International Congress on Glass (1965). Section B.

R.H. Brill, "A Great Glass Slab from Ancient Galilee," Archaeology 20 No.2 88-95 (1967).

R.H. Brill, "A Chemical-Analytical Round-Robin on Four Synthetic Ancient Glasses," In The International Congress on Glass, Versailles, L'Institut du Verre, Paris (1972). pp.93-110.

R.H. Brill and V.F. Hanson, "Chemical Analysis of Amelung Glasses," Parts I-III, Journal of Glass Studies 18 215-237 (1976).

R.H. Brill and H.P. Hood, "The Electron Beam Probe Microanalysis of Ancient Glass," In Advances in Glass Technology, Part 2, Plenum Press, New York (1963). pp.293-302.

R.H. Brill and S. Moll, "The Electron Beam Probe Microanalysis of Ancient Glass," In Recent Advances in Conservation, IIC, London (1961). pp.145-151.

R.H. Brill and J.H. Wampler, "Isotope Studies of Ancient Lead," American Journal of Archaeology 71 January 63-77 (1967).

R.H. Brill with J. Wosinki, "A Huge Slab of Glass in the Ancient Necropolis of Beth She'arim," In Proceedings of the VIIth International Congress on Glass (1965). Section B, Paper No.219.

N. Buschini, "Electron-Beam Microprobe Analysis of Fourteen Fragments from the Ware Collection of Blaschka Glass Models of Plants," In 17th Annual Conservation Training Programs Conference, Conservation Center, New York (1991). pp.2-11.

E.R. Caley, Analyses of Ancient Glasses, 1790-1957: A Complete and Critical Survey, Corning Museum of Glass Monographs, Vol.I, Corning, NY (1962). 118pp.

R.J. Charleston, Ancient Glass-Making Methods, Circle of Glass Collectors, No.124, March (1961). pp.

P. Chaudhari and D. Turnbull, "Structure and Properties of Metallic Glasses," Science 199 11-21 (1978).

G.A. Cox and A.M. Pollard, "X-ray Fluorescence of Ancient Glass: The Importance of Sample Preparation," Archaeometry 19 Part 1 45-54 (1977).

C.C. Davison, R.D. Gianque and D. Clark, "Two Chemical Groups of Dichroic Glass Beads from West Africa," Man 6 No.4 645-659 (1971).

R.H. Doremus, Glass Science, 2nd Edition, John Wiley and Sons, New York (1994).

M. Grochowski and Z. Werfel, "Estimation of the Accuracy of Determination of Chemical Composition of Sheet Glass by X-ray Fluorescence," Szkto i Ceramika 26 37-40 (1975); Polish text.

I.Y. Grosvald, L.F. Lindin and L.R. Berze, "Ancient Lead-Containing Glass from the 13th-14th Century," Neorg. Stekla, Pokrytiya Mater. 2 202-205 (1975); Russian text.

M.L. Hair and A.M. Filbert, "Surface Chemistry of Glass," Research/Development, October 34-38 (1976).

R.E.M. Hedges, "Pre-Islamic Glazes in Mesopotamia-Nippur," Archaeometry 18 Part 2 209-213 (1976).

R.E.M. Hedges and P.R.S. Moorey, "Pre-Islamic Glazes at Kish and Nineveh in Iraq," Archaeometry 17 23-43 (1975).

D.G. Holloway, The Physical Properties of Glass, Wykeham Publications, London (1973). xii + 220pp.

H.J. Holland, "Microcamera for X-ray Diffraction Analysis of Crystalline Defects in Glasses," American Ceramics Society Bulletin 55 1059-1061 (1976).

C.R. Howden, B. German and K.W. Smalldon, "The Determination of Iron and Magnesium in Small Glass Fragments Using Flameless Atomic Absorption Spectophotometry," Journal of the Forensic Science Society 17 Nos.2/3 153-159 (1977).

A.P. Hudson and R. Newton, "A Means for the In-Situ Identification of Medieval Glass by the Detection of Its Natural Radioactivity," Archaeometry 18 Part 2 229-232 (1976).

L.B. Hunt, "The True Story of Purple of Cassius," Gold Bulletin 9 No.4 134-139 (1976).

F.R. Matson and G. Rindone, Editors, Advances in Glass Technology, 2 Vols., Plenum Press, New York (1963).

J.S. Olin, M.E. Salmon and E.V. Sayre, "Neutron Activation and Electron Beam Microprobe Study of a XIV Century Austrian Stained Glass Panel," In Application of Nuclear Methods in the Field of Works of Art (1976). pp.99-110.

L.D. Pye, H.J. Stevens and W.C. LaCourse, Editors, Introduction to Glass Science, Plenum Press, New York (1972). x + 722pp.

M. Scholze, Glass: Nature, Structure and Properties, Translated and Revised by M.J. Lakin, Springer-Verlag, New York (1991). xiv + 454pp.

F. Schuler, "Ancient Glassmaking Techniques: The Molding Process," Archaeology Spring 47-52 (1959).

M. Tomozawa and R.H. Doremus, Glass, 3 vols., Academic Press, New York (1977-1982).

W. Vogel, "The Microstructure of Glass," Zeiss Information with Jena Review I No.2 36-38 (1992/1993).

F.G. West-Oram, "Cadmium Sulphoselenide Ruby Glasses," Glass Technology 17 No.3 90-98 (1976).

Glass: Conservation

P.B. Adams, "Glass Cleaning Standards," ASTM Standards 5 26-27 (1977).

J.M. André, The Restorer's Handbook of Ceramics and Glass, Translated by J.A. Underwood, Van Nostrand Reinhold, New York (1976). 129pp.

J.F. Asmus, "Use of Lasers in the Conservation of Stained Glass," In Conservation in Archaeology and the Applied Arts, IIC, London (1975). pp. 139-142.  

C. Daintith, Editor, Glass and Enamel Conservation: Collected Papers, United Kingdom Institute for Conservation of Historic and Artistic Works of Art, London (1992). 23pp.

P. Fiorentino and L.V. Borrelli, "Preliminary Note on the Use of Adhesives and Fillers," Studies in Conservation 20 201-205, November (1975).

M.C. Gomes, "The Conservation of a Beaded Belt," IIC-CG 22 No.1 18-21 (1976).

A. Hykin, "The Conservation and Comparative Analysis of Two Stained Glass Panels," In Seventeenth Annual Conservation Training Programs Conference, Conservation Center, New York (1991). pp.88-98.

A. Lins, "Ceramics and Glass Conservation: Preventative Measures," Museum News 55 5-9 (1977).

A.C. Moore, How to Clean Everything, 2nd Edition, Simon and Schuster (1968). 220pp.

R. Newton and S. Davison, Conservation of Glass, Butterworth-Heinemann, London and Boston (1996). 318pp.

P.H. Ogden, "A New Glass Adhesive," Offprint, 12pp.

B. Phillips, How to Clean Absolutely Everything, Piatkus, London (1992). 208pp.

J.E. Ritter, Jr., and J.A. Meisel, "Strength and Failure Predictions for Glass and Ceramics," Journal of the American Ceramics Society 59 478-481 (1976).

N.H. Tennent, "Clear Pigmented Epoxy Resins for Stained Glass Conservation: Light Ageing Studies," Studies in Conservation 24 153-164 (1979).

G.K. White, "Thermal Expansion at Low Temperatures of Glass in Ceramics and Glasses," Cryogenics 16 487-490 (1976); Correction in 16 606 (1976).

R. Wihr, Restaurieren von Keramic und Glas, G.D.W. Callway, Munich (1977). 275pp.

R. Wihr, "Plastogen EP - ein neues Material zur Klebung, Ergänzung und Nachbildung antiker Gläser," Arbeitsblätter für Restauratoren 6 No.2, Group 16 42-44 (1973).

Glass: Crizzling

R.H. Brill, "The Use of Equilibrated Silica Gel for the Protection of Glass with Incipient Crizzling," Journal of Glass Studies 20 100-118 (1978).

R.H. Brill, "Crizzling - a Problem in Glass Conservation," In Conservation in Archaeology and the Applied Arts. Preprints of the Contributions to the Stockholm Congress, 2-6 June 1975, International Institute for Conservation, London (1975).  pp.121-134.

M.I. Domiguez Aceves and F. Unikel Santoncini, "Aspectos Generales del Deterioro del Vidrio," Imprimatura No.10 21-28 (1995).

S.E.T. Hogg, D.S. MacPhail, P.S. Rogers, and V.L. Oakley, "Mono-Functional Organosilanes as Candidates for Treatments of Crizzling in Glasses," In Glass, Ceramics and Related Materials: Interim Meeting of the ICOM-CC Working Group September 13-16, 1998, Vantaa, Finland, EVTEK Institute of Arts and Design. Department of Conservation Studies, Vantaa October (1998). pp.53-57.

S. Hogg, D. McPhail, V. Oakley, and P. Rogers, "Cracking Crizzling: Eight Years of Collaborative Research," V&A Conservation Journal No.29 October 10-12 (1998).

J. Kastner, "The Mystery of the 'Weeping Glass'," ARTnews 92 No.1 47-48 January (1993).

S. Lougheed, "Deteriorating Glass Beads on Ethnographic Objects: Symptoms and Conservation," In Symposium 86. The Care and Preservation of Ethnological Materials: Proceedings, R. Barclay, M. Gilberg, J.C. McCawley, and T. Stone, Editors, Institut Canadien de Conservation, Ottawa (1988). pp.109-113.

A.J. Moncrieff, "Problems and Potentialities in the Conservation of Vitreous Materials," In Conservation in Archaeology and the Applied Arts. Preprints of the Contributions to the Stockholm Congress, 2-6 June 1975, International Institute for Conservation, London (1975).  pp.99-104.

W. Müller, K. Adam, D. Kruschke, C. Neelmeijer, and M. Mäder, "Welche Ursachen haben die Schäden an Emailkunstwerken? Naturwissenschaftliche Materialuntersuchungen," Restauro 106 No.6 414-418 (2000).

R. Newton, "The Weathering of Medieval Window Glass," Journal of Glass Studies 17 161-168 (1975).

J.L. Ryan, D.S. Mcphail, P.S. Rogers, and V.L. Oakley, "Glass Deterioration in the Museum Environment: a Study of the Mechanisms of Decay using Secondary Ion Mass Spectrometry," ICOM Committee for Conservation Triennial Meeting (11th), Edinburgh, 1-6 September 1996: Preprints, J. Bridgland, Editor, James & James (Science Publishers) Ltd., London (1996).  pp.839-844.

P.J. Sirois, "The Deterioration of Glass Trade Beads from Canadian Ethnographic and Textile Collections," In The Conservation of Glass and Ceramics: Research, Practice and Training, James & James, London (1999).  pp.84-95.

J.L. Sloan, "American Opalescent Window Glass: Composition and Deterioration Issues," In Triennial Meeting (12th), Lyon, 29 August - 3 September 1999, Preprints, Vol. 2, James & James, London (1999).  pp.803-808.

R. Smith, J.H. Carlson, and R.M. Newman, "An Investigation into the Deterioration of Painted Limoges Enamel Plaques c. 1470-1530" Studies in Conservation 32 No.3 102-113 August (1987).

S. Ulitzka and V. Touchard, "Corrosion Phenomena of Bohemian and Potsdam Glasses from 17th and 18th Century," In Science, Technology, and European Cultural Heritage: Proceedings of the European Symposium, Bologna, Italy, 13-16 June 1989, N.S. Baer, C. Sabbioni, and A.I. Sors, Editors, Butterworth-Heinemann Publishers, Guildford (1991). pp.872-875.

Glass: Egyptian

E. Angelini, P. Bianco, E. D'Amicone, and L. Vigna, "An example of Recovery and Exhibition in the Egyptian Museum of Turin: The Tomb of the Unknown Owners (2400 BC)," Science, In Technology, and European Cultural Heritage: Proceedings of the European Symposium, Bologna, Italy, 13-16 June 1989, N.S. Baer, C. Sabbioni, and A. Sors, Editors, Butterworth-Heinemann Publishers, Guildford (1991). pp.367-371.

Anon., Glass Tunnel/Tombs, Beyond Distribution, Sydney (1991). Videocassette VHS (5 min.), sd., col. 

H.C. Beck, "Glass Before 1500 B.C.," Ancient Egypt and the Past, British School of Archaeology (1934). pp.7-12.

M. Bimson and I.C. Freestone, "Some Egyptian Glasses Dated by Royal Inscriptions," Journal of Glass Studies 30 11-15 (1988).

M. Bimson and A.E. Werner, "Problems in Egyptian Core Glasses," In Studies in Glass History and Design. Congress on Glass, London 1st-6th July, 1968, R.J. Charleston, W. Evans, and A.E. Werner, Editors, The Gresham Press, Woking (n.d.). pp.121-122.

M. Bimson and A.E. Werner, "Two Problems in Ancient Glass: Opacifiers and Egyptian Core Material," In Congrès International d'Étude Historique du Verre, 4e. Ravenne-Venise, 13-20 Mai 1967. Annales, S.N., S.l. (1969).  pp.262-266.

I. Biron and G. Pierrat-Bonnefois, "La Tête Égyptienne en Verre Bleu du Musée du Louvre: de la XVIIIe Dynastie au XXe Siècle," Techne No.15 30-38 (2002).

A. Bouquillon, G. Querre, and J-P. Poirot, "Microanalyses of Three Egyptian Pectorals of the Louvre Museum," In 3a Conferenza Internazionale sulle Prove Non Distruttive, Metodi Microanalitici e Indagini Ambientali per lo Studio e la Conservazione delle Opere d'Arte: Viterbo 4-9 Ottobre 1992, M. Marabelli and P. Santopadre, Editors, Italian Society for Nondestructive Testing, Brescia, Italy (1992).  pp.621-636.

R.H. Brill, I.L.Barnes, and B. Adams, "Lead Isotopes in Some Ancient Egyptian Objects," In Recent Advances in Science and Technology of Materials, Plenum Press,  New York (1974). pp.9-27.

R.H. Brill and I.L.Barnes, "The Examination of Some Egyptian Glass Objects," In The Egyptian Mining Temple at Timna, Institute for Archaeo-Metallurgical Studies, London  (1988). pp.217-223.

M. Brimson and A.F. Shore, "An Egyptian Model Coffin in Glass," British Museum Quarterly 30 No.3-4 105-108 (1966).

G. Chiari, E. D'Amicone, and L. Vigna, "Non Destructive X-ray Diffraction Analysis Using Göbel Mirrors: an Application to Egyptian Pigments and Glasses," In La Couleur dans la Peinture et l'Émaillage de l'Egypte Ancienne: Actes de la Table Ronde, Ravello, 20-22 Mars 1997, Scienze e Materiali del Patrimonio Culturale 4, Edipuglia, Bari (2001). pp.87-94.

J.D. Cooney, "An Egyptian Mosaic Glass Panel," Boston Museum Bulletin 74 111-114 (1976).

M.R. Cowell and A.E. Werner, "Analysis of Some Egyptian Glass," In Annales du 6e Congres International d'Etude Historique du Verre, Cologne, 1-7 Juillet 1973, Edition du Secretariat General, Liege (1974).  pp.295-298.

J.E. Dayton, J. Bowles, and C. Shepperd, "'Egyptian Blue' or 'Kyanos' and the Problem of Cobalt," Annale del Istituto Orientale di Napoli 40 No.2 319-351 (1980).

M. Farnsworth and P.D. Ritchie, "Spectroscopic Studies on Ancient Glass: Egyptian Glass, Mainly of the Eighteenth Dynasty, with Special Reference to its Cobalt Content," Technical Studies in the Field of the Fine Arts 6 No.3 155-173 January (1938).

A. Fischer, "Ein Fragiles Diadem aus dem Agyptischen Museum der Universitat Leipzig. Wie konnen die Fassungsreste Gesichert Werden? Welches Erganzungsmaterial Eignet sich?" Restauro 101 No.2 94-97 (1995).

P. Fossing, Glass Vessels Before Glass-Blowing, E. Munksgaard, Copenhagen (1940). xvi + 150pp.

S. Gansicke, "Neue Verfahren bei der Konservierung und Restaurierung von Agyptischen Objekten," Arbeitsblatter für Restauratoren 26 No.2, Gruppe 9, 100-104 (1993).

R. Gebhard, "Vorgeschichtliches Glas: Ein Anspruchsvoller Werkstoff," Archäologie in Deutschland No.1 18-21 (1996).

D.F. Giberson Jr., "Core Vessel Technology: A New Model," In Materials Issues in Art and Archaeology VI: Symposium held November 26-30, 2001, Boston, Massachusetts, USA, P.B. Vandiver, M. Goodway, and J.L. Mass, Editors, Materials Research Society, Warrendale (2002).  pp.571-578.

A.H. Gordon, "A Glass Bead of Ahmose and Amenhotep I," Journal of Near Eastern Studies 41 No.4 295-298 (1982). 

H. Jaksch, W. Seipel, K.L. Weiner, and A. El Goresy, "Egyptian Blue - Cuprorivaite. A Window to Ancient Egyptian Technology," Naturwissenschaften 70 No.11 525-535 (1983).

A. Kaczmarczyk and C. Lahanier, "Ancient Egyptian Frits and Colored Faience Bodies: Problems of Classification," In Application of Science In Examination of Works of Art: Proceedings of the Seminar, September 7-9, 1983, P. England and L. Van Zelst, Editors, Museum of Fine Arts, Boston (1985). pp.93-99.

A. Kaczmarczyk, "The Source of Cobalt in Ancient Egyptian Pigments," In Proceedings of the 24th International Archaeometry Symposium, J.S. Olin and M.J. Blackman, Editors, Smithsonian Institution Press, Washington (1986). pp.369-376.

C. Kiefer and A. Allibert, "Pharaonic Blue Ceramics," Archaeology 107-117, April (1971).

D. Labino, "The Egyptian Sand-Core Technique: a New Interpretation," Journal of Glass Studies 8 124-127 (1966).

D. Labino, "The Egyptian Care Technique: A New Interpretation," Journal of Glass Studies 8 124-127 (1966).

J.B. Lambert and C.D. Maclaughlin, "Analysis of Early Egyptian Glass by Atomic Absorption and X-Ray Photoelectron Spectroscopy," In Archaeological Chemistry II. Based on a Symposium Sponsored by the Division of the History of Chemistry at the 174th Meeting of the American Chemical Society, Chicago, August 31 - Sept. 1, 1977, Advances in Chemistry Series 171, American Chemical Society, Washington (1978).  pp.189-199.

C. Lilyquist, R.H. Brill, and M.T. Wypyski, Studies in Early Egyptian Glass, Metropolitan Museum of Art, New York (1993). 80pp.

A. Lucas, Ancient Egyptian Materials and Industries, Second Revised Edition, E. Arnold & Co., London (1934). xii + 447pp.

A. Lucas, Ancient Egyptian Materials and Industries, Fourth Revised Edition, Enlarged and Revised by J.R. Harris, W.& J. MacKay & Co. Ltd., Chatham (1962). xvi + 523pp.

J.L. Mass, M.T. Wypyski, and R.E. Stone, "Evidence for the Metallurgical Origins of Glass at Two Ancient Egyptian Glass Factories," MRS Bulletin 26 No.1 38-43 January (2001). 

P.E. McGovern, S.J. Fleming, and C.P. Swann, "The Late Bronze Egyptian Garrison at Beth Shan: Glass and Faience Production and Importation in the Late New Kingdom," Bulletin of the American Schools of Oriental Research No.290-291 1-27 (1993).

R. Newman, "Technical Examination of an Ancient Egyptian Pectoral," Journal of the Museum of Fine Arts, Boston 2 31-37 (1990).

P.T.  Nicholson, "Recent Excavations at an Ancient Egyptian Glassworks: Tell el-Amarna 1993," Glass Technology 36 No.4 125-128 (1995).

R.E. Ogilvie, R.M. Fisher, and W.J. Young, "Scanning and High Voltage Electron Microscopy of Ancient Egyptian Glass," In Recent Advances in Science and Technology of Materials 3, Plenum Press. New York (1974). pp.71-84.

F. Remy, "Sur la Présence de Cobalt dans les Verres Égyptiens Anciens: Identification Spectrographique," Bull. Inst. Ray. Patrimoine Artist 5 (1962).

E. Riefstahl, Glass and Glazes from Ancient Egypt, Brooklyn Museum, Brooklyn, NY (1948). 24pp.

E. Riefstahl, Ancient Egyptian Glass and Glazes in the Brooklyn Museum, Wilbour Monographs, The Brooklyn Museum, New York (1968). xv + 114pp. 

E.V. Sayre and R.W. Smith, "Analytical Studies of Ancient Egyptian Glass," Report (1973).

E.V. Sayre and C.W. Smith, "Analytical Studies of Ancient Egyptian Glass," In Recent Advances in Science and Technology of Materials 3 New York (1974). pp.47-70.

E.V. Sayre and R.W. Smith, "Analytical Studies of Ancient Egyptian Glass," Recent Advances in Science and Technology of Materials, Plenum Press, New York (1974). pp.47-70.

S. Schiegl, K.L. Weiner, and A. El Goresy, "The Diversity of Newly Discovered Deterioration Patterns in Ancient Egyptian Pigments: Consequences to Entirely New Restoration Strategies and to the Egyptological Colour Symbolism," In Materials Issues in Art and Archaeology III: Symposium Held 27 April-1 May 1992, San Francisco, P.B. Vandiver, J.R. Druzik, G.S. Wheeler, and I.C. Freestone, Editors, Materials Research Society, Pittsburgh (1992). pp.831-858.

F. Schuler, "Ancient Glassmaking Techniques: the Egyptian Core Vessel Process," Archaeology 15 32-37 (1962).

C.P. Swann, P.E. McGovern, and S.J. Fleming, "Colorants Used in Ancient Egyptian Glassmaking: Specialized Studies Using PIXE Spectrometry," Nuclear Instruments and Methods in Physics Research. Section B, Beam Interactions with Materials and Atoms B45 No.1-4 311-314 (1990). 

M.S. Tite, "Egyptian Blue, Faience and Related Materials: Technological Investigations," In Science in Archaeology, Fitch Laboratory Occasional Paper 2, British School at Athens, Leopard's Press Ltd., London (1986). pp.39-41.

3 refs., 2 photomicrographs 
 

M.S. Tite, A.J. Shortland, P.T. Nicholson, and C.M. Jackson, "The Use of Copper and Cobalt Colorants in Vitreous Materials in Ancient Egypt" In La Couleur Dans la Peinture et l'Émaillage de l'Egypte Ancienne: Actes de la Table Ronde, Ravello, 20-22 Mars, 1997, Scienze e Materiali del Patrimonio Culturale 4, Edipuglia, Bari (2001). pp.111-120.

P.B. Vandiver, C. Swann, and D. Cranmer, "A Review of Mid-Second Millennium B.C. Egyptian Glass Technology at Tell el-Amarna" In Materials Issues in Art and Archaeology II: Symposium Held 27 April-17-21 1990, San Francisco, P.B. Vandiver, J.R. Druzik, and G.S. Wheeler, Editors, Materials Research Society, Pittsburgh (1991). pp.609-616.

D. Wildung, "Einblicke-Zerstörungsfreie Untersuchungen an Altägyptischen Objekten," Jahrbuch Preussischer Kulturbesitz
 29 No.1992 133-156 (1993).

A. Wilkinson, Ancient Egyptian Jewelry, Methuen' Handbooks of Archaeology, Methuen & Co., London (1971). lxi + 266pp. 


Glass: Manufacture and Technology

J. Appasmay, "Painting on Glass in South India," Oriental Art 21 No.2 153-157 (1975).

E.H. Barrington, Glass Through the Ages, Revised Edition, Penguin, New York and Harmondsworth, Middlesex, England (1959). 309pp.

R. Douglas and S. Frank, A History of Glassmaking, Foulis, Henley-on-Thames (1972). xii + 213pp.

R. Ettinghausen, Ancient Glass in the Freer Gallery of Art, Smithsonian Institute, Washington, D.C. (1962). 44pp.

E.S. Godfrey, The Development of English Glassmaking, 1560-1640, Oxford, England (1975). xii + 288pp.

C.H. Greene, "Glass," Scientific American 204 No.1 92-105 (1961).

H. Hodges, Artifacts: An Introduction to Early Material Technology, John Baker, London and Humanities Press, NJ (1981). 251pp.

F. Kampfer and K. Bayer, Glass: A World History: The Story of 4,000 Years of Glass Making, Revised and Translated from the German by E. Launert, Studio Vista, London (1966). 315pp.

F.J.T. Maloney, Glass in the Modern World: A Study in Materials Development, Doubleday, New York (1968). 192pp.

P.W. McMillan, Glass-Ceramics, Academic Press, London and New York (1964). viii + 229pp.

F. Neuburg, Ancient Glass, Translated from the German, M. Bullock, Barrie and Rockliff, London (1962). ix + 110pp.

D.A. Robinson, "Glass - A Material for Today," Chemistry 47 No.7 10-14 (1974).

F. Rogers and A. Beard, 5000 Years of Glass, Rev. Edition, J.P. Lippincott, Philadelphi, PA (1948). xvi + 314pp.

W. Rosenhain, Glass Manufacture, A. Constable, London (1908). xvi + 264pp.

F. Schuler, "Ancient Glassmaking Techniques: The Blowing Process," Archaeology Summer 116-122 (1959).

J. Seela, "The Early Finnish Glass Industry," Journal of Glass Studies 16 57-86 (1974).

C. Singer and T.I. Williams, Editors, A History of Technology, 7 vols., Clarendon Press, Oxford (1954-1978).

J.J. Svec, "Glass Making at Liberty Village 18th and 19th Century Style," Ceramics Industry 109 2-3 (1977).

W. Van der Sleen, "A Bead Factory in Amsterdam in the 17th Century," Man 63 18-39 (1963).

G. Weiss, The Book of Glass, Translated, J. Seligman, Barrie and Jenkins, London (1971). 353pp.

See Also: Journal of Glass Studies.

Glass: Roman

A. Basch, "Analyses of Oil from Two Roman Glass Bottles," Israel Exploration Journal 22 (1972) Pp.27-32

I. Borbely-Kiss, Z. Fueloep, T. Gesztelyi, A.Z. Kiss, E. Koltay, and G. Szabo, "The PIXE-PIGE Method for the Classification of Late Roman Glass Sealings," Nuclear Instruments and Methods in Physics Research. Section B, Beam Interactions with Materials and Atoms B85 No.1-4 836-839 (1994).

F. Branda, F. Arcobello, M. Vandini, and C. Piccioli, "Characterization of Glassy Fragment from the Ninfeo of Punta Epitaffio in Baia," In Metodi Chimici, Fisici e Biologici per la Salvaguardia dei Beni Culturali: 20° Congresso Nazionale, Roma, 18 Dicembre 1998. Atti del Workshop, Abaco Edizioni, Roma (2001). pp. 56-62.

 R.H. Brill, "The Chemistry of the Lycurgus Cup," In Proceedings of the VIIth International Congress on Glass (1965). Section B, Paper No.223.

M. Bucovala, "Roman Glass Vessels Discovered in Dobrudja," Journal of Glass Studies 26 59-63 (1984). 

O.H.J. Christie, J.A. Brenna, and E. Straume, "Multivariate Classification of Roman Glasses Found in Norway," Archaeometry 21 No.2 233-241 (1979).

H. Comfort, "Imported Pottery and Glass From Timna," In Archaeological Discoveries in South Arabia, The Johns Hopkins Press, Baltimore (1958). pp.199-212.

M-C. Depassiot and J-B. Latour, "Restauration et Présentation d'un Médaillon de Verre Romain," In Les Arts du Verre: Histoire, Technique et Conservation. Journées d'Études de la SFIIC, Nice, 17-19 Septembre 1991, SFIIC, Champs-sur-Marne (1991). pp.177-180.

G. Eggert, "'Vitrum Flexile' als Rheinischer Bodenfund?" Kölner Jahrbuch für Vor- und Frühgeschichte 24 287-296 (1991). 

G. Eggert, "Ungewöhnliche Bruchmuster an römischen Glasscherben aus dem vicus von Bonn," Archäologie im Rheinland 1990 79-80 (1990). 

J.G. Festag, W. Gentner, and O. Muller, "Search for Uranium and Chemical Constituents in Ancient Roman Glass Mosaics," In Congresso Internazionale: Applicazione dei Metodi Nucleari nel Campo delle Opere d'Arte. Roma - Venezia, 24 - 29 Maggio 1973, Accademia Nazionale dei Lincei, Roma (1976). pp.493-503.

J. Frána, A. Mastalka, and N. Vendová, "Neutron Activation Analysis of Some Ancient Glasses from Bohemia," Archaeometry 29 No.1 69-89 (1987). 

R. Gebhard, "Vorgeschichtliches Glas: Produktion und Import bei den Kelten," Archäologie in Deutschland No.1 32-35 (1996).

W. Geilmann, "Antique Glasses. VI. A Peculiar Weathering Phenomenon on Roman Glass Fragments," Glastechnische Berichte, cf. C.A 33 291-296 (1960).

N. Gmur Brianza, "Chemische Untersuchungen an Römischen Gläsern aus Muralto, Vindonissa und Eretria," AdR – Aktuell No.2 15-18 (1990). 

L.R. Green and F.A. Hart, "Colour and Chemical Composition in Ancient Glass: an Examination of some Roman and Wealden Glass by Means of Ultraviolet-Visible-Infrared Spectrometry and Electron Microprobe Analysis," Journal of Archaeological Science 14 No.3 271-282 (1987).

D. Grose, "The Formation of the Roman Glass Industry," Archaeology 36 No.4 38-45 (1983). 

D.F. Grose, "Innovation and Change in Ancient Technologies: The Anomalous Case of the Roman Glass Industry," In High-Technology Ceramics: Past, Present, and Future - The Nature of Innovation and Change in Ceramic Technology, W.D. Kingery, Editor, Ceramics and Civilization, The American Ceramic Society, Inc., Westerville (1986). pp.65-79.

P. Hahn-Weinheimer, "Spectrochemical Investigations of Roman Window Glass," Glastech. Ber 27 (1954)

J. Henderson, "Chemical Characterization of Roman Glass Vessels, Enamels and Tesserae," In Materials Issues in Art and Archaeology II: Symposium Held 27 April 17-21 1990, San Francisco, P.B. Vandiver, J.R. Druzik, and G.S. Wheeler, Editors, Materials Research Society, Pittsburgh (1991). pp.601-608.

E. Kny and G. Nauer, "Numerical Classification of Roman Glasses Based on Trace Element Concentrations," In Proceedings of the 18th International Symposium on Archaeometry and Archaeological Prospection, Bonn, 14-17 March 1978, Rheinland Verlag, Köln (1980). pp.556.

E. Kny, G. Nauer, T.E. Haevernick, "Chemische Zusammensetzung Römischer Glasfunde als Hilfsmittel zu ihrer Numerischen Klassifikation," Glastechnische Berichte 53 No.58 140-143, 232-236 (1980).

E. Kny, G. Nauer, T.E. Haevernick, "Chemical Composition of Roman Glass Finds as an Aid to their Numerical Classification. Part 2. Numerical Classification of 31 Colored Roman Utility Glasses. Part 3. Numerical Classification of 74 Blue-Colored Roman Utility Glasses," Glastechnische Berichte 53 No.6 168-172 (1980).

R. Lierke, "Vasa diatreta, Teil II: Die Herstellung der Römischen Glasnetzbecher," Antike Welt 26 No.4 251-269 (1995).

M.E. Lukács, "Restoration of a Roman Glass Vessel," In Problems of Completion, Ethics and Scientific Investigation in the Restoration. Proceedings of the Third International Restorer Seminar, Veszprem, 11-20 July 1981, Institute of Conservation and Methodology of Museums, Budapest (1982). pp.150-152.

E. Lutz, "Glasrestaurierung im Rheinischen Landesmuseum Trier," Trierer Zeitschrift No.46 281-283 (1983).

G. Mariacher, "Roman Glass from Zara in the Correr Museum," Vetro e Silicati (Florence) 7 No.41 21-24 (1963).

P. Mirti, A. Casoli, and L. Appolonia, "Scientific Analysis of Roman Glass from Augusta Praetoria," Archaeometry 35 No.2 225-240 (1993).

G. Nauer, E. Kny, and H. Sorantin, "Scanning Electron Microscope Studies on the Corrosion of Medieval and Roman Glasses," Ber. Oesterr. Stuaienges. A Tomenerg No.2646 17 (1976).

G. Nauer, E. Kny, and T.E. Haevernick, "Chemical Composition of Roman Glass Finds as an Aid to their Numerical Classification. Part 4. Numerical Classification of 161 Glasses from Regensburg," Glastech. Ber 53 No.8 232-236 (1980)

L. Pilosi, "The Conservation of Greek and Roman Glass," Met Objectives 1 No.1 4-5 (1999).

R.C.A. Rottlander, "Naturwissenschaftliche Untersuchungen zum Römischen Glas in Köln," Kölner Jahrbuch für Vor- und Frühgeschichte 23 563-582 (1991).

M. Schleiermacher and Z. Ovisi, "Der Bemalte Romische Glaspokal aus Koln: Bergung und Konservierung," Restauro 100 No.4 262-264 (1994).

R.W. Smith, "A Unique Occurrence of Roman glass at Zugmantel," Saalburg-Jahrbuch 14 60-64 (1955).

R.B.K. Stevenson, "Native Bangles and Roman Glass," Proc. Soc. Antiq. Scotland 88 208-221 (1954).

B. Velde and C. Gendron, "Chemical Composition of some Gallo-Roman Glass Fragments from Central Western France," Archaeometry 22 No.2 183-187 (1980).

G.D. Weinberg, "Roman Glass Factories in Galilee," Bulletin of Museum Haaretz No.10 49-50 (1968).

J. Welzel, "Schleiftechnik der Diatretgläser," Glastechnische Berichte 51 No.5 130-136 (1978).

Glass: Stained Glass

Anon., "Chartres: Through a Glass Darkly," Time January 31 (1977). pp.54-55.

E.L. Armitage, Stained Glass: History, Technology and Practice, L. Hill Books, London (1960). 216pp.

E. Bacher, "Ein mittelalterlicher Glassmalerei-Fund in der Wiener Michaelkirche," Öesterreichische Zeitschrift für Kunst und Denkmalpflege 28 No.4 210 (1974).

J.M. Bettembourg, "Étude de mastics elastomers - Le Masticage des panneaux de vitraux anciens," In Conservation in Archaeology and the Applied Arts, IIC, London (1975). pp.137-138.

M.A. Bezborodov, Chemie und Technologie der antiken und mittelalterlichen Glässer, Translated from the Russian by X. Schaffgotsch, P. von Zabern, Mainz (1975). 327pp.

 R.H. Brill, "Scientific Studies on Stained Glass," Journal of Glass Studies 12 185 (1970).

J.C. Ferrazzini, "Reaction Mechanisms of Corrosion of Medieval Glass," In Conservation in Archaeology and the Applied Arts, IIC, London (1975). p.135.

 J.F. Freeman, "How to Judge and Buy Stained Glass," Antiques 33 15-17 (1978).

 L. Lee, G. Seddon and F. Stephens, Stained Glass, Mitchell Beazley, London (1989 Reprint of 1976 Edition). 207pp.

P. Reyntiens, The Technique of Stained Glass, Batsford, London (1977). 168pp.

M. Spitzer-Aronson, "Glass from the Middle Ages. Inability of Diffusion to Explain the Lack of Correlation Between the Presence of Copper and the Internal Color of Red Stained-Glass Windows," Verres Refract 30 56-61 (1976).

See Also: CV Newsletter of the Comité technique du corpus vitrearum; included is a series of abstracts.

Glass: Stained Glass: Analysis

G. Nauer, E. Kny, and H. Sorantin, "Scanning Electron Microscope Studies on the Corrosion of Medieval and Roman Glasses," Ber. Oesterr. Stuaienges. A Tomenerg No.2646 17 (1976).

J.S. Olin and E.V. Sayre, "Neutron Activation Analytical Survey of Some Intact Medieval Glass Panels and Related Specimens," In Archaeological Chemistry, Editor, C.W. Beck, ACS, Washington, D.C. (1974). pp.100-123.

F. Schweizer, "Identification of Medieval Stained Glass by X-Ray Fluorescence Analysis," In Conservation of Stained Glass: Papers Given at a Seminar Held Jointly by UKIC and the Victoria and Albert Museum, June 1983, L. Cannon, Editor, Occasional Papers 9, United Kingdom Institute for Conservation, London (1990). pp.9-11.

V. Verità, "Le Vetrate Artistiche: Struttura, Composizione, Proprietà Chimico-Fisiche dei Vetri," In Le Matériau Vitreux: Verre et Vitraux. Actes du Cours Intensif Européen, Ravello, 28-30 Avril 1995, EDIPUGLIA, Bari (1998). pp.53-73.

Glass: Stained Glass: Conservation

Anon., "Conservation des Vitraux: Instructions pour la Protection Isothermique. Conservation of Stained Glass: Instructions for Protective Glazing. Richtlinien für die Ausführung von Isothermalen Schutzverglasungen," Comite Technique International du Corpus Vitrearum Newsletter No.4142 4-6 (1988).

Anon., "Corpus Vitrearum Conservation Guidelines," Stained Glass: Quarterly of the Stained Glass Association of America 86 No.1 48 (1991). 

Anon., "La Restauration des Vitraux Anciens," Revue de l'Art No.31 5-8 (1976).

Anon., "Medieval Stained Glass Conservation, Leon Cathedral," The Getty Conservation Institute Newsletter 2 No.2 9 (1987).

Anon., "Mittelalterliche Glasmalerei Erforschung Restaurietung," Österreichische Zeitschrift für Kunst und Denkmalpflege No.1-2 67-82 (1988). 

Anon., "Recommandations pour la Conservation des Anciens Vitraux Monumentaux," ICOMOS Nouvelles 3 No.1 13-16 March (1993). 

Anon., "Supplement: Bibliography of Studies on the Deterioration and Conservation of Stained Glass," Art and Archaeology Technical Abstracts 131-178 (1973).

L. Armelao, R. Bertoncello, S. Coronaro, and A. Glisenti, "Inorganic Thin Coating Deposition to Consolidate and Protect Historical Glass Surfaces. Part 1: Cleaning of the Glass Substrates. Part 2: Synthesis, Deposition and Characterization of the Protective Siliceous Film," Science and Technology for Cultural Heritage 7 No.2 47-69 (1998). 

J.F. Asmus, "Use of Lasers in the Conservation of Stained Glass," In Conservation in Archaeology and the Applied Arts. Preprints of the Contributions to the Stockholm Congress, 2-6 June 1975, International Institute for Conservation, London (1975). pp.139-142. 

E. Bacher, "Conservation of Stained Glass: the Comité Technique's Research," Corpus Vitrearum Newsletter 45 15-16 (1994). 

E. Bacher, "Erhaltung Mittelalterlicher Glasmalereien," Restauratorenblätter 15 165-174 (1994).

E. Bacher, "Stained glass and their conservation," ICOMOS Information No. 1/1988 3-9 January/March (1988).

E. Bacher, "Conservation of Ancient Monumental Stained and Painted Glass, Introduction," In Stained Glass, Central Cultural Fund Publication 123, ICOMOS International Scientific Committee on Stained Glass, Sri Lanka National Committee of ICOMOS, Sri Lanka Central Cultural Fund, Colombo (1993).  pp.1-6.

E. Bacher, "Erhaltung Mittelalterlicher Glasmalereien," In Schutz und Pflege von Kunst-und Baudenkmälern, Restauratorenblätter 15, Mayer & Comp., Wien (1995). pp.165-173.

E. Bacher, "Glasmalerei-Restaurierung - Forschung, Methodik, Praxis," In Glaskonservierung, Historische Glasfenster und ihre Erhaltung, Internationales Kolloquium, München und Nürnberg 29, H. Marschner and Y. Langenstein, Editors, Bayerisches Landesamt für Denkmalpflege, Munich (1985).  pp.34-41.

E. Bacher, "The Deontology of the Conservation of Monumental Stained and Painted Glass," In Le Matériau Vitreux: Verre et Vitraux. Actes du Cours Intensif Européen, Ravello, 28-30 Avril 1995 EDIPUGLIA, Bari (1998). pp.143-147.

E. Bacher, Editor, Stained Glass, Central Cultural Fund Publication 123, ICOMOS International Scientific Committee on Stained Glass, Sri Lanka National Committee of ICOMOS, Sri Lanka Central Cultural Fund, Colombo (1993).  278pp. 

E. Bacher and W.P. Bauer, "Stained Glass Restoration in Austria," In Conservation and Preservation of Stained Glass, International Conference, Lunteren, 1981, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp.73-90.

E. Bacher and E. Oberhaidacher, "Mittelalterliche Glasmalerei - Restaurierung," Österreichische Zeitschrift für Kunst und Denkmalpflege No.12 54-57 (1989). 
 

K.C. Barley, "Practical Experience of Isothermal Glazing," Corpus Vitrearum Newsletter 45 26-28 (1994).

W.P. Bauer, "Kontrolluntersuchung der testscheibe A (viacrylbeschichtung) und der testscheibe D (reinigungsmethoden) von Maria am Gestade," Corpus Vitrearum Newsletter 37/38 21-24 November (1984).

R. Bertelmann and H. Marschner, "Alternatives au Paraloïd B72 pour la Fixation des Peintures sur Verre," In Grisaille, Jaune d'Argent, Sanguine, Émail et Peinture à Froid: Techniques et Conservation. Forum pour la Conservation et la Restauration des Vitraux, Liège, 19-22 Juin 1996, Commission Royale des Monuments. Sites et Fouilles, Liège (1996). pp.79-84.

J.M. Bettemberg, La Conservation et la Restauration des Vitraux Anciens, Laboratoire de Recherches des Monuments Historiques, Chateau de Champs-sur-Marne (n.d.). 16pp.

J.M. Bettembourg, "Protection of Stained-Glass Windows Against Atmospheric Agents," Verres Refract 30 No.1 87-91 (1976).

J-M. Bettembourg, "Stained Glass Windows: Problems on the Conservation of Stained Glass," In Conservation and Preservation of Stained Glass, International Conference, Lunteren, 1981, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp.91-95.

J-M. Bettembourg, "Alteration et Problemes de Conservation des Grisailles," Corpus Vitrearum Newsletter 37/38 5-7 November (1984).

J-M. Bettembourg, "Conservation des Vitraux par une Verriere Exterieure," Corpus Vitrearum Newsletter 41/42 7-14 (1988).

J-M. Bettembourg, "Examen et Analyse des Processus de Corrosion des Vitraux Anciens," In 2nd International Conference on Non-Destructive Testing, Microanalytical Methods and Environment Evaluation for Study and Conservation of Works of Art, Perugia 17-20 April 1988, Istituto Centrale Per Il Restauro--Associazione Italiana Prove Non Distruttive, Editor, Istituto Centrale Per Il Restauro--Associazione Italiana Prove Non Distruttive, Rome April (1988). pp.1.1-1.15.

J-M. Bettembourg, "La Conservation des Vitraux Anciens, les Travaux au Laboratoire de Recherche des Monuments Historiques (France)," ICOMOS Information No.1 10-12 (1988).

J-M. Bettembourg, "Preventive Conservation of Stained Glass Windows," In Preventive Conservation: Practice, Theory and Research. Preprints of the Contributions to the Ottawa Congress, 12-16 September 1994, A. Roy and P. Smith, Editors, International Institute for Conservation of Historic and Artistic Works, London (1994). pp.110-115.

J-M. Bettembourg, J-J. Burck, J. Drivigvere, and J-P. Henry, "Influence des Mastics sur le Cdes Panneaux de Vitraux," In Adhésifs et Consolidants: Xe Congrès International IIC, Champs-sur-Marne, Section Française de l'Institut International de Conservation, Paris (1984).  pp.207-211.

M. Blume, "Have the French Been Shockingly Negligent of Their Greatest Artistic Glory?" Art News 77 36-40 (1978).

F. Bornschein, "Ansatzpunkte zu einer Geschichte der Restaurierung und Konservierung der Glasmalerei des Erfurter Domes," In Jahresberichte aus dem Forschungsprogramm Steinzerfall, Steinkonservierung, Band 5, 1993, R. Snethlage, Editor, Ernst, Wilhelm & Sohn, Verlag für Architektur und technische Wissenschaften GmbH, Berlin, Germany (1995). pp.185-192.

R.H. Brill, "A Request for Help in the Conservation of Early Stained Glass Windows," In The 9th International Congress on Glass, September (1971). 12pp.

E. Brivio, "Il Restauro Conservativo delle Vetrate del Duomo di Milano," La Conservazione del Costruito. I Materiali e le Tecniche, Cooperativa Libraria Universitaria del Politecnico, Milano (1981). pp.109-117.

R.O. Byrne, V.B.A. Rambusch, D.A. Yorke Jr., T.H. Taylor Jr., A. Pacey, and R. Pepall, "Architectural Glass - History and Conservation," APT Bulletin 13 No.3 3-55 (1981). 

J. Caen, "The Conservation of Stained Glass," In O Vitral: História, Conservaçao e Restauro. Encontro Internacional, Mosteiro da Batalha, 27-29 de Abril de 1995, Ministério da Cultura, Lisboa (2000). pp.154-165.

J.M.A. Caen, "Conservation Education in Glass and Stained Glass at the Antwerp Polytechnic University," In The Conservation of Glass and Ceramics: Research, Practice and Training, James & James, London (1999). pp.266-272.

J.M.A. Caen, "Ethical Principles for the Conservation of Stained Glass in Monuments and Museums," In Glass, Ceramics and Related Materials: Interim Meeting of the ICOM-CC Working Group, September 13-16, 1998, Vantaa, Finland, EVTEK Institute of Arts and Design. Department of Conservation Studies, Vantaa (1998). pp.11-16.

L. Cannon, Editor, Conservation of Stained Glass: Papers Given at a Seminar Held Jointly by UKIC and the Victoria and Albert Museum, June 1983, UKIC Occasional Papers 9, United Kingdom Institute for Conservation, London (1990). 16pp. 

Central Research Laboratory for Objects of Art and Science, Amsterdam, and the Dept. for the Preservation of Monuments and Historic Buildings, Conservation and Preservation of Stained Glass, with Special Reference to Post-Medieval Glasses in the Netherlands, The Laboratory, Amsterdam (1981). 120pp.

F.W. Cole, "The Restoration of Stained Glass in Canterbury," In Conservation and Preservation of Stained Glass, International Conference, Lunteren, 1981, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp.49-54.

F.W. Cole, "Stained Glass Conservation at Canterbury Cathedral," In Conservation of Stained Glass: Papers Given at a Seminar Held Jointly by UKIC and the Victoria and Albert Museum, June 1983, L. Cannon, Editor, UKIC Occasional Papers No. 9, United Kingdom Institute for Conservation, London (1990).  pp.3-4.

F.W. Cole, "Stained Glass Conservation at Canterbury Cathedral," Scottish Society for Conservation and Restoration 1982 No.38 8-11 (1982).

Conservation Problems of Early Stained Glass Windows, Crafts Advisory Committee Conservation Paper 6, Crafts Advisory Committee, London (1977) 9pp. 

A. Corallini and V. Bertuzzi, "Il Problema della Conservazione delle Vetrate Antiche. Studi ed Esperienze di Restauro," 2nd International Conference on Non-Destructive Testing, Microanalytical Methods and Environment Evaluation for Study and Conservation of Works of Art, Perugia 17-20 April 1988, Istituto Centrale Per Il Restauro--Associazione Italiana Prove Non Distruttive, Editor, Istituto Centrale Per Il Restauro--Associazione Italiana Prove Non Distruttive, Rome (1988). pp.2.1-2.14.

Corpus Vitrearum. Comite Technique. Reponses au Questionnaire sur la Conservation des Vitraux. Florence, 12-16 Octobre 1970, Comite international d'histoire de l'art, S.l. (n.d.). 40pp.

Corpus Vitrearum. Comité Technique; ICOMOS. Comité international pour le vitrail, "Guidelines for the Conservation of Ancient Monumental Stained and Painted Glass," In Le Matériau Vitreux: Verre et Vitraux. Actes du Cours Intensif Européen, Ravello, 28-30 Avril 1995 EDIPUGLIA, Bari (1998). pp. 148-151

C. Di Matteo, "Les verrières de Chartres," Monuments Historiques No.153 75-79 (1988).

W. Domaslowski, E. Kwiatkowski, and L. Torwirt, "The Problems of Conservation of Stained Glass Windows," Teka Konserwatorska 3 117-177 (1956).

E. Drachenberg, "Zur Erhaltung der Mittelalterlichen Glasmalerei im Erfurter Dom und zu den Problemen ihrer Sicherung," Neue Museumskunde 27 No.2 104-109 (1984). 

E. Drachenberg, "Schadensformen an Glasgemälden und Methoden der Sicherung, Konservierung und Restaurierung mittelalterlicher Glasmalerei in der DDR," In Glaskonservierung, historische Glasfenster und ihre Erhaltung, H. Marschner and Y. Langenstein, Editors, Internationales Kolloquium, München und Nürnberg 29, Bayerisches Landesamt für Denkmalpflege, Munich (1985). pp.74-79.

E. Drachenberg and W. Müller, "Mittelalterliche Glasmalerei am Erfurter Dom. Maßnahmen zur Erhaltung und Probleme der Sicherung," Farbe und Raum 39 No.3 77-79 March (1985). 

R. Drewello and R. Weißmann, "Historische Glasfenster: Restaurierungsprobleme, neue Untersuchungsmethoden, Laserreinigung," Arbeitsblätter für Restauratoren. Gruppe 5. Glas No.2 95-100 (1998).

A. Femenella, "Reviewing the Corpus Vitrearum Guidelines: a Few Exceptions," Stained Glass: Quarterly of the Stained Glass Association of America 86 No.2 90 (1991).

J.C. Ferrazzini, "Untersuchungen über eine neue in Chartres angewandte Methode zur Reinigung und Konservierung von mittelalterichen Glasgemälden," Maltechnik/Restauro 83 No.3 145-154 (1977).

 A. Fisher, "Conservation of Stained Glass in Private Practice," The Journal of Stained Glass 18 No.1 90-99 (1985).

A. Fisher, "Conservation of Stained Glass in Private Practice," In Conservation of Stained Glass: Papers Given at a Seminar Held Jointly by UKIC and the Victoria and Albert Museum, June 1983, L. Cannon, Editor, Occasional Papers 9, United Kingdom Institute for Conservation, London (1990). pp.12-15.

E. Fitz, "Ermittlung von Veränderungen oder Schäden durch frühere Restaurierungsmethoden an mittelalterlichen Glasmalereien der neuen Bundesländer," In Jahresberichte aus dem Forschungsprogramm Steinzerfall, Steinkonservierung, Band 5, 1993, R. Snethlage, Editor, Ernst, Wilhelm & Sohn, Verlag für Architektur und technische Wissenschaften GmbH, Berlin, Germany (1995). pp.177-184.

C. Fontaine, "Conservation of Glass at the Institut Royal du Patrimoine Artistique (Brussels): From the Earthquake in Liège to the Stained Glass of Loppem," In The Conservation of Glass and Ceramics: Research, Practice and Training, James & James, London (1999). pp.198-207.

G. Frenzel, "Probleme der Restaurierung, Konservierung und Prophylaktischen Sicherung Mittelalterlicher Glasmalereien," Maltechnik Restauro 1982 No.4 230-260 (1982).

G. Frenzel, "The Restoration of Mediaeval Stained Glass," Scientific American 252 No.3 100-108 (1985).

G. Frenzel, "The Restoration of Mediaeval Stained Glass," Scientific American 252 No.5 May (1985). pp.126-135.

G. Frenzel, "Restauration de Vitraux," In La Conservation des Monuments en Republique Federale d'Allemagne. Historique, Organisation, Missions, Exemples, Heinz Moos, München (1974). pp.106-109.

G. Frenzel, Die Prophetenfenster des Hohen Domes zu Augsburg. Bericht über den Erhaltungszustand und Vorschlaege zu ihrer Konservierung, S. l. (1971). 12 + 23pp.

G. Frenzel, Domkirche St. Peter in Regensburg, Nürnberg (1971). 8pp.

E. Frodl-Kraft, "Die Sicherung und Konservierung der Bildfenster des Regensburger Doms 1974-1984" Jahrbuch der Bayerischen Denkmalpflege 38 61-80 (1984).

E. Frodl-Kraft, "Mittelalterliche Glasmalerei. Erforschung - Restaurierung," Österreichische Zeitschrift für Kunst und Denkmalpflege 1974 No.28 200-212 (1974).

E. Frodl-Kraft, "Mittelalterliche Glasmalerei. Forschung - Konservierung. Die Österreichischen Glasgemaelde der Sammlung Bremen in Krefeld," Österreichische Zeitschrift für Kunst und Denkmalpflege 1966 No.20 33-45 (1966).

E. Frodl-Kraft, "Problems of Conservation of Medieval Stained Glass," In Annales du 5e Congres de L'Association Internationale pour l'Historie du Verre, Prague, 6-11 Juillet, 1970, Éd. du Secrétariat Général, Liège (1972).

E. Frodl-Kraft, "Untersuchungen und Praktische Erfahrungen in der Konservierung Mittelalterlicher Glasgemaelde 1963-1972," Österreichische Zeitschrift für Kunst und Denkmalpflege 1973 No.27 55-65 (1973).

E. Frodl-Kraft, "Mediaeval Stained Glass Corrosion - Conservation - Restoration," In Conservation in Archaeology and the Applied Arts. Preprints of the Contributions to the Stockholm Congress, 2-6 June 1975, International Institute for Conservation, London (1975). pp.105-110.

I. Frossard, "La Conservation des Vitraux," Monuments Historiques No.145 25-30 (1986). 

D.R. Fuchs, M. Popall, H. Römich, and H. Schmidt, "Preservation of Stained Glass Windows: New Materials and Techniques," In Science, Technology, and European Cultural Heritage: Proceedings of the European Symposium, Bologna, Italy, 13-16 June 1989, N.S. Baer, C. Sabbioni, and A.I. Sors, Editors, Butterworth-Heinemann Publishers, Guildford (1991). pp.679-683.

D.R. Fuchs, H. Römich and H. Schmidt, "Glass Sensors: Assessment of Complex Corrosive Stresses in Conservation Research," Materials Research Society Symposium Proceedings 185 239-251 (1991).

P. Gibson, "The Conservation of Stained Glass," In Glass and Enamel Conservation: Collected Papers from a One-Day Meeting on the Conservation of Glass and Enamels held on 11 November 1989, C. Daintith, Editor, Occasional Papers 11, UKIC, London (1992). pp.10-14. 

P. Gibson, "The Restoration of Stained Glass in the York Glaziers Trust," In Conservation and Preservation of Stained Glass, International Conference, Lunteren, 1981, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp.60-72.

P. Gibson, The Restoration of Stained Glass in the York Glaziers Trust, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp. 60-72.

K.J.S. Gillies, "Scientific Studies and Conservation of Stained Glass," In Conservation of Stained Glass: Papers Given at a Seminar Held Jointly by UKIC and the Victoria and Albert Museum, June 1983, L. Cannon, Editor, UKIC Occasional Papers No. 9, United Kingdom Institute for Conservation, London (1990).  pp.5-8.

Glaskonservierung. Historische Glasfenster und ihre Erhaltung. Internationales Kolloquium, München und Nürnberg, 29-30 Oktober 1984, Bayerisches Landesamt für Denkmalpflege Arbeitsheft 32, Bayerisches Landesamt für Denkmalpflege, München (1985) 147pp.

M.R. Grant, "Treasures from Laurelton Hall, Collection of Tiffany Glass of Hugh F. McKeans," Antiques 111 752-759 (1977).

M. Green, "New Life for Famous Old Stained Glass in Canterbury Cathedral," Smithsonian 6 No.3 29-36 (1975).

P. De Henau and C. Fontaine-Hodiamont, "Aspects de la Conservation de Vitraux en Belgique," In Les Arts du Verre: Histoire, Technique et Conservation. Journées d'Études de la SFIIC, Nice, 17-19 Septembre 1991, SFIIC, Champs-sur-Marne (1991). pp.59-67.

M.C. Higgins, "Stained Glass Conservation: a Field in Flux," In Loss Compensation: Technical and Philosophical Issues. Objects Specialty Group Postprints. Proceedings of the Objects Specialty Group Session, American Institute for Conservation of Historic and Artistic Works, Washington (1994). pp.89-102.

A. Holden, "Conservation Liaison: Stained Glass for the William Morris Exhibition," V & A Conservation Journal No.19 6-7 (1996).

A. Holden, "Former Methods of Conservation: Stained Glass," In Early Advances in Conservation, V. Daniels, Editor, British Museum Occasional Paper 65, British Museum, London (1988).  pp.151-155pp. 

A. Holden, "Stained Glass Conservation Today," In Conservation Today: Papers Presented at the UKIC 30th Anniversary Conference, 1988, V. Todd, Editor, United Kingdom Institute for Conservation, London (1988). pp.94-95.

A. Holden, "Stained Glass Conservation Today," In Conservation Today: Papers Presented at the UKIC 30th Anniversary Conference, 1988, V. Todd, Editor, United Kingdom Institute for Conservation, London (1988). pp.94-95.

A. Holden, "The Museum Approach to The Conservation/Restoration of Stained Glass," In Les Arts du Verre: Histoire, Technique et Conservation. Journées d'Études de la SFIIC, Nice, 17-19 Septembre 1991, SFIIC, Champs-sur-Marne (1991). pp.69-74.

A. Hykin ans S. Carroll, "The Conservation and Comparative Analysis of Two Stained Glass Panels," In Selected Student Papers of the Seventeenth Annual Conservation Training Programs Conference, April 25-27, 1991, Conservation Center, New York (1991). pp.88-98.

ICOMOS. Comité International pour le Vitrail, Editor, "Guidelines for the Conservation of Ancient Monumental Stained and Painted," In Stained Glass, Central Cultural Fund Publication 123, ICOMOS International Scientific Committee on Stained Glass, Sri Lanka National Committee of ICOMOS, Sri Lanka Central Cultural Fund, Colombo (1993).  pp.10-22.

R. Jacobi, "Die Konservierung alter Glasmalereien des Kölner Doms," Glastechnische Berichte 1957 No.12 509-514 (1957).

R. Jacobi, "Ein Konservierungsverfahren für Mittelalterliche Glasfenster auf der Basis der Modernen. Sicherheitsglastechnik," Glas-Email-Keramo-Technik 1971 No.5 172-174 (1971).

R. Jacobi, "Ein Neues Konservierungsverfahren zur Erhaltung Alter Glasmalereien," Deutsche Kunst und Denkmalpflege 1952 No.1 50-52 (1952).

R. Jacobi, "Kunststoffe als Grundlage für ein Neues Verfahren zur Erhaltung alter Glasmalereien," Angewandte Chemie 1940 No.3940 452-453 (1940).

H. Janse, "Conservation of Stained Glass in the Netherlands," In Conservation and Preservation of Stained Glass, International Conference, Lunteren, 1981, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp.4-12.

H. Janse, Conservation of Stained Glass in the Netherlands, Central Research Laboratory for Objects of Art, Amsterdam (1981). 12pp.

H. Janse, Editor, Kleurig Glas in Monumenten - Conservering van Gebrandschilderd Glas, Rijksdienst de Monumentenzorg, Staatsuitgeverij, s-Gravenhage (1985). 62pp. 

S. Jones, "The Conservation of Three Fourteenth Century Stained Glass Lancets," In Conservation Today: Papers Presented at the UKIC 30th Anniversary Conference, 1988, V. Todd, Editor, United Kingdom Institute for Conservation, London (1988). pp.84-89.

B.A.H.G. Jütte and R. Crevecoeur, Richtlijnen voor de conservering van Gebrandschilderd Glas, Centraal Laboratorium voor Ondersoek van Voorwerpen van Junst en Wetenschap (1994). 74pp. 

J. Kerr, The Repair and Maintenance of Glass in Churches, Church House Publishing, London (1991). 56pp. 

M. Koller, "Konservierung der Ausstattung von Baudenkmalen," In Schutz und Pflege von Baudenkmaelern in der Bundesrepublik Deutschland. Ein Handbuch, Verlag w. Kohlhammer, Stuttgart (1980).  pp.137-170.

F. Kretzschmar, "Frechen-Grefrath: Zur Restaurierung eines Kirchenfensters," Denkmalpflege im Rheinland 6 No.1 7-13 (1989).

R. Lauer, E. Jaegers, and P. Berkenhopf, "Die Restaurierung der Glasmalereien im Kölner Dom," Zeitschrift für Kunsttechnologie und Konservierung 2 No.1 68-86 (1988). 

D. Lawrence, "The Conservation of 19th & Early 20th Century Stained Glass," The Building Conservation Directory: Special Report No.1 16-18, 20 (1994). 

E. Learner and J-M. Bettembourg, "Restauration et Conservation des Vitraux Français de l'Église de Wilton (G.B.)," Vitrea No.7 43-53 (1991).

J. Leissner and D.R. Fuchs, "Glass Sensors: a European Study to Estimate the Effectiveness of Protective Glazings at Different Cathedrals," In Stained Glass, Central Cultural Fund Publication 123, ICOMOS International Scientific Committee on Stained Glass, Sri Lanka National Committee of ICOMOS, Sri Lanka Central Cultural Fund, Colombo (1993).  pp.264-274.

G. Lorenz, "Travaux de Restauration de la Cathédrale d'Ulm," Monuments Historiques No.166 82-85 (1989).

Loss Compensation: Technical and Philosophical Issues. Objects Specialty Group Postprints. Proceedings of the Objects Specialty Group Session, American Institute for Conservation of Historic and Artistic Works, Washington (1994). 122pp. 

J. Lowe, "The Conservation of Stained Glass," In Conservation in Archaeology and the Applied Arts. Preprints of the Contributions to the Stockholm Congress, 2-6 June 1975, International Institute for Conservation, London (1975). pp.93-97.

A. Makau, "Digital Imaging and Stained Glass Conservation," V & A Conservation Journal No.19 8-12 (1996).

H. Marschner, "Prüfung von Kunstharzen zur Malschichtkonservierung Mittelalterlicher Glasfenster," Corpus Vitrearum Newsletter 37/38 13-20 November (1984).

H. Marschner, "Untersuchungen zur Verwitterung und Konservierung Mittelalterlicher Glasmalerei," In Glaskonservierung, historische Glasfenster und ihre Erhaltung, H. Marschner and Y. Langenstein, Editors, Internationales Kolloquium, München und Nürnberg 29-30 Oktober 1984, Arbeitsheft 32, Bayerisches Landesamt für Denkmalpflege, Munich (1985). pp.44-55.

D. Mason and D. Brewis, "Research on the Properties of Glazing Cements used in the Conservation of Stained Glass," Corpus Vitrearum Newsletter 47 52-54 (2000).

Medieval Stained Glass Restoration and Conservation, Conservation Paper 5, Crafts Advisory Committee, London (1977). 11pp.

A.A. Mills, "The Conservation and Restoration of Mediaeval Stained Glass Windows by 'Gel-Plating'," Studies in Conservation 32 No.3 122-136 August (1987).

A. Moncrieff, "Lamination of Stained Glass at Cologne," IIC News 19 No.1 3-6 (1974).

 B. Mouton, "La Conservation des Verrières Anciennes: le Point de Vue de l'Architecte," Vitrea 84 No.7 34-41 (1991).

T.O. Mulford, "The Conservation of a Band Painted Convict Fanlight Window from Port Arthur," Institute for the Conservation of Cultural Material Bulletin 10 No.1 63-69 (1984).

W. Müller, "Untersuchungen zur Schutzwirkung Organischer Beschichtungen auf Simulierten Mittelalterlichen Gläsern," Neue Museumskunde 27 No.4 273-275 (1984).

W. Müller, "Die Chemische Zusammensetzung Mittelalterlicher Glassorten und ihre Bedeutung für Heutige Konservierungs-und Restaurierungsverfahren," In Corpus Vitrearum: Akten des 16. Internationalen Kolloquiums in Bern 1991. Tagung für Glasmalereiforschung, P. Haupt, Bern 135-139 (1991).

R.G. Newton, A Highly-Personalised Annotated Review of the Literature Concerned with Problems in the Conservation of Stained Glass, with Supplement Nos. 1 and 2, S. l. (1972). 41pp.

R.G. Newton, "Bibliography of Studies on the Deterioration and Conservation of Stained Glass," AATA 10 No.2 131-178 (1973).

R.G. Newton, "Cathedral Chemistry - Conserving the Stained Glass," Chemistry in Britain 89-91 (1974).

R.G. Newton, "Conservation of Medieval Windows (Isothermal Glazing)," In Conservation in Archaeology and the Applied Arts, IIC, London (1975). pp.111-114.

R.G. Newton, "The Weathering of Medieval Window Glass," Journal of Glass Studiess 17 161-168 (1975).

 R.G. Newton, Current Problems in the Conservation of Stained Glass, Crafts Advisory Committee Conservation Paper 7, Crafts Advisory Committeee, London (1977). 9pp.

R.G. Newton, "The Conservation of Stained Glass," In Conservation and Preservation of Stained Glass, International Conference, Lunteren, 1981, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp.99-114.

R.G. Newton, The Deterioration and Conservation of Painted Glass: A Critical Bibliography, 2nd Edition, Corpus Vitrearum Medii Aevi, Great Britain Occasional Papers 2, Published for the British Academy by Oxford University Press, Oxford (1982). xxxii + 103pp.

J.H. Notman, N.H. Tennent, "The Conservation and Restoration of a Seventeenth Century Stained-Glass Roundel," Studies in Conservation 25 No.4 165-175 November (1980).

H.J. Oel, Physikalisch-Chemische Untersuchungen über die Konservierung von Bauplastik, Frei Stehenden Skulpturen und Glasmalerei, S. l. (n.d.). 6pp.

E. Oellermann, "Restaurieren, Zwischen Anspruch und Wirklichkeit," Zeitschrift für Kunsttechnologie und Konservierung 2 No.2 329-385 (1988).

S. Page, "Leaded Lights: Care and Repair," SPAB News 13 No.2 13-16 (1992).

M. Perez Y Jorba, "La Pollution Atmosphérique et la Corrosion des Verres," In Stained Glass, Central Cultural Fund Publication 123, ICOMOS International Scientific Committee on Stained Glass, Sri Lanka National Committee of ICOMOS, Sri Lanka Central Cultural Fund, Colombo (1993).  pp..218-227.

M. Perez Y Jorba, "Deterioration of Stained Glass by Atmospheric Corrosion and by Micro Organisms," In Conservation and Preservation of Stained Glass, International Conference, Lunteren, 1981, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp.96-98.

V. Raguin, "Conservation and Restoration of Stained Glass: An Owner's Guide," In Stained Glass, Central Cultural Fund Publication 123, ICOMOS International Scientific Committee on Stained Glass, Sri Lanka National Committee of ICOMOS, Sri Lanka Central Cultural Fund, Colombo (1993).  pp.163-185.

V.B. Rambusch, "The Lead Cames of Stained Glass Windows: Purpose, Problems, and Preservation Procedures," Technology & Conservation 8 No.3 46-49 (1984). 

P. Redol, "Training in Stained Glass Conservation at the Centro de Conservaçao e Restauro da Batalha, Portugal," In The Conservation of Glass and Ceramics: Research, Practice and Training, James & James, London (1999). pp.273-279.

H. Römich, "Laboratory Experiments to Simulate Corrosion on Stained Glass Windows," In The Conservation Of Glass And Ceramics: Research, Practice And Training, James & James, London (1999). pp.57-65.

H. Römich, D.R. Fuchs, "Stained Glass Conservation: Innovative Research and New Materials," In Congreso Internacional: Rehabilitación del Patrimonio Arquitectónico y Edificación, Canarias del 13 Al 18 Julio '92: Ponencias, Tomo 1, S.A.L., Nueva Grafica (1992). pp.277-280.

H. Römich, D.R. Fuchs, M. Popall and H. Schmidt, "A New Fixation Method for Paint Layer Conservation," CVMA Newsletter 45 (1990).

H. Römich, M. Pilz and D.R. Fuchs, Konservierung historischer Glasfenster-Internationale Untersuchungen neuer Methoden: Teil 2, UBA-FB 108-07-005/03 Umweltbundesamt, Berlin (1993). 152pp.

H. Schmidt and D. Fuchs, "Protective Coatings for Medieval Stained Glass," In Materials Issues in Art and Archaeology II, Editors, P.B. Vandiver, J. Druzik and G.S. Wheeler Materials Research Society, Pittsburgh, PA (1991). pp.227-238.

P. Schneider, "Optics of Chartres Windows Destroyed," New York Times 1 January (1977). p.8.

J.L. Sloan, "Deterioration of Stained Glass," Stained Glass 81 No.4 256-258, 260 (1986).

J.L. Sloan, "Call for Stained Glass Conservation Research and Education in the United States," In Preprints of Papers Presented at the AIC Thirteenth Annual Meeting. Washington, DC 22-26 May 1985, AIC, Washington (1985). pp.96-100.

J.L. Sloan, "Stained Glass Conservation: Condition Analyses and Specifications," Standards for Preservation and Rehabilitation, ASTM Special Technical Publication 1258, ASTM, West Conshohocken (1996). pp.264-272.

J.L. Sloan, Conservation of American Nineteenth Century Architectural Stained Glass, Master's Thesis, Columbia University (1982). 209pp. 

J.L. Sloan, Conservation of Stained Glass in America: a Manual for Studios and Caretakers, Art in Architecture Press, Wilmington (1995). xiii + 225pp. 

Stained Glass Restoration, Preservation Techniques. Inc., Philadelphia (1987). 1 videocassette (37 min.).

V.H.P. Talland and B.J. Mangum, "Stained Glass Conservation at the Isabella Stewart Gardner Museum: Putting the Pieces Together," In The Conservation of Glass and Ceramics: Research, Practice and Training James & James, London (1999). pp.180-191.

J. Taralon, "Problématique de la Conservation et de la Restauration des Vitraux," Les Monuments Historiques de la France 23 No.1 2-6, 97-100 (1977).

P.A. Terwen, "The Mending of Stained Glass - a Dutch Approach," In Conservation and Preservation of Stained Glass, International Conference, Lunteren, 1981, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp.17-23.

V. Tetterode, "Some Experiences on Double Glazing," In Conservation and Preservation of Stained Glass, International Conference, Lunteren, 1981, Central Research Laboratory for Objects of Art, Amsterdam (1981). pp.24-25.

J-H. Thomassin, A. Gauthier, M-F. Abrioux, P. Le Coustumer, and C. Besse, "Traitements de Nettoyage des Vitraux, Séchage Hypercritique et Application de Produits de Restauration: Études par Microscopie Électronique," In Conservation Commune d'un Patrimoine Commun: 2ème Colloque du Programme Franco-Allemand de Recherche pour la Conservation des Monuments Historiques, Bonn, 12.-13 Dicembre 1996, Programme franco-allemand de recherche pour la conservation des monuments historiques, Champs-sur-Marne (1997).  pp.97-104.

S. Trümpler, "Die Konservierung Historischer Glasmalerei," Bulletin PNR 4 No. 16 8-10 (1986).

S. Trümpler, "Glasmalereikonservierung: eine Übersicht," In Stained Glass, Central Cultural Fund Publication 123, ICOMOS International Scientific Committee on Stained Glass, Sri Lanka National Committee of ICOMOS, Sri Lanka Central Cultural Fund, Colombo (1993).  pp.140-150.

S. Trümpler, "Les Vitraux Néo-Gothiques de l'Église Sainte-Elisabeth à Bâle: Analyse et Conservation des Peintures," In Grisaille, Jaune d'Argent, Sanguine, Émail et Peinture à Froid: Techniques et Conservation. Forum pour la Conservation et la Restauration des Vitraux, Liège, 19-22 Juin 1996, Commission Royale des Monuments. Sites et Fouilles, Liège (1996). pp.21-28.

J. Verrier, "De la Conservation et de la Mise en Valeur des Vitraux Anciens," Les Monuments Historiques de la France 1 20-26 (1955). 

S. Weintraub and M. Greenland, "Field Applications of Stained Glass Conservation Techniques," In Adhesives and Consolidants: Preprints of the Contributions to the IIC Paris Congress, 2-8 September 1984, N.S. Brommelle, E.M. Pye, P. Smith, and G. Thomson, Editors, IIC, London (1984). pp.199-201.

L. William, "The Conservation of Stained Glass," Studies in Conservation 5 139-149 (1960).

A. Wolff, "Die Domfenster zu Köln: Konservierung und Restaurierung," Arbeitblätter für Restauratoren 9 No.1 Group 5 29-41 (1976).

A. Wolff, "Die Konservierung der Glasmalerei am Kölner Dom," In Glaskonservierung, Historische Glasfenster und ihre Erhaltung, Internationales Kolloquium, München und Nürnberg 29, H. Marschner and Y. Langenstein, Editors, Bayerisches Landesamt für Denkmalpflege, Munich (1985).  pp.102-104.

A. Wolff, "The Conservation of Mediaeval Stained Glass According to the Jacobi Method of Lamination Used at Cologne," In Conservation in Archaeology and the Applied Arts. Preprints of the Contributions to the Stockholm Congress, 2-6 June 1975, International Institute for Conservation, London (1975). pp.115-120.

Mortars: Analysis and History

M.S. Baxter and A. Walton, "Radiocarbon Dating of Mortars," Nature 225 No.5236 937-938 (1970).

C. Bier, "Examination of Mortars in the Architecture of Sassanian Iran," (1976). 25pp; typescript.

R.D. Bleck and E. Hennig, "Mörteluntersuchungen an mittelalterlichen Bauwerken in Thüringen - Ein Beitrag zur mittelalterlichen Baugeschichte," Ausgrabungen und Funde 13 No.5 229-235 (1968).

R.D. Bleck and E. Hennig, "Mörteluntersuchungen an mittlel-alterlichen Bauwerken in Thüringen - Ein Beitrag zur mittelalterlichen Baugeschichte," Neue Museumkunde 13 No.3 222-226 (1970).

R.D. Bleck and E. Hennig, "Rätsel um alte Burgen. Organische Zusätze im Mörtel mittelalterlicher Grossbauten," Urania 33 No.10 24-27 (1970).

K. Bramman, "Mörtelanalysen," Bonner Jahrbücher 161 393-395 (1961).

D.T. Ciach and S. Osler, "Investigation of Early Mediaeval Mortars from the Floorings in Ancient Relics of Architecture in Wislica," Ochrona Zabytkow 23 No.3 197-209 (1970); Polish text.

M. Farnsworth and I. Simmons, "A Unique Cement from Athens," Hesperia 29 118-122 (1960).

W. Foster, "Greek and Roman Plaster, Mortars and Glass," Journal of Chemical Education 11 223-225 (1934).

W. Foster, "Applications of Chemistry to Archaeology," Journal of Chemical Education 12 577-579 (1935).

W. Geilmann, "Der Mörtel der Kaiserpfalz Werla," Diekunde (W.F.). 7 96-113 (1956).

J. Giraden, "Analysen alter Kunstproducte," Journal für praktische Chemie 60 89 (1853).

F. Goldschmidt, "Mörtel und Bindemittel im Altertum," Zement 19 543-544 (1930).

W. Haas, "Zur Restaurierung eines Baven-Kalkofens auf der Gemarkung Alztal-Dallau im Neckar-Odenwald-Kreis," Denkmalpflege in Baden-Württemberg 7 No.2 75-78 (1978).

Z.G. Hanna and J.M. Ibrahim, "Quantitative Spectrographic Analysis of Alkai: Metals in Cements," Mikrochimica Acta 6 990-998 (1964).

E. Hennig and R.D. Bleck, "Untersuchung an altem Mörtel," Bauzeitung 23 No.7 378-379 (1969).

E. Jaenecke and F. Drexler, "Untersuchungen von Mörtel aus dem spätrömischen Kastell Altrip," Germania 12 56-59 (1928).

H. Jedrzejewska, "Old Mortars in Poland: A New Method of Investigation," Studies in Conservation 5 132-138 (1960).

H. Jedrzejewska, "New Methods in the Investigation of Ancient Mortars," 3rd Archaeological Chemistry Symposium 1962 (1967). pp.147-166.

B.B. Lal, "Lime and Surkhi," Report on Kumrahar Excavations 1951-1955 (1959). 42pp.

E.R. Littmann, "Ancient Mesoamerican Mortar, Plasters, and Stucco: Comelcalco I," American Antiquity 23 135-140 (1957).

E.R. Littmann, "Ancient Mesoamerican Mortars, Plasters, and Stucco: The Compostiton and Origin of Sascab," American Antiquity 24 172-176 (1958).

E.R. Littmann, "Ancient Mesoamerican Mortars, Plasters, and Stucco: Las Flores, Tampico," American Antiquity 25 117-119 (1959).

E.R. Littmann, "Ancient Mesoamerican Mortars, Plasters, and Stucco: Palenque, Chiapas," American Antiquity 25 264-266 (1959).

E.R. Littmann, "Ancient Mesoamerican Mortars, Plasters, and Stucco: The Punc Area," American Antiquity 25 407-412 (1959).

L. Losos, "Methods of Complex Analysis of Mortars and Plasters," Zpravy Pamatkove Pece (Prague) 9/10 286-296 (1962).

R. Mueller-Skjold, "Antike Kalkmörtelkunst," Tonindustrie-Zeitung 61 824-826 (1939).

P. Papkova, Kh. O. Gevorkyan, and O.P. Mchedlor-Petrosyan, "Binding Materials of Some Ancient Buildings in Armenia," Izvestia Akademii Nawk Armyanskio SSR, Seriva Technichkikh Nawk 17 No.2 61-66 (1964); Russian text; IIC Abstracts V No.3 4836.

E.E. Richards, "Spectrographic Investigation of Some Romano-British Mortaria," Archaeometry 2 21-25 (1959).

H. Seyer, "Ausgrabungen in der Köllner Petrikirche - Ein Beitrag zur Frügeschichte von Berlin," Zeitschrift für Archaeologie 3 No.1 122-140 (1969).

A. Steope, "Investigations on Lime Mortars with Hydraulic Additives," Zement-Kalk-Grips (Wiesbaden) 53 No.1 19-21 (1964).

H.L. Uppal and A. Singh, "Properties of Mortars Obtained from Ancient Buildings in India: Chemical Composition," Journal of Scientific and Industrial Research (New Delhi) 13A 466-470 (1954).

See Also: Brick: Manufacture and Technology.

Mortars: Conservation

S. Gabnai, "Mortars Mixed with Tricosal Used for the Preservation of Historic Monuments," Mümlek Vedelem (Budapest) 7 No.1 36 (1963); IIC Abstracts V No.2 4629; Hungarian text.

P. Haller, "Verfahren zur Entfeuchtung von Mauerwerk in Hochbauten," Schweizerische Bauzeitung 86 No.46 (1968).

ICCROM, Mortars, Cements and Grouts Used in the Conservation of Historic Buildings, ICCROM, Rome (1982). vi + 414pp.

G. Laszlo, "Mortars Used in the Conservation of Ruins," Mümlek Vedelem (Budapest) V No.2 97-100 (1961); IIC Abstracts V No.2 4640; Hungarian text.

M. Mamillan, Pathology of Building Materials, International Center for the Study of the Preservation and the Restoration of Cultural Property, Rome (1971). 53pp.

U. Ocherbauer, "Der Turm von Maria Strassengel, die Restaurierung des gotischen Turmes," Österreichische Zeitschrift für Denkmalpflege 18 14-26 (1964).

J.B. Pelikan, "Action of Salt on the Stone and Mortar of the Charles IV Bridge, Prague," Pamatkova Pece No.5 150-156 (1967); AATA 7 463.

H. Reuther and S. Munkelt, "Silikone als Bauschutzmittel," Die Technik 12 No.10 704-707 (1966).

R. Wihr and G. Steenken, "On the Preservation of Monuments and Works of Art with Silicates," In New York Conference on Stone and Wooden Objects, IIC, London (1970). pp.71-76.

Mortars: General

K. Alberti, Einfluss der chemischen Zusammensetzung des Anmache-wassers auf die Festigkeit von Kalkmörteln, Forschungsbericht des Landes Nordrhein-Westfalen, Nr.711, Westdeutscher Verlag, Köln and Opladen (1959). pp.

Anon., "Lime," Chemistry and Engineering News April 24 (1978). p.10.

M.S. Baxter and A. Walton, "Radiocarbon Dating of Mortars," Nature 225 No.5236 937-938 (1970).

R.S. Boynton, Chemistry and Technology of Lime and Limestone, 2nd Edition, Wiley, New York (1980). xii + 578pp.

R.F. Conley and W.M. Bundy, "Mechanism of Gypsification," Geochimica and Cosmochimica Acta 15 57-72 (1958).

J.I. Davison, "Masonry Mortar," Canadian Building Digest, Ottawa, Canada  (1974).

M. Farnsworth, "Effects of Temperature and Pressure on Gypsum and Anhydrite," Reports of Investigations, Department of the Interior, Bureau of Mines, Serial No.2654, November (1924).

M. Frizot, Mortiers et enduits peints antiques: Étude technique et archéologique, Centre de recherches sur les techniques greco-romaines, Faculté des sciences humaines, Université de Dijon, Secretariat de la Publication, Dijon (1975). 351pp.

J. Harvey, Conservation of Buildings, John Baker, London (1972). 240pp.; see pp.105, 108.

F.T. Hodgson, Mortars, Plasters, Stuccos, Artificial Marbles, Concretes, Portland Cements and Compositions..., F.J. Drake, Chicago, IL (1916). 525pp.

A.T. Krauklis, "A Study of the Compatibility of Brick and Mortar for Maximizing Masonry Bond Strength," In Masonry:  Design and Construction, Problems and Repair, Editors, J.M. Melander and J.R. Lauersdorf, ASTM, Philadelphia, PA (1993). pp.121-144.

N.V.S. Kribbs and B.J. Gee, Lime and Limestone, H.C. Hall, Toronto (1954). pp.

R. Livingston, A. Wolde-Tinsae and A. Chaturbahai, "The Use of Gypsum Mortar in Historic Structures," In Second International Conference on Structural Studies, Repairs and Maintenance of Historical Buildings, Computational Mechanics Institute, Southampton, UK (1991). pp.

E. Szymanski, "The Hardening of Quick-Lime on Hydration," Cement-Vapnogips (Cracow) 19 143-148; IIC Abstracts V-3 4908; Polish text.

P. Vitruvius, Vitruvius: The Ten Books on Architecture, Translated by M.H. Morgan, Dover, New York (1960). 331pp.; see pp.204-214.

B.T. Wright, R.D. Wilkins and G.W. John, "Variables Affecting the Strength of Masonry Mortars," In Masonry:  Design and Construction, Problems and Repair, Editors, J.M. Melander and J.R. Lauersdorf, ASTM, Philadelphia, PA (1993). pp.197-212.

Phase Diagrams

A.M. Alper, Editor, Phase Diagrams: Materials Science and Technology, 5 Vols., Academic Press, New York (1970).

F.D. Ferguson and T.K. Jones, The Phase Rule, Butterworths, London (1966). vii + 112pp.

A. Findlay, The Phase Rule and Its Applications, Ninth Edition, Revised, A.N. Campbell and N.O. Smith, Dover, New York (1951). 494pp.

P. Gordon, Principles of Phase Diagrams in Materials Systems, McGraw-Hill, New York (1968). xiv + 232pp.

A.G. Guy, Essentials of Materials Science, McGraw-Hill, New York (1976). x + 468pp.

E.M. Levin, C.R. Robbins, H.F. McMurdie, and M.K. Reser, Editors, Phase Diagrams for Ceramists, 5 Vols., American Ceramic Society, Columbus, OH (1964-1983).

T. Lyman, Metallography. Structures and Phase Diagrams, American Society for Metals, Metals Park, Ohio (1973). xiv + 465pp .

Plasters: Analysis and History

C. Granquist, "Ornamental Plastering," Historic Preservation 22 No.2 11-16 (1970).

K. Herberts, Wände und Wandbilder, Stähle and Friedel, Stuttgart (1953). 463pp.

E. Lindholm, Kalkmalnigsteknik, P.A. Norstedt and Söners, Stockholm (1969). 114pp.

H.J. McKee, Introduction to Early American Masonry, Stone, Brick, Mortar and Plaster, National Trust, Washington, D.C. (1973). 92pp.

G. Richter, "An Aristogeiton from Baiae," American Journal of Archaeology 74 No.3 296-297 (1970).

See Also: Mortars and Stuccos, Wall Paintings.

Plasters: Conservation

Anon., "Lincoln Cathedral, Interior Cleaning and Decoration," Paint Manufacture 17 642 (1964).

S. Baltoyiannis, "Conservation and Restoration of the Wall Paintings in the Church of the Protothronos, Naxos, Part I, Removal of the Painting," Studies in Conservation 21 No.2 51-62 (1976).

R.A. Kuntze, "The Aging of Gypsum Plaster," Materials Research and Standards 7 No.8 350-353 (1967).

R. Peterman, "Herstellung von Kunstharzgüssen in Gipsformen," Arbeitsblätter für Restauratoren No.2 Group 18 17-21 (1969).

B.R.N. Sharma and K.V. Deore, "A Method for the Preservation of Bulgin `Mural Panel in situ'," In Conservation of Cultural Property in India: Proceedings of the IV Seminar (1969). pp.16-18.

See Also: Mortars and Stuccos, Wall Paintings.

Plasters: General

G.P. Bankart, The Art of the Plasterer: An Account of the Decorative Development of the Craft, Cheifly in England from the XVIth to the XVIIIth Century with Chapters on the Stucco of the Classic Period and of the Italian Renaissance, also on Sgraffito, Pargetting, Scottish, Irish, and Modern Plasterwork, B.T. Batsford, London (1908). xi + 350pp.

A. Builder, Travail du plâtre, C. Beranger, Paris and Liège (1961). 167pp.

C. Chaney and S. Skee, Plaster Mold and Model Making, Van Nostrand Reinhold, New York (1973). 144pp.

E. Dugoniolle, "Considérations sur les endiuts intérieurs - Premiers résultats d'une recherche," Centre Scientifique et Technique pour la Construction - Revue No.6 14-21 (1964).

K.W. Fischer, "Mechanism of Hydration of Hemihydrate Plasters," Wissenschaftliche Zeitschrift der Hochschule für Architektur und Bauwesen (Weimar) 10 No.3 351-371 (1963).

D.A. Hodridge and E.G. Walker, "The Dehydration of Gypsum and the Rehydration of Plaster," Transactions of the British Ceramic Society 66 485-509 (1967).

U. Procacci and L. Guarnieri, Come nasce un affresco, Bonechi, Florence (1975). 63pp.  Reviewed by J. Plesters, Studies in Conservation 23 No.1 45-46 (1978).

U.S. Department of Commerce, Gypsum: Properties, Definitions and Uses, NBS Circular No.108 (1921).

U.S. Department of Commerce, The Technology of the Manufacture of Gypsum Products, NBS Circular No.281 (1926).

Solid State Chemistry

R.A. Alberty and R.J. Silbey, Physical Chemistry, Wiley, New York (1992). xiii + 898pp.

J.C. Brice, "Kinetics of Crystal Growth from a Solution," Journal of Crystal Growth 1 218 (1967).

H.E. Buckley, Crystal Growth, Wiley, New York (1951). xv + 571pp.

C.W. Bunn, Crystals: Their Role in Nature and in Science, Academic Press, New York (1964). viii + 286pp.

C.W. Correns, "Crystal Growth and Dissolution," In Introduction to Mineralogy, Springer-Verlag, New York (1969). Chapter 4.

M.L. Dudon, "The Surface Energy of Several Salts," Journal of the American Chemical Society 45 2658 (1923).

M.H. Gabb and W.E. Latchem, A Handbook of Laboratory Solutions, Chemical Publications, New York (1963). xi + 116pp.

J.J. Gilman, Editor, The Art and Science of Growing Crystals, Wiley, New York (1963). 493pp.

A. Holden and P. Singer, Crystals and Crystal Growing, Doubleday, Garden City, NJ (1960). 320pp.

J.W. Mullin, Crystallization, Second Edition, CRC Press, Cleveland, Ohio (1972). 408pp.

L.H. Van Vlack, Elements of Materials Science and Engineering, 6th Edition, Addison-Wesley, Reading, MA (1989). xxi + 498pp.

A.R. Verma, Crystal Growth and Dislocations, Academic Press, New York (1953). 182pp.

A.R. Verma and O.N. Srivastava, Crystallography for Solid State Physics, Wiley, New York (1982). xiii + 348pp.

A.R. West, Basic solid State Chemistry, Revised Edition, Wiley, New York and Chichester, Sussex, UK (1984). x + 415.

A.C. Zettlemoyer, Editor, Nucleation, M. Dekker, New York (1969). xii + 606pp.

Stuccos

H. Friedel, "Die Farbigkeit der Herrscherfiguren an der Michaelskirche in München," Maltechnik Restauro 1 No.4 42-45 (1972).

E.R. Littman, "Ancient Mesoamerican Mortars, Plasters and Stuccos: Floor Constructions at Uaxactun," American Antiquity 28 100-103 (1962).

Wall Paintings

T.J. Abotomey, "Report on Wat Machimawas-Songkhla," Lithoclastia, No. 2 19-28 (1975); AATA 13-992 (1976).

O.P. Agrawal, "Painting Technique of a Kulu Mural," Studies in Museology (Baroda) 1 22-25 (1965).

O.P. Agrawal, "Care and Conservation of Mural Paintings," SJM Bi-Annual Research Journal I & II, 71-89 (1970-1971); AATA 9-238 (1972).

O.P. Agrawal and S.P. Singh, "Moisture and Wall Paintings. A Study (Part I)," Conservation of Cultural Property 8 53-56 (1975); AATA 15-503 (1978).

O.P.Agrawal and S.P. Singh, "Moisture and Wall Painting. A Study (Part II)," Conservation of Cultural Property in India 9 65-67 (1976); AATA 15-1419 (1978).

O.P. Agrawal, K.K. Jain, "Problems of Conservation of Wall Paintings in India," In International Symposium on the Conservation and Restoration of Cultural Property, Tokyo, Tokyo National Restoration Institute of Cultural Properties, Tokyo (1984). pp.31-40.

G. Alessandrini, M. Bassi, G. Dassu, and G. Sala, "Suggestions for the Restoration of Paleo-Christian Frescoes in Pantheon of S. Maria in Stelle, Verona," Conservazione dei Monumenti, 219-224 (1976); AATA 15-505.

E. Alonso, M. Diaz Padron, C. Saenz De La Calzada, and J. Alfonso Y Cuni, "The Mural Paintings of the Monastery of Valbuena (Valladolid)," Informes y trabajos, No. 4 13-24 (1965); AATA 9-714 (1972).

Anon., "Technological Problems in the Conservation of Wall Paintings," Biblioteka Muzealnictwa, B, 11, (1965), 382pp. In Polish with French summary; AATA 6 E3-8 (1966).

Anon., "Scientific Preservation and Restoration of Art," Chemistry, 47, No. 4, 22-23 (1974); AATA 11-606 (1974).

R.S. Argumedo, "Mural Painting on Adobe Walls During Peruvian Colonial Times: Its Restoration and Conservation," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp.75-79.

A. Arnold, A. Küng, and K. Zehnder, "Deterioration and Preservation of Carolingian and Medieval Mural Paintings in the Müstair Convent (Switzerland)," In Case Studies in the Conservation of Stone and Wall Paintings IIC, London (1986). pp.190-194.

K.C. Aryan and T.R. Gairola, "Technical Notes (On the Technique of Mural Paintings of India)," Marg (Bombay) 17 No.3 15-16 (1964).

K.N. Bakuradze and G.D. Cheishoyli, "Restoration of Ancient Monumental Painting in Cult Buildings," In ICOM Committee for Conservation, 4th Triennial Meeting, Venice, 75/1/9/1-6 (1975).

C. Baldwin, "Shahn's Bronx P.O. Murals: The Perils of Public Art," Art in America 66, No. 3 15-19 (1977); AATA 15-513 (1978).

S. Baltoyiannis, "Conservation and Restoration of the Wall Paintings in the Church of the Protothronos, Naxos. Part I, Removal of the Painting," Studies in Conservation 21 No. 2 51-62 (1976); AATA 14-247.

F. Bandini, G. Botticelli, C. Danti, M. Matteini, and A. Moles, "The Restoration of Domenico Ghirlandaio's Frescoes in the Cappella Maggiore of S. Maria Novella in Florence: Problems, Practical Work, Results," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp.186-189.

Z. Barov, "Conservation of a Hellenistic Wall Painting in Thrace," The J. Paul Getty Museum Journal 5 145-148 (1977); AATA 15-1428 (1978).

C. Bassier, "A Method for the Conservation of Ancient Frescoes," Arbeitsblätter für Restauratoren No. 1, Group 7, 61-69 (1975); AATA 14-248 (1977).

C. Bassier, "Evolution of Salvage and Conservation Techniques for Mural Paintings," In ICOM Committee for Conservation, 4th Triennial Meeting, Venice, 75/1/2/1-12 (1975); AATA 13-999 (1976).

E. Berger, Beiträge zur Entwicklungs-Geschichte der Maltechnik, 5 vols., Georg D.W. Callwey, Munchen (1909).  

H.C. Bhardwaj, "Some Observations on the Conservation of Murals," In Conservation of Cultural Property in India, Conservation Laboratory, National Museum, New Delhi, India (1966). pp.37-46; AATA 6 E3-63 (1967).

H.C. Bhardwaj, "Examination of Painted Stuccos from Mughal Monuments at Agra," In Conservation in the Tropics, O.P. Agrawal, Editor, IIC, Rome (1974). pp.30-33; AATA 12-346 (1975).

J. Blazej, "Wall Paintings in the Monastery at Slovanech," Umeni, 14, No. 2 151-7 (1966); AATA 12-972 (1975).

L. Bohring, "The Restoration of the Murals in the Nave of St. Vitus Church in Stuttgart Muehlhausen," Maltechnik/Restauro 81 No. 2 70-74 (1975); AATA 12-972 (1975).

E. Borsook, The Mural Painters of Tuscany, 2nd Revised and Enlarged Edition, Clarendon Press, Oxford, and Oxford University Press, New York (1980). lvi + 158pp.

Z. Bradke, "Preservation and Technological Studies of a Gothic Wall Painting in Wroclow," Zesz. Nauk. Akad. Sztuk Pieknych Krakowie 10, 46-61 (1977). In Polish; AATA 16-592 (1979).

P. Brambilla Barcilon, and M. Tardani, "Techniques of Restoration of Mural Paintings," Materie Plastiche 34 No. 12 1385-1393 (1968); AATA 8-220 (1979-71).

C. Brandi, "Sugli intonaci del Partenone," Bolletino della Istituto Centrale Restauro 5-6 3 (1951).

Z. Brochwicz and D.M. Walkova, "The Structure of the 17th Century Mural Paintings in the St. George Orthodox Church at Wliko Trunowo (Bulgaria)," Ochrona Zabytkow 25 No. 3 143-159 (1972); AATA 11-185 (1974).

N.S. Bromelle, and P. Smith, Editors, Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). 202pp.

D.E. Bryacin, "Some Experiments on Strengthening of Ancient Wall Painting Supports with Lime Casein Solution," In ICOM Committee for Conservation, Venice Volume I (1975). 75/1/12/1-9.

P. Burman, Editor, Conservation of Wall Paintings, The Council, London (1986). 84pp.

V.P. Buryi, "Field Restoration Works 1972-1973 in Afganistan," In ICOM Committee for Conservation, Venice, 75/1/11/1-9 (1975); AATA 13-1005 (1976).

M.T.S. Cabral, "Treatment of the Ceiling and Walls of the Chapel," Alcobaciana, 1, 65-68 (1974). In Portuguese; AATA 13-1008 (1976).

D. Camuffo, "Wall Temperature and the Soiling of Murals," Museum Management and Curatorship 10 373-383 (December 1991).

N.M. Castillo, "Salvage of the Mural Paintings of the Santa Maria de Xalapa del Marquez Convent, Oaxaca," Boletin del Istituto Nacionál de Antropología e Historia, No.4, 4-5 (1962). In Spanish. Cited AATA 7-847 (1968).

S. Cather and H. Howard, "The Use of Wax and Wax-Resin Preservatives on English Medieval Wall Paintings: Rationale and Consequences," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp.48-53.

C. Cennini, The Craftsman's Handbook, Trans. D.V. Thompson, Jr., Dover, New York (1954). xxvii + 142pp.

Central Council for the Care of Churches, The Conservation of English Wall Paintings, Aberdeen Press, London (1959). 18pp.  

J. Clarke, "Two Aboriginal Rock Art Pigments from Western Australia: Their Properties, Use, and Durability," Studies in Conservation 21 No.3 134-142 (1976).

G.F. Colabich, A. Prosdocimi, and G. Saccomani, "Recent Work of Restoration in the Scrovegni Chapel," Padua, Edizione del Bollettino del Museo Civico di Padova (1964). 96pp. In Italian.

Conservation of Mural Paintings in Different Countries: Report on the General Situation, International Centre for the Study of the Preservation and Restoration of Cultural Property, Rome (1960). 23pp.  

A.K. Coomaraswamy, "The Technique and Theory of Indian Painting," Technical Studies in the Field of the Fine Arts III, 59ff (1934).

M. Cordaro and V. Fassina, " The Wall Paintings by Andrea Mantegna in the 'Camera degli Sposi': First Results of the Cleaning and the Preliminary Scientific Investigation," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp. 80-85.

P. Couchat and J. Marcesse, "The Neutron Method for the Measurement of Humidity. Possibilities of Applications to the Problems of Conservation of Works of Art," Application of Nuclear Methods in the Field of Works of Art 593-601 (1976).

A. Cox, "Completing and Restoring the Capitol Frescoes," Museum News 39 No. 5 14-19; No. 6 26-29 (1961).

K. Dabrowski, "Conservation of Mural Paintings in Poland," Pamatkova Pece, 202-212 (1964). In Polish.

K. Dabrowski, "Experiences in Conservation Techniques and Methods of Wall Paintings at the Conservation Workshops for Historic Monuments," Biblioteka Muzealnictwa, B, 11, 184-190 (1965). French summary.

S. Delbourgo, "Fresco Technique From Cennino Cennini to Botticelli. Physico-Chemical Study," Annales du Laboratoire de Recherche des Musees de France 4-15 (1972). In French.

O. Demus, Romanesque Mural Painting, translated by M. Whittall, Abrams, New York (1970). 654pp.  

E. Denninger, "What is 'Bianco di San Giovanni' of Cennino Cennini?" Studies in Conservation 19 No. 3 185-187 (1974).

E. Denninger, "Experiments on the Consolidation of Mural Paintings," Maltechnik 62 65-68 (1956). In German.

M. Diaz Padron, "Restoration of Mural Paintings," Informes y Trabajos del ICCR, No. 7 43-46 (1968). Cited AATA 9-722 (1972).

P. Di Maggio, "Dipinti murali a Napoli tra seicento e settecento:  note sulla tecnica e sue restauri," Bolletino d'Arte 76 119-136 (March/April 1991).

M. Doerner, The Materials of the artist and Their Use in Painting with Notes on the Techniques of the Old Masters, Revised Edition, E. Neuhaus, Translator, Harcourt, Brace Jovanovich, San Diego, CA (1984). xvi + 435pp. 

W. Domaslowski, and M. Zdzitowiecka, "Problems of the Conservation of Wall Paintings and Their Brick Support in the St. John's Church in Gniezno," Ochrona Zabytkow (Warsaw) 18 No. 1 30-44 (1965). In Polish with French summary.

P. Duell and R.J. Gettens, "A Method of Painting in Classical Times," Technical Studies 9 No.2 75-105 (1940).

P. Duell and R.J. Gettens, "A Review of the Problem of Aegean Wall Painting," Technical Studies 10 No.4 179-223 (1942).  

D. Dwyer, "The Conservation of an Early American Wall Painting In Situ," Bulletin AIC 14 No. 2 105-114 (1974). Cited AATA 11-616 (1974).

M.R. Eastham, "Conservation of the Carewe-Pole Monument," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp.170-173.

C. Eastlake, Methods and Materials of Painting of the Great Schools, 2 vols., Dover, New York (1960 reprint of original 1847 Edition); see Vol.1, Chap.6.  

A. Eibner, Entwicklung und Werkstoffe der Wandmalerei vom Alterum bis zur Neuzeit, Sandig Reprint Verlag, Vadiez, Liechtenstein (1984 reprint of 1926 original). xvi + 618pp .  

A. Eibner, "Zum gegenwärtigen Stand der mikroskopisch-chemischen Untersuchung von Wand- und Tafelgemälden," Mouseion 13/14 70 (1931).

O. Emmenegger, "Deterioration and Preservation of Carolingian and Medieval Mural Paintings in the Müstair Convent (Switzerland). Part III: Techniques and Materials Used and Past Restorations," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp.197-199.

F. Enoud, "The Palais des Papes' Frescoes in Avingnon," Les Monuments Historiques de la France (Paris), 17, No. 2-3 1-139 (1971). In French. Cited AATA 9-723 (1972).

V.V. Filatov, The Use of Physical Research Methods for Investigations of Monumental Paintings," Soobshcheniya WCNILKR, 24-25, 50-58 (1969). In Russian. Cited AATA 8-1833 (1970-71).

V.V. Filatov, "On the Restoration of Gotlib Welte's Murals," Soobshcheniya, 26 177-186 (1970). Cited in AATA 9-245 (1972).

V.V Filatov, and V.N. Bobkov, "Recent Research of Church Painting of 1408 in the Cathedral of the Assumption at Vladmir in Ultra-Violet Rays," In ICOM Committee for Conservation, 5th triennial Meeting, Zagreb, (1978). 78/15/11/1-8. Cited AATA 16-613 (1979).

V.V. Filatov, A.V. Ivanova, and O.V. Leleckova, "Choice of Materials and Methods Used for Stabilization of a Mural Painting in the Mausoleum Ghur-Emir," Soobshcheniya WCNILKR, No. 21 42-55 (1968). In Russian with English summary. Cited AATA 8-221 (1970-1971).

G. Forti, Editor, Antiche ricette di pittura murale: affresco, stareocromia. calce, tempera, olio, encausto San Marco, Venezia (1984). 296pp.

J. Furdyna, "The Conservation of Wall Paintings in the Church of St. Nicholas in Bejsce," Ochrona Zabytkow 18 No. 4 47-57 (1956). In Polish. Cited AATA 6 E3-35 (1966).

L.P. Gagen, T.V. Kovalenko, E.P. Mel'nikova, and Y.Y. Nachinkina, "Restoration of Encaustic Monumental Painting and Murals with Wax Coatings," In ICOM Committee for Conservation, 5th Triennial Meeting, Zagreb (1978). 78/15/14/1-4. Cited AATA 16-616 (1979).

T.R. Gairola, "Preservation of a Miniature and a Wall Painting," Ancient India, No. 16 85-88 (1960).

T.R. Gairola, "Preservation of the Wall Paintings from the Rang Mahal, Chamba," Conservation of Cultural Property in India, Conservation Laboratory, National Museum, New Delhi, India, (1966). pp.20-28. Cited AATA 6 E3-67 (1967).

G. Gargani, "Fungus Contamination of Florence Art Masterpieces Before and After  the 1966 Disaster," In Biodeterioration of Materials, Microbiological and Allied Aspects, Elsevier, New York (1968). pp.253-257. Cited AATA 11-627 (1974).

N. Gerasimova, E. Melnikova, E. Sheynina, and M. Vinokurova, "New Ways of Using Poly(butyl methacrylate) as a Consolidating Agent," Reports of the State Hermitage Museum, XL 90-91 (1975). In Russian. Cited AATA 13-1017 (1976).

R.J. Gettens, "The Materials in the Wall Paintings of Bameyari, Afghanistan," Technical Studies Field Fine Arts 6 186-193 (1937/1938).

R.J. Gettens, "The Materials in the Wall Paintings from Kizil in Chinese Turkestan," Technical Studies Field Fine Arts 6 281-294 (1937/1938).

R.J. Gettens, "A Review of the Problem of Aegean Wall Painting," Technical Studies 10, no. 4 143-153 (1942).  

R.J. Gettens and G.L. Stout, "A Monument of Byzantine Wall Painting - The Method of Construction," Studies in Conservation 3 107-119 (1958).

R.J. Gettens and G.L. Stout, Painting Materials: A Short Encyclopaedia, New Edition, Dover, New York (1966). x + 333pp.

Getty Conservation Institute, The Conservation of Wall Paintings: Proceedings of a Symposium Organized by the Courtald Institute of Art and the Getty Conservation Institute, London July 13-16, 1987 Getty Trust Publications, Santa Monica (1991). 148pp.

C. Giacobini, "Problems of Microbiology in Mural Paintings," Bolletino Istituto Centrale di Restauro 83-103 (1965). In Italian. 

J.E. Gil, "Determination of Reasons for the Deterioration of a 15th-Century Wall Painting in the Old Augustinian Gallery in Krakow," Zeszyty Naukowe Akademie Sztuk Pieknuch Krakowie, 10 62-66 (1977). In Polish. Cited AATA 16-619 (1979).

I.N. Gilgendorf, "Revealing Invisible Mural Inscriptions by Means of UV and IR Rays," Soobshchenija WCNILKR No. 29 12-22 (1975). Cited AATA 12-988 (1975).

I.N. Gilgendorf, "The New Method of the Ancient Frescoes Research by Roentgenoemissiography," ICOM Committe for Conservation, 5th Triennial Meeting, Zagreb, 1978, 78/1/9/1-6. Cited AATA 16-621 (1979).

W. Glaise, "The Restoration of Romanesque Wall and Ceiling Paintings in the Chapter Hall of the Early Benedictine Abbey of Brauweiler," Jahrbuch der Rheinischen Demkmalpflege (Düsseldorf), 24, 31-38 (1962). In German.

P. Glum, "Meditations on a Black Sun: Speculations in Illusionist Tendencies in T'ang Painting Based on Chemical Changes in Pigments," Artibus Asiae 37 Nos.(1/2). 53-60 (1975). 

V.B. Grekova, "The Restoration of the Murals in the Redeemer Church in Kovalevo, (Results of the First Year of Work)," Drevnerusskoe iskusstvo. Khudozhestvennaya kul'tura Novgoroda, (Old Russian Art. Artistic culture of Novgorod), 335-346 (1968). In Polish.

H. Grzesikova, "The Conservation of Wall Paintings in the Cloister of the Franciscan Monastery in Pyzdry, District Wrzesnia," Ochroma Zabytkow, 15, No. 4 58-69 (1962). In Polish.

H. Grzesikova, "Excessive Humidity of Buildings-Destructive Element of Wall Paintings," Biblioteka Muzealnictwa, B, 11, 156-64 (1965). French summary. Cited AATA 6 E1-87 (1967).

G. Hale, The Technique of Fresco Painting, Dover, New York (1966). 69pp.  

N.E. Harris and L.J. Majewski, "The Examination and Treatment of a Fresco Fragment from Teotihuacan," Bulletin of the American Institute for Conservation 13 No.2 105-113 (1973).

N. Heaton, "The Mural Paintings of Knossos - An Investigation into the Method of Their Production," Journal of the Royal Society of Arts 58 206-212 (1910).

N. Heaton, "On the Nature and Methods of Execution of Specimens of Painted Plasters from the Palace of Tiryns," Tiryns (Athens) 2 212-216 (1912).

N. Heaton, Papers of the Society of Mural Decorators and Painters in Tempera, Vol.2, London (1925). 130 pp.  

B. Heller, "The Conservation of Diego Rivera's Detroit Industry Fresco Cycle," Preprints of AIC Annual Meeting, New Orleans, AIC, Washington, D.C. (1988). pp.85-98. 

H. Hodges, Neolithic Wall Paintings: Problems of Conservation, IIC, London (1964). pp.  

J. Horky, "A Modification of the 'Strappo Method' for the Removal of Overpainting from Wall Paintings," Arbeitsblätter für Restauratoren, 4 No. 1 32-34 (1971). In German. Cited AATA 8-1849 (1970-71).

J. Horky, "Restoration of Wall Paintings in a Small Chapel Near Fribourg," In Case Studies in the Conservation of Stone and Wall Paintings, N.S. Brommelle and P. Smith, Editors, IIC, London (1986). pp.44-45.

C. Hot, "Conservation of Wall Paintings of Mughal Gate Virat Nagar," Conservation of Cultural Property, VIII, 50-52 (1975). Cited AATA 15-547 (1978).

J. Illes, "The Techniques of Fresco and the Restoration of Murals," Preservation of Museum Works of Art 3, M. Jaro, Editor, Institute of Conservation and Methodology of Museums, Budapest, Hungary (1976). pp.7-11. In Hungarian with summaries in English and German. Cited AATA 15-549 (1978).

I. Istudor, "An Example of Color Change in a Mural Painting at Voronet," Revista Muzeelor, Bukarest 2 No.1 65-66 (1965).

H. Jedrzedjeweska, "Problems in the Conservation of Wall Paintings from Archaeological Excavations," Biblioteka Muzealnictwa B 11 237-254 (1965). French summary. Cited AATA 7-851 (1968).

H. Jedrzejeweska, "The Conservation of Two Wall Paintings from Faras," Biultyn Muzeum Narodowego w Warszawie Warsaw 9 217-261 (1965).

H. Jedrzedjewska. "The Conservation of Wall Paintings from Faras," Bulletin du Musee National de Varsowie 7 No.3 81-89 (1966). Cited AATA 6 E3-113 (1967).

H. Jedrzejewska, "The Conservation of the Painting from a Niche from the Chapel in Faras," Rocznik Muzeum Norodowego w Warszawie, Warsaw 14 431-457 (1970). In Polish. Cited AATA 8-1364 (1970-71).

L.P. Kalenitchenko, and O.F. Plyuskh, "Mural Research Methods and Scientific Documentation Records," Soobshcheniya 26 194-201 (1970). Cited AATA 9-230 (1972).

M. Kambarov, A. Abdurazakov, and M. Askarov, "Study and Stabilization of the Wall Frescoes of 'Afradiaba'," Deposited Doc., VINITI 1096-1076 (1976). In Russian. Avail. VINITI. Cited AATA 16-637 (1979).

M. Kerber, M. Koller, and F. Mairinger, "Studies of Blue-green Alterations in Austrian Medieval Wall-paintings," ICOM Committee for Conservation, Madrid, (1972). 72/5/12/1-6.  

V. Kiljunen, "The Conservation of Wall Paintings in Finnish Medieval Churches," Med. Kon. 3 29-39 (1966). English summary. Cited AATA 7-853 (1968).

H. Kisky, "The Gothic Wall Paintings in the Church of Marienhagen," Jahrbuch der Rheinischen Denkmalpflege (Düsseldorf) 24 51-74 (1962). In German.

G.A. Koshelenko and L.A. Lelekov, The Murals from Mansur Depe (Field Investigations), Cited AATA 9-252 (1972).

P.L. Kostrov and I.L. Nogid, "Removal of Salts from Ancient Middle Asian Paintings by Means of Electrodialysis," Studies in Conservation 10 No. 3 83-90 (1965). Cited AATA 6 E3-21 (1966).

R. Koslowski, "The Study and Conservation of a Fresco from the Beginning of the Renaissance and its Strange Reconstruction at the Chateau at Wawel," Biblioteka Muzealnictwa B 11 259-271 (1965). French summary. Cited AATA 6 E3-75 (1967).

D.S. Kuricyna, "Fungi Which Destroy Old Russian Wall Paintings and Their Control," Vestnik Moskovskogo Universiteta. Biolohija, Pochvovedenie No.4 31-41 (1968). In Russian. Cited AATA 9-735 (1972).

W. Kurpik, "Further Work of Uncovering the Murals and Inscriptions in the Orthodox Church in Posada Rybotycka," Materialy Muzeum Budownictwa Ludowego w Sanoku No.7 53-56 (1968). Cited AATA 8-856 (1970-71).

B.B. Lal, "The Technique of the Paintings at Sitabhinji," Artibus Asiae 14 No.1/2 14-15 (1951). Cited AATA 8-877 (1970-71).

B.B. Lal, "Indian Paintings: Their Techniques, Composition and Preservation," Conservation of Cultural Property in India, Conservation Laboratory, National Museum, New Delhi, India (1966). pp.29-36. Cited AATA 6 E3-78 (1967).

B.B. Lal, "Some Conservation Problems in Kathmanu, Nepal, With Special Reference to the Preservation of Bhaktapur Murals," In Conservation of Cultural Property in India, (1969). pp. Cited AATA 8-1369 (1970-71).

B.B Lal, "Indian Murals: Techniques and Conservation," In Conservation in the Tropics, O.P. Agrawal, Editor, IIC, Rome (1974). pp.1-19.

B.B. Lal, "Preservation of Mural Paintings," Archaeological Survey of India, New Delhi. Ancient India No.22-1966 83-101 (1974). Cited AATA 13-372 (1976).

K. Laurencic, "Preserving Sudan's Mural Paintings," The Middle East, No. 36 83-85 (1977). Cited AATA 15-567 (1978).

M. Lefevre, "La Maladie Verte de Lascaux," Studies in Conservation 19 No. 3 126-156 (1974).

M. Lefevre and G.S. Laporte, "The Maladie Verte of Lascaux - Diagnosis and Treatment," Studies in Speleology 2 (Part L) 35-44 (July 1969).

I. Lente, "Artistic Problems Concerning Mural Restoration," In Preservation of Museum Works of Art 3, J. Marta, Editor, Institute of Conservation and Methodology of Museums, Budapest, Hungary, (1976). pp.12-27. In Hungarian with summaries in English and German. Cited AATA 15-570 (1978).

S. Liberti, G. Rossi, and M. Santini, "A New Electrophysical Procedure for Removal of Incrustations from the Surface of Mural Paintings," Istituto Centrale di Restauro, Boll. 81-82 (1965). In Italian. Cited AATA 6 E3-88 (1967).

J. Lodewijks, "Conservation of a Wall Painting from the Middle Ages in Zutphen (Holland)," Arbeitsblätter für Restauratoren No.2 Group 7 11-15 (1968). In German. Cited AATA 8-1370 (1970-71).

E. Lorch, "The Restoration of the St. Anna Church in Haigerloch," Maltechnik/Restauro 81 No.2 82-84 (1975). In German. Cited AATA 12-1016 (1975).

F. Mairinger, and M. Schreiner, "Deterioration and Preservation of Carolingian and Medieval Mural Paintings in the Müstair Convent (Switzerland). Part II: Materials and Rendering of the Carolingian Wall Paintings," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp.195-196.

L.J. Majewski, "The Conservation of a Byzantine Fresco Discovered at Etyemez, Istanbul," Dumbarton Oaks Papers No.14  219-222 (1960).  

L.J. Majewski, "The Conservation of Wall Paintings in Archaeological Excavations," In Preservation and Reproduction of Clay Tablets and the Conservation of Wall Paintings, Colt Archaeological Institute Monograph Series, 3, Bernard Quaritch Ltd., London (1966). pp.24-35. Cited AATA 6 E3-58 (1967).

L.J. Majewski, "Interim Report on an Investigation of Processes of Disintegration of Frescoes," In Application of Science in Examination of Works of Art, William J. Young, Editor, Museum of Fine Arts, Boston (1973). pp. 182-186.

V. Malaguzzi-Valerj, "Ancient Fresco Technique in the Light of Scientific Examination," In Application of Science in Examination of Works of Art, William J. Young, Editor, Museum of Fine Arts, Boston (1973). pp. 164-169.

M. Malanek, "Search for the Oldest Plasters and Wall-Paintings in Cistercian Churches in South-East Poland," Ochrona Zabytkow 17 No.2 50-62 (1964).

H. Mankowska-Markowska, "The Preservation of Wall Paintings in the Palace at Gultowy," Ochrona Zabytkow, 30, Nos. 1-2 61-66 (1977). In Polish. Cited AATA 15-1475 (1978).

G. Massari, and P. Mora, "Dampness and the Preservation of Mural Paintings," London Conference on Museum Climatology, IIC, London (1967). pp.191-199. Cited AATA 15-1475.

M. Matteini, and A. Moles, "Barium Aluminates for the Consolidation of Mural Paintings," In ICOM Committee for Conservation, 5th Triennial Meeting, Zagreb, (1978). 78/15/5/1-10. Cited AATA 16-660 (1979).

M. Matteini, A. Moles, and P. Tiano, "Infrared Colour Films as an Auxilliary Tool for the Investigation of Paintings," In ICOM Committee for Conservation, 5th Triennial Meeting, Zagreb, Preprints (1978). 78/1/3.

R. Mayer, The Artist's Handbook, 5th Revised and Updated Edition, Viking, New York (1991). xv + 761pp.  

Z. Medwecka, "Methods Used in the Conservation of Wall Paintings," Wiadomosci konserwatorskie (Conservation News), No.5 27-32 (1958).   

V.R. Mehra, "On Masada and the Restoration of its Mural Paintings," Museum Bulletin 22 (Technical Issue) 43-54 (1970). Cited AATA 10-752 (1973).

M. Meiss, The Great Age of Fresco: Discoveries, Recoveries and Survivals, Georg Braziller with the Metropolitan Museum of Art, New York (1970). 251pp.  

M.P. Merrifield, The Art of Fresco Painting, C. Gilpin, London (1846). lvi + 134pp.

G.E. Miller, N.J. Lee, and D.R. Ellam, "Remounting and Conservation of Archaeological Wall Paintings at the British Museum," In Recent Advances in the Conservation and Analysis of Artifacts, J. Black, Editor, University of London, Summer Schools Press, London (1987). pp.289-295.  

F. Moeller-Skjold and E. Schmidt, "Zur Technik Prömischer Wandmalereien," Zeitung der Maltechnik 58 12-15 (1942).

P. Mora, "Causes of Deterioration of Mural Paintings," International Center for Conservation, Rome (1974). 74pp. Cited AATA 12-1024 (1975).

P. Mora, "Causes of Deterioration of Mural Paintings," Revista Muzeelor si Monumentelor, No. 1 85-89 (1975). In Romanian with French summary. Cited AATA 13-384 (1976).

P. Mora, "Some Observations on Mural Painting," Recent Advances in Conservation, IIC, London (1963). pp.123-124. Cited AATA 15-1481 (1978).

P. Mora, L. Mora, and P. Philippot, Conservation of Wall Paintings, Butterworths, London and Boston, MA (1984). xv + 494pp.

D. Moraru, "New Methods of Protection from Humidity and Conservation of Wall Paintings with Regard to the Problems of the Boyana Curch," Museums and Monuments 13 No.4 37-44 (1973). In Russian with French and German summaries. Cited AATA 12-392 (1975).

F. Mueller-Skjold, "The Technique of Mural Paintings in Indian Cave Temples," Maltechnik 64 21 (1958). In German.

W.S Na, "Thailand: Conservation of Mural Paintings," Conservation of Cultural Property in India, VIII 30-32 (1975). Cited AATA 15-583 (1978).

J.C. Nagpall, "Analyse einiger Materialen von Wandmalerein aus der Moghid-Periode," Science and Culture, Calcutta 30 122-125 (1964).

A.P. Nekrasov, and L.P. Balygina, "Problems of Preservation of Murals of Andrei Rublev in the Assumption Cathedral at Vladmir," In ICOM Committee for Conservation, 5th Triennial Meeting, Zagreb  (1978). 78/15/10/1-8. Cited AATA 16-670 (1970).

P.I. Neradovsky, "The Restoration of Ancient Mural Paintings in Holy Trinity Cathedral, Troize-Sergies Monastery," Mineralisches Rohstoffe als Kulturhistorische Informationsquelle 220-233 (1978). In German. Cited AATA 7-389 (1980).

H. Newesely, and R. Meldau, "Manganese Lumps - Paintings Pins of the Cave Paintings of the Paleolithic," Mineralische Rohstoffe als Kulturhistorische Informationsquelle 220-233 (1978). In German. Cited AATA 17-558 (1980).

M. Orthwein, "Conservation Related to Wall Paintings in the Wilanov Palace," Biblioteka Muzealnictwa, B, 11 276-82 (1965). French summary. Cited AATA 6 E3-81 (1967).

S. Paramasivan, "Die Wandgemälde in den Bagh-Höhlen: Eine Untersuchung der Methoden," Proceedings of the Indian Academy of Science Section 10A 85-95 (1939).

D. Park, and D. Perry, "Rochester Cathedral: Conservation of the Crypt Vault Paintings," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp.182-185.

O. Pechova, "Some Questions of the Inpainting of Murals," Problems of the Completion of Art Objects, (1979). pp.177-182. In French. Cited AATA 16-676 (1979).

F. Petr, "Restoration of Murals," Zpravy Pamatkove Pece (Prague) 17 105-107 (1957). In Czech.

P. Philippot, "Restoration: Philosophy, Criteria, Guidelines," In Preservation and Conservation: Principles and Practices, S. Timmons, Editor, Preservation Press, Washington, D.C. (1976). pp.367-382.  

P. Philippot, Die Wandmalerei: Entwicklung, Technik, Eigenart, A. Schroll, Vienna and Munich (1972). 163pp.  

P. Philippot and P. Mora, Technique et conservation des peintures murales, Centre International d'Études pour la Conservation des Biens Culturels et Comité de l'ICOM pour les Laboratoires de Musée (1965).  

P. Philippot, and P. Mora, "The Conservation of Wall Paintings," The Conservation of Cultural Property, UNESCO 169-190 (1968). Cited AATA 15-1487 (1978).

W. Pinardi, "A Pictorial Restoration," Arte Cristiana 53 281-6 (1965). In Italian. Cited AATA 7-390 (1968).

A. Pinter, "Restoration of the Mural of the Roman Catholic Church of Gyoengyoespatak," Mueemlekvedelem 22 No. 1 67-71 (1978). In Hungarian with English summary. Cited AATA 16-681 (1979).

A. Pinter, "The History of Restoration of Murals in Hungary," Problems of the Completion of Art Objects, 2nd International Restorer Seminar, 146-176 (1979). Cited AATA 16-681 (1979).

A. Pinter, and I. Lente, "Preventing Damage to Wall Paintings," Mueemlekvedelem, 21 No. 3 198-200 (1977). In Hungarian. Cited AATA 15-584 (1978).

F. Pique, L. Dei and E. Ferroni, "Physicochemical Aspects of the Deliquescence of Calcium Nitrate and its Implications for Wall Painting Conservation," Studies in Conservation 37 217-27 (November 1992).

M. Pirnat, "Detachment and Conservation of Coptic Frescoes in Egyptian and Sudanese Nubia," Varstove spomenikov 9 104-20 (1962-64). Cited AATA 7-391 (1968).

Pliny the Elder, Historia Naturalis, Translated by H. Rackham, Loeb Classical Library, vols. IX and X, Harvard University, Cambridge, MA (1958-66).  

T. Pogonat, "The Restoration of the Mural Paintings in the Pareklesion of the Monastery in Bistrita-Neamt District," Monumente Istorice Si De Arta 45 No. 1 86-89 (1976). In Romanian. Cited AATA 16-683 (1979).

E. Pohl, "Technical Examination of Wall Paintings at Pangrc Grm," Varstvo Spomenikov 10 103-109 (1965). Cited AATA 7-361 (1968).

P. Pracher, "The Conservation of the Frescoes in the Cupola of a Baroque Church in Würzburg," Maltechnik/Restauro 81 No. 2 75-81 (1975). In German. Cited AATA 12-1033 (1975).

U. Procacci, Sinopie e affreschi, Electa editrice, Milan (1961). 271pp.  

U. Procacci, and L. Guarnieri, How a Fresco is Born, Bonechi, Florence (1975). 63pp. In Italian. Cited AATA 15-1489 (1978).

G. Putti, and V. Zamboni, "Methods of Study and Working Techniques in the Restoration of Mural Paintings," Problemi di Conservazione 283-304 (1973). In Italian. Cited AATA 10-756 (1973).

F. Rady, "The Decanal Church at Visegrád: Discovery and Removal of the Eleventh Century Frescoes," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp.101-104.

J. Riederer, "Pigments and Techniques of the Early Medieval Wall Paintings of Eastern Turkistan," Veröffentl. des Museum für Indische Kunst 4 353-423 (1977).

H. Rosch and H.J. Schwartz, "Damage to Frescoes Caused by Sulphate-bearing Salts:  Where Does the Sulphur Come from?" Studies in Conservation 38 224-230 (November 1993).

J. Roth, "The Separation of Two Layers of Ancient Chinese Wall Painting," Artibus Asiae 15 No.1-2 145-150 (1952). Cited AATA 16-1518 (1979).

A. Rozanski, "Conservation of Wall Paintings of `Great Christopher' at the City Hall, Gdansk," Biblioteka Muzealnictwa B 11 295-7 (1965). French summary. Cited AATA 6 E3-83 (1967).

R. Samanez Argumedo, "Mural Painting on Adobe Walls during Peruvian Colonial Times - its Restoration and Conservation,” In Case Studies in the Conservation of Stone and Wall Paintings: Preprints of the Contributions to the Bologna Congress, 21-26 September 1986, N.S. Brommelle and P. Smith, Editors, IIC, London (1986). pp.75-79. 


R.L.M. St. Hubert, Art of Fresco Painting: Pure Technique and Actual Renaissance, F.F. Sherman, New York (1924). 75pp. 

M. Sarradet, "The Conservation of Works of Art in Subterranean Caves and Galleries," Arbeitsblätter für Restauratoren, No. 2 Group 7 53-60 (1974). In German. Cited AATA 14-308 (1977).

M. Savko, "The Restoration of a Mural Painting of the Erpekomos Church Transferred to the Open-Air Musum at Bokrijk," Inst. Roy. Patrimoine Artistique, Bull. (Brussels) 9 196-205 (1966). In French. Cited AATA 8-1378 (1970-71).

M. Savko, "The Mural Paintings in the Church of Saint-Huibrechts-Hern. Treatment and Tentative Identification," Inst. Roy. Patrimoine Artistique, Bull. (Brussels) 13 91-130 (1970-71). In French. Cited AATA 11-225 (1974).

E.V. Sayre, "Investigation of Italian Frescoes, their Materials, Deterioration, and Treatment," In Application of Science in Examination of Works of Art, William J. Young, Editor, Museum of Fine Arts, Boston (1973). pp.176-181.

E.V. Sayre and L.J. Majewski, "Studies for the Preservation of the Frescoes by Giotto in the Scrovegni Chapel at Padua, II. Technical Investigation of the Deterioration of Paintings," Studies in Conservation 8 No.2 42-54 (1963).

J. Schmuderer, "The Consolidation of Wall Paintings," Deutsche Kunst und Denkmalpflege 1 51-52 (1953). In German.

M. Schuster-Gawlwska, "Analyses of the Reaction of Polyvinyl Acetate in Wall Paintings Subjected to Conservation Treatment," Biblioteka Muzealnictwa B 11 191-204 (1965). Cited AATA 6 E3-68 (1967).

P.M. Schwartzbaum, W.N. Songkhla, and I. Massari, "The Conservation of Mural Paintings in Thailand," In Case Studies in the Conservation of Stone and Wall Paintings, N.S. Bromelle and P. Smith, Editors, IIC, London (1986). pp.90-95.

E.G. Sejnina, "A Method for Restoration of Frescoes Found During Archaeological Excavations," Zavoda Za Likovne Umjetnosti, Bill 13 No.1-3 91-97 (1965). Cited AATA 6 E#-96 (1967).

R. Sengupta, "Conservation and Restoration of Mural Painting in India," Conservation and Restoration of Mural Paintings II, Tokyo (1985).

E. Sheynina, "Restoration of Frescoes from Smolensk," Reports of the Hermitage Museum XXXV 73-77 (1972). In Russian. Cited AATA 16-1064 (1976).

B. Slansky, and F. Sysel, "New Methods in the Conservation of Murals," Zpravy Pmatkove Pece (Prague) 17 184-185 (1957). In Czech.

R. Smalley, and K. Simonsen, "New Restoration of the Mural Paintings in the Emelunde Church," Nationalmuseets Arbejdsmak 129-140 (1971). In Danish. Cited AATA 9-263 (1972).

I. Sperling, "Restoration of Frescoes by V.V. Renier in the St. Thomas Church, Prague," Pamtkove Pece 27 No.3 78-79 (1967). In Czech. Cited AATA 7-394 (1968).

M. Stefanaggi, J. Vouve, and I. Dangas, "Climatic, Hydrogeological and Scientific Study of the Wall Paintings of the Crypt of Saint Savin sur Gartempe (Vienne, France)," In Case Studies in the Conservation of Stone and Wall Paintings, pp. 96-100.

E. Steger, and U. Stahlberg, "Chalk with Oil Base in Stone Paintings of the Middle Ages. Chemical Study of the Paintings of the Tomb of Harras at Ebersdorf (1502-1505)," Frosch. u. Fortschr., Stsch., 41 No. 9 2689 (1967). In German. Cited AATA 7-1612 (1969).

M. Suchomel, "Restoration of Stucco Figurative Reliefs at the Nelahozeves Castle," Pamatkove Pece 27 No.2 44-9 (1967). In Czech. Cited AATA 7-395 (1968).

J. Suder, "A Study on the Techniques of Wall Paintings form the 14th and 15th Centuries in the Territory of Malopolska," Ochrona Zabytkow 15 No.1 34-59 (1962). In Polish.

M.H. Swindler, Ancient Painting: From the Earliest Times to the Period of Christian Art, Yale University Press, New Haven, CT (1929). xlv + 488pp. 

N.P. Sychev, "The Murals of the Dmitievsky Cathedral of Vladimir, U.S.S.R," Cultural Monuments, Investigations and Restorations, No.1 143-77 (1959). In Russian. Cited AATA 7-396 (1968).

J. Taralon, "Wall Paintings Recently Discovered at the Pritz Church (Mayenne)," Monum. Piot. 54 61-116 (1965). In French. Cited AATA 6 E1-103 (1967).

Theophilus, Presbyter, On Diverse Arts, Translated by J.G. Hawthorne and C.S. Smith, University of Chicago, IL (1963). xxxv + 216pp.

D.V. Thompson, The Materials and Techniques of Medieval Paintings, Dover, New York (1956). 239pp.  

L. Tintori, "Problemi di restauro di affreschi," Bolletino d'Arte 89-91 (1962).  

L. Tintori, "Studies for the Preservation of the Frescoes by Giotto in the Scrovegni Chapel at Padua, I. The State of Conservation of the Frescoes and the Principal Technical Restoration Problems," Studies in Conservation 8 No.2 37-41 (1963).

L. Tintori, "Methods used in Italy for Detaching Murals," In Recent Advances in Conservation, G. Thomson, Editor, Butterworths, London (1963). pp.118-122.  

L. Tintori, "Precisazioni sulla qualità effettive dei materiali usati nel restauro della pitture murali quali risultano da osservazioni di campioni e de esperienze su affreschi alluvionati," In ICOM Committee for Conservation, Amsterdam, (1969). pp.  

L. Tintori, "Scientific Assistance in the Practice of Mural Conservation in Italy," In Application of Science in Examination of Works of Art, W.J. Young, Editor, Museum of Fine Arts, Boston, MA (1973). pp.154-163. Cited AATA 11-673 (1974).

L. Tintori and E. Borsook, Giotto: The Peruzzi Chapel, Harry N. Abrams, New York (1965). 106pp. 

L. Tintori and M. Meiss, The Painting of the Life of St. Francis in Assisi with Notes on the Arena Chapel, New York University, New York (1962). xv + 205pp. 

L. Tintori and M. Meiss, "Additional Observations on Italian Mural Technique," Art Bulletin 46 No.3 378-379 (1964).  

A. Tomasevic, "Problem of the Conservation and Preservation of Medieval Wall Paintings in the Holy Apostles Church in the Patriarchy of Pec," Zbornik Zastite Spomenika Kulture 15 127-43 (1964). Cited AATA-7-398 (1968).

G. Torraca, "Weathering Test on Materials used in the Conservation of Mural Paintings (Tarquinia) 1967," In ICOM Committee for Conservation, Amsterdam (1969).

G. Torraca, "Relation of Relative Humidity to Wall Paintings Preserved Under Ground Level," Conservation of Cultural Property in India: Proceedings of the IV Seminar 4 8-12 (1969). Cited AATA 9-264 (1974).

G. Torraca, "Mural Paintings," Problemi di Conservazione 37-48 (1973). In Italian. Cited AATA 10-772 (1973).

G. Torraca, "Deterioration Processes of Mural Paintings," In Application of Science in Examination of Works of Art, William J. Young, Editor, Museum of Fine Arts, Boston, MA (1973). pp.170-175. 

G. Torraca, "Environmental Protection of Mural Paintings in Caves," International Symposium on the Conservation and Restoration of Cultural Property, Nov.17-21, Tokyo (1983).

D. Tworek, "Destruction of Wall Paintings Provoked by the Action of Non-Organic Salts," Biblioteka Muzealnictwa B 11 165-79 (1965). French summary. Cited AATA 6 E3-85 (1967).

M.S. Ullah, "Die Technik der Wandmalereien in dem Brihadesvara-Tempel in Tanjore," Current Science, India 6 223-225 (1937).

M.S. Ullah, "Konservierung von Wandmalereien in Zentralasien, die durch Salzausblühingen beschädigt sind," Museion, Paris 49/50 131-136 (1940).

A.P. Underwood, "First Preliminary Report on the Restoration of the Frescoes in the Kariye Camii at Istanbul by the Byzantine Institute 1952-1954," Dumbarton Oaks Papers No.9-10 255-288 (1956).

A.P. Underwood, "Second Preliminary Report on the Restoration of the Frescoes in the Kariye Camii at Istanbul by the Byzantine Institute, 1955," Dumbarton Oaks Papers No.11 175-220 (1957).

P.A. Underwood and L.J. Majewski, "Notes on the Work of the Byzantine Institute in Istanbul: 1957-1959," Dumbarton Oaks Papers No.14 xx (1960).

G. Urbani and G. Torraca, "New Supports for Detached Mural Paintings," Istituto Centrale di Restauro, Boll. 23-36 (1965). In Italian. Cited AATA 6 E3-82 (1967).

G. Vasari, Vasari On Technique: Being the Introduction to the Three Arts of Design, Architecture, Sculpture and Painting, Prefixed to the Lives of the Most Excellent Painters, Sculptors and Architects, Translated by L.S. Maclehose, Edited by G.B. Brown, Dover, New York (1960 reprint of 1907). xxiv + 328pp.  

A. Villagra, "The Murals of Atalelco, Teotihuacan," Bol. INAH No.4 1-3 (1961). In Spanish. Cited AATA 7-866 (1968).

V. Vinogradova and V. Sokolovsky, "The Restoration of Monumental Paintings from Medieval Shakhristan," ICOM Committee for Conservation, 4th Triennial Meeting, Zagreb, 75/1/5/1-10 (1975). Cited AATA 13-406 (1976).

P. Vitruvius, Vitruvius: The Ten Books on Architecture, Translated by M.H. Morgan, Dover, New York (1960). 331pp.; see pp.204-214.

C. Wales, "The Treatment of Wall Paintings in the Kariye Çamii," Studies in Conservation 3 No.3 120-124 (1958).

C. Wales, "Examination and Treatment of the Orozco Frescoes at Dartmouth College," IIC American Group Technical Papers from 1968 Through 1970, New York (1970). pp.171-173. Cited AATA 9-266 (1972).

J. Ward, Fresco Painting, Its Art and Technique, with Special Reference to the Buono and Spirit Fresco Methods, Chapman and Hall, London (1909). x + 72pp.     

J. Wazny, "Microorganisms Appearing on Wall Paintings," Biblioteka Muzealnictwa B 11 151-56 (1965). French summary. Cited AATA 6 E1-84 (1967).

R. Wihr, "Experiences with the Recovery and Conservation of Roman Wall Paintings and Mosaics," Arbeitsblätter für Restauratoren No.1 Group 7 3-10 (1968). In German. Cited AATA 8-1382 (1970-71).

Z. Wolniewicz, "Selection of Materials and Adopted Means in the Conservation of the Original Layer of Mural Paintings by the Conservation Workshops for Historic Monuments at Torun. A Trial Study." Biblioteka Muzealnictwa B 11 181-183 (1965). French summary. Cited AATA 6 E3-62 (1967).

J. Wolski, "Conservation of Wall Paintings Damaged by Fire at the Trzemszno Church," Biblioteka Muzealnictwa B 11 273-275 (1965). French summary. Cited AATA 6 E3-61 (1967).

W. Zalawski, "Conservation Problems Related to the Russian Byzantine Frescoes at the Collegiate Church of Wislica," Biblioteka Muzealnictwa B 11 298-302 (1965). French summary. Cited AATA 6 E3-86 (1967).

Wall Paintings: Analysis

S. Augusti, "Analysis of the Material and Technique of Ancient Mural Paintings," Application of Science in Examination of Works of Art, W.J. Young, Editor, Museum of Fine Arts, Boston, MA (1967). pp.67-70. AATA 15-1427 (1978).

V.J. Birstein, "Study of Organic Compounds of Ancient Middle Asian and Crimean Wall Paintings," ICOM Committee for Conservation, 4th Meeting, Zagreb 75/1/10/1-9 (1975); AATA 13-347 (1976).

V.J. Birstein, "On the Technology of Central Asian Wall Paintings: The Problem of Binding Media," Studies in Conservation 20 No.1 8-19 (1975); AATA 12-971 (1975).

V.J. Birstein, V.M. Tul'chinskii, and A.V. Troitskii, "Study of Organic Compounds of Ancient Middle Asian and Crimean Wall Paintings," Vestn. Mosk. Univ., Biol. Pochvoved. 31 No.3 33-38 (1976); AATA 14-253 (1977).

Z. Brochwicz, "Vegetable Glues in Polychrome Murals and Their Identification," Bib. Muzealnictwa B 11 79-95 (1965). In Polish with French summary; AATA 6 E1-68 (1967).

Z. Brochwicz, "The Identification of Proteins in Mural Paintings," Biblioteka Muzealnictwa i Ochrony Zabytkow 34 B (1973); AATA 11-64 (1974).

Z. Brochwicz, "Investigations on the Identification of Casein and Egg Media in Murals by Chromatographic Separation of Filter Paper Disks," Materialy Zachodnio-Pomorskie 16 601-637 (1970); AATA 11-184 (1974).

M.A.S. Cameron, R.E. Jones, and S.E. Filippakis, "Analyses of Fresco Samples from Knossos," The Annals of the British School of Archaeology in Athens 72 123-184 (1977).

S.E. Filippakis, B. Perdikatsis, and K. Assimenos, "X-ray Analysis of Pigments for Vergina, Greece (Second Tomb)," Studies in Conservation 24 No.2 54-58 (1979).

S.E. Filippakis, B. Perdikatsis, and T. Paradellis, "An Analysis of Blue Pigments from the Greek Bronze Age," Studies in Conservation 21 No.2 143-153 (1976).

R.J. Gettens, "Pigments in a Wall Painting from Central China," Technical Studies Field Fine Arts 7 99-105 (1938/1939).

R.J. Gettens, "Identification of Pigments on Fragments of Mural Paintings form Bonampak, Chiapas, Mexico," In J. Ruppert, S. Thompson and T. Proskouriakoff, Bonampak, Chiapas, Mexico, Carnegie Institution of Washington, Publication 602 (1955). Appendix (p.67).

R. Giovanoli, "Examination of Fragments from Roman Murals," Jahrbuch der Schwiezerichen Gesellschaft für Ur- und Früh-geschichte 53 79-86 (1966-67). In German. Cited AATA 7-1570 (1969).

R. Giovanoli, "Examinations on Roman Wall Paintings," Chemia 22 No.4 184-186 (1968). In German. Cited AATA 7-822 (1968).

R. Giovanoli, "Provincial Roman Wall Painting Investigated by Electron Microscopy," Archaeometry 11 53-59 (1969).

J. Josefik, "Investigating Layers of Paint in Murals," Palette 28 12-24 (1968). Cited AATA 7-825 (1968).

J. Josefik, "New Findings in the Exploration of the Paint Layers of Some Murals in the Chapel of St. Wenceslaus," Pamatkova Pece 1 11-21 (1968). In Czech. Cited AATA 8-876 (1970-71).

B. Kojic-Prodic, A. Deanovic, and N. Brnicevic, "X-ray Identification of Some Pigments on the Istra (Yugoslavia) Frescoes," Journal of Applied Crystallography 9 Part 6 485-490 (1976). Cited AATA 14-288 (1977).

G. Korpal, "Technological Examination of Six Italian Mural Paintings, I and II," Ochrona Zabytkow 25 No.3 160-169; No.4 241-252 (1972). In Polish. Cited AATA 11-203 (1974).

J. Krasa and J. Josefik, "New Discoveries in the Investigation of Color Layers of Some Paintings in the St. Wencelaus Chapel, Prague," Pamatkova Pece No.1 11-21 (1968). In Czech. Cited AATA 7-350 (1968).

D. Magaloni, M. Aguilar and V. Castaño, "Electron and Optical Microscopy of Prehispanic Mural Paintings," In Materials Issues in Art and Archaeology II, Editors, P.B. Vandiver, J. Druzik and G.S. Wheeler, Materials Research Society, Pittsburgh, PA (1991). pp.145-150.

E.H. McKee, and D.H. Thomas, "X-ray Diffraction Analysis of Pictograph Pigments from Toquima Cave, Central Nevada," American Antiquity 38 No.1 112-3 (1973). Cited AATA 10-750 (1973).

J.C. Nagpall, "Analysis of Some Moghul Wall Painting Material," In Conservation of Cultural Property in India, Proceedings of the Second Seminar (1967). pp.80-81.

G. Nauer, and E. Kyn, "Examination of Antique Painting Pigments from Carnuntum/Petronell (Lower Austria)," Mineralische Rohstoffe als Kulturhistorische Informationsquelle 206-219 (1978). In German. Cited AATA 17-555 (1980).

R. F. Ortega, and B.K. Lee, "Neutron Activation Study of Ancient Pigments from Murals of Cholula and Teotihuacan," Archaeometry 12 No.2 197-202 (1970). Cited AATA 8-1354 (1970-71).

A.P. Petkov, A. Savov, and L.G. Petkova, "The Local Laser Spectral Analysis of Multilayer Murals," oobshcheniya 26 24-27 (1970). Cited AATA 9-234 (1972).

A. Petrakiew, A. Samow, and G. Dimitrow, "Use of the Zeiss-Laser-Microspectroanalyzer LMA 1 for the Identification of Pigments in Old Frescoes of Several Layers," Jenaer Rundschau 16 No.4 250-2 (1971). In German. Cited AATA 10-754 (1973).

L. Prashkov, "Eleventh Century Wall Painting Technique and Materials in the Ossuary Near Backovo Monastery, (Bulgaria)," Izkustvo 15 No.5 24-32 (1965). In Bulgarian. Cited AATA 7-362 (1968).

L. Prashkov, and Z.M. Jelninskaya, "The Investigation of the Nature of Pigments Used in Some Bulgarian Murals of the Middle Ages," Soobshcheniya 26 141-154 (1972). Cited AATA 9-274 (1972).

L. Prashkov, and Z.M. Zhelninskaya, "Nature of Pigments Used in Some Bulgarian Murals from the Middle Ages," Soobshcheniya 26 141-154 (1971). In Russian. Cited AATA 11-657 (1974).

S. Profi, B. Perdikatsis, and S.E. Filippakis, "X-ray Analysis of Greek Bronze Age Pigments from Thera (Santorini)," Studies in Conservation 22 107-115 (1977).

S. Profi, L. Weier, and S.E. Filippakis, "X-ray Analysis of Greek Bronze Age Pigments from Mycenae," Archaeometry 19 105-113 (1974). Cited AATA 12-399 (1975).

S. Profi, L. Weier, and S.E. Filippakis, "X-ray Analysis of Greek Bronze Age Pigments from Mycenae," Studies in Conservation 19 No.2 105-112 (1974).

S. Profi, L. Weier, and S.E. Filppakis, "X-ray Analysis of Greek Bronze Age Pigments from Knossos," Studies in Conservation 21 No.1 34-39 (1976).

M.L. Tabassa, "Detection of Pigments in the Aula Isiaca (Isis Hall)," Bolletino Dell'Istituto Centrale di Restauro, 47-54 (1967). In Italian. Cited AATA 8-1401 (1970-71).

T. Takeuchi, et al., "Radioactive Analysis of the Pigments Used in the Wall Paintings of the Takamatsuzuka Tomb," Kokogaku-To-Shizenkagaku (Archaeology and Natural Science, No.7 19-29 (1974). In Japanese. Cited AATA 8-1401 (197-71).

T. Takeuchi, M. Shinogi, I. Mori, and I. Yasuda, "Monostandard Activation Analysis of the Ancient Pigments of the Murals in the Takamatsuzuka Tumulus," Annu. Rep. Res. React. Inst., Kyoto Univ. 7 2028 (1974). Cited AATA 12-1048 (1975).

F. Tricot-Marckx, "Identification of the Medium in a Fragment of Thai Mural Painting," Bull. Inst. Roy. Patrimoine Artistique, 7 229-233 (1964). In Flemish with English summary.

K. Yamasaki and Y. Emoto, "Technical Studies on the Paintings of the Newly Found Tomb Takamatsuzuka in Central Japan," Inst. Roy. Patrimoine Artistique, Bull. Miscellanea in Memoriam Paul Coremans (1908-1965), 15 420-428 (1975). Cited AATA 13-409 (1976).

H. Yasuda, "Chemical Study on the Coloring Materials of the Murals of the Takamatsuzuka Tomb in Nara Prefecture," Ars Buddhica, No. 87 20-23 (1972). In Japanese. Cited AATA 10-304 (1973).

Z.M. Zhelninskaya, "Chemical Qualitative Analysis of Mineral Pigments Used in Oil, Tempera and Mural Painting," Soobshchenuya VCNILKR, No. 17-18 37-71 (1966). In Russian. Cited AATA 8-831 (1970-71).

Wall Paintings: Case Studies: Ajanta Caves

O.P. Agrawal, "Problems of Preservation of Ajanta Wall Paintings," Conservation of Cultural Property in India 8 13-21 (1975); AATA 15-504 (1978).

O.P. Agrawal, "Conservation Problems of Ajanta Wall Paintings," In Case Studies in the Conservation of Stone and Wall Paintings, N.S. Brommelle and P. Smith, Editors, IIC, London (1986). pp.86-89.

S. Dhawan, A. Misra, K.L. Garg, and N. Pathak, "Laboratory Evaluation of Ortho-Phenyl-Phenol and P-Chloro-M-Cresol for the Control of Some Fungal Forms of Ajanta Wall Paintings," In International Conference on Biodeterioration of Cultural Property. 20 - 25 February, 1989. Preprints, Vol. II, National Research laboratory for conservation of cultural property, Lucknow (1989). pp.213-244.

S. Dhawan, N. Pathak, K.L. Garg, and A. Misra, "Effect of Temperature on Some Fungal Isolates of Ajanta Wall Paintings," In Biodeterioration of Cultural Property: Proceedings of the International Conference on Biodeterioration of Cultural Property, February 20-25, 1989, held at National Research Laboratory for Conservation of Cultural Property, in Collaboration with ICCROM and INTACH, Macmillan India Ltd., New Delhi (1991). pp.339-352.

J. Griffiths, The Paintings of the Buddhist Cave Temples of Ajanta, 2 vols., London (1896).

J. Griffiths, "Annual Report of director General of Archaeology in India," Archaeological Survey of India 14 (1920-1921).

Indian Archaeology: A Review,  No.3 (1955-1956); see pp.55 and 279.

M. Jaffrey, "Ancient Beauty of Ajanta's Painted Caves is Restored," Smithsonian 7 No.5 32-41 (Aug., 1976). Cited AATA 14-279 (1977).

B.B. Lal, "Fresco Paintings of Ajanta," Paint India 13 No.12 14 (1964). Cited AATA 8-857 (1970-71).

B.B. Lal, "Ajanta Murals: Their Composition and Technique and Preservation," Archaeological Survey of India (New Delhi) 53-59 (1967). Cited AATA 8-1367. 

L. Majewski, "Ajanta Caves," Smithsonian Institution (1975).

L.J. Majewski, "Report on the Examination of Murals of Ajanta Caves in India," Bulletin of the American Institute for Conservation 15 No.2 55-56 (1975).

J.C. Nagpall, "The Problem of Chemical Conservation of Ajanta Paintings," Conservation of Cultural Property in India 12 21-38 (1979).

S. Paramasivan, "Ajanta and Ellora Wall Paintings: Scientific Research as an Aid to Their Conservation," Institute Royal du Patrimoine Artistique, Bulletin Miscellanea in Memoriam Paul Coremans (1908-1965). 15 302-317 (1975).

V.S. Raghavendra Rao, R.S. Trambake, and S. Misra, "A Note on some Conservation Problems and Treatment of Murals and Stone at Ajanta,” Conservation of Cultural Property in India 29 63-71 (1996).

R.K. Sharma, V.R. Mangiraj, and R.S. Trimbake, "Removal of Copper Nails and Refixing of Painted Surface in Cave No. 17, Ajanta," Conservation of Cultural Property in India 24 27-33 (1991).

R.K. Sharma, V.S. Raghavendra Rao, V.P. Khare, and S. Misra, "Evaluation of a Prototype for Protective Lighting System for the Illumination of Cave Paintings," Conservation of Cultural Property in India 27 74-80 (1994).

R. Sengupta, "Preserving Ajanta Murals," Science Reporter, Council of Scientific and Industrial Research, Rafi Marg, New Delhi, India, 8-14 (Jan., 1979). Cited AATA 16-1521 (1979).

S.T. Tilak, "Biodeterioration of Paintings at Ajanta," In Biodeterioration of Cultural Property: Proceedings of the International Conference on Biodeterioration of Cultural Property, February 20-25, 1989, held at National Research Laboratory for Conservation of Cultural Property, in Collaboration with ICCROM and INTACH, Macmillan India Ltd., New Delhi (1991). pp.307-312.

S.T. Tilak, "Biodeterioration of Paintings in Ajanta," In International Conference on Biodeterioration of Cultural Property 20-25 February 1989: Preprints, Vol. II, National Research Laboratory for Conservation of Cultural Property, Lucknow (1989). pp.204-212.

Wall Paintings: Case Studies: Battle of Anghiari

C. Carlson, "Leonardo's Mysterious Mural," Foundation News (March/April) 6-7 (1980).

E. R. Holles, "Sonar to Aid Hunt for Lost Leonardo," New York Times 25 July (1975). p. 12.

H. R. Lottman, "Digging for the Lost Leonardo," Art News 74 No. 10 66-68 (1975). Cited AATA 13-377 (1976).

Wall Paintings: Case Studies: Brancacci Chapel

P. Baglioni, L. Dei, F. Piqué, G. Sarti, and E. Ferroni, "New Autogenous Lime-Based Grouts Used in the Conservation of Lime-Based Wall Paintings," Studies in Conservation 42 No.1 43-54 (1997). 

O. Casazza and S. Giovannoni, "Preliminary Research for the Conservation of the Brancacci Chapel, Florence" In The Conservation of Wall Paintings; Proceedings of a Symposium Organized by the Courtauld Institute of Art and the Getty Conservation Institute, London, July 13-16 1987, S. Cather, Editor, Getty Conservation Institute, Marina del Rey (1991). pp.13-19.

M. Olmert, "The New Look of the Brancacci Chapel Discloses Miracles" Smithsonian 20 No.11 94-100, 102-103 February (1990).

K. Shulman, Anatomy of a Restoration: the Brancacci Chapel, Walker & Co., New York (1991). xvii + 246pp.

Wall Paintings: Case Studies: Egypt

W.H. Gourdin and W.D. Kingery, "The Beginnings of Pyro-technology: Neolistic and Egyptian Lime Plaster," Journal of Field Archaeology 2 133-150 (1975).  

Z. Iskander, "Some Restoration Problems in Egypt and their Treatment," In Recent Advances in Science and Technology of Materials 3, Plenum, N.Y. (1974). pp.1-8. Cited AATA 14-277 (1977).

A. Lucas, Ancient Egyptian Materials and Industries, 4th Revised and Enlarged Edition, Histories and Mysteries of Man, London (1989). xvi + 523pp.  

G. Pearce, "The Conservation of Wall Paintings in Tomb 35 at Dra Abu el-Naga," Expedition 11 38-43 (1969). Cited AATA 7-1603 (1969).

W.M.F. Petrie, Arts and Crafts of Ancient Egypt, T. Foulis, Edinburgh and London (1923). xv + 165pp.  

S. Schiegl, K.L. Weiner, and A. El Goresy, "Das Mosaik eines Archäologischen Desasters: Verfallsmuster und Ursachen der Zersetzung Altägyptischer Wandmalereien. Teil I," Die Geowissenschaften 9 No.7 199-209 (1991). 
  

S. Schiegl, K.L. Weiner, and A. El Goresy, "Zusammensetzung und Provenienz von Blau- und Grünpigmenten in Altägyptischen Wandmalereien: Ein Beitrag zur Exakten Chronologie der Bronzetechnologie in Altägypten," Erzmetall 43 No.6 265-272 (1990). 

S. Schiegl, K.L. Weiner, and A. El Goresy, "Discovery of Copper Chloride Cancer in Ancient Egyptian Polychromic Wall Paintings and Faience: a Developing Archaeological Disaster," Die Naturwissenschaften 76 No.9 (1989) Pp.393-400.

Wall Paintings: Case Studies: Last Supper
Anon., "Restauriert bis zur Unsichtbarkeit: Das Rätsel um die Rettung von Da Vincis Abendmahl," Süddeutsche Zeitung, No.124, 4 June (1993). p.16. 

G. Armstrong, "Lifting the Veil," Modern Maturity 34 No.1 48-56 March (1991).

"Controllo dello Stato di Deformazione della Muratura del Dipinto di Leonardo da Vinci nel Refettorio di S. Maria delle Grazia a Milano," In Conoscenze e Sviluppi Teorici per la Conservazione di Sistemi Costruttivi Tradizionali in Muratura, G. Biscontin and R. Angeletti, Editors, Libreria Progetto Editore, Padova (1987). pp.295-306.

M. Gendel, "Will Italy Save the Last Supper?" Art News 78 No. 6 66-69 (1979). Cited AATA 16-1474 (1979).

B. Gonsior, M. Höfert, and B. Raith, "Investigation of Samples of Leonardo's Last Supper in Santa Maria delle Grazie, Milano. Using the Bochum Proton Microprobe in Combination with Proton Induced X-ray Emission (PIXE)," In 2nd International Conference on Non-Destructive Testing, Microanalytical Methods and Environment Evaluation for Study and Conservation of Works of Art, Perugia 17-20 April 1988, Istituto Centrale Per Il Restauro--Associazione Italiana Prove Non Distruttive, Rome (1988). pp.8.1-8.15.

M. Kemp, "Looking at Leonardo's Last Supper," In Appearance, Opinion, Change: Evaluating the Look of Paintings, United Kingdom Institute for Conservation, London (1990). pp.14-21.

H. Kühn, "Naturwissenschaftliche Untersuchung von Leonardos 'Abendmahl' in Santa Maria della Grazie in Mailand," Maltechnik-Restauro 91 24-51 No.4 (1985).

P.C. Marani, "Le Alterazioni dell'Immagine dell'Ultima Cena di Leonardo Dopo le Più Recenti Analisi," Kermes 3 No.7 3-9 January (1990).

M. Matteini and A. Moles, "A Preliminary Investigation of the Unusual Technique of Leonardo's Mural The Last Supper," Studies in Conservation 24 No. 3 125-133 (1979).

Ministero per i Beni Culturali e Ambientali, Editor, "Nomination Form. L' Ensemble Architectural, Datant du XVe Siècle, de l'Église et du Couvent de S. Maria delle Grazie des Frères Dominicains, sis à Milan, avec 'La Cène,' oeuvre Peinte par Léonard de Vinci sur un des Murs du Réfectoire," In The Church and Dominican Convent of Santa Maria delle Grazie with "The Last Supper" by Leonardo da Vinci (Italy) (1980).

K. Shulman, "Milan: 'Like Seeing Leonardo for the First Time'," Art News 90 53-54 November (1991).

Wall Paintings: Case Studies: Roman

J.F. Asmus, H.T. Newton, Jr., S.T. Pomeroy and M. Seracini, "Wall Paintings Exploration with Ultrasound," Preprints, AIC Meeting, Boston, Massachusetts 12-17 (1977).

J. F. Asmus and S.T. Pomeroy, "Ultrasound Mapping of Detachments in Mural Paintings by Vasari," AIC Preprints of Papers Presented at the Sixth Annual Meeting, Fort Worth, Texas, (1978). p.12; AATA 15-1426 (1978).

S. Augusti, "On the Restoration of Pompeiian Mural Paintings," Acc. di Arch., Lettere e Belle Arti, Rend. 36 115-121 (1961); AATA 6 E3-59 (1967).

S. Augusti, "Restoration and Conservation of Pompeiian Paintings," In Atti del VII Congresso Internazionale di Archeologia Classica, L'Erma di Bretschneider, Rome, Italy (1961). pp.159-162; AATA 6 E3-60 (1967).

A. Barbet, "The Restoration of Roman Wall Paintings," Gallia, XXVII, No. 1, 71-92 (1969); AATA 8-218 (1970-71).

P.H. von Blankenhagen and C. Alexander with J. Mertens and C. Faltheimer, The Augustan Villa of Boscotrecase, Revised and Expanded Version of P.H. von Blankenhagen, Paintings from Boscotrecase (1962), Deutschen Archaeologischen Institut, Römische Abteilung, Bd.8, P. von Zabern, Mainz am Rhein (1990). 76pp.

A.P. Laurie, Greek and Roman Methods of Painting: Some Comments on the Statements Made by Pliny and Vitruvius about Wall and Panel Painting, Cambridge University Press, Cambridge, England (1910). vi + 124pp.  

L. Mora, P. Mora, G. Torraca, and V.A. Bonito, "A Coordinated Methodology for the Treatment and Study of the Peristyle Garden Wall of the House of the Menander, Pompei: An Interim Report," In Case Studies in the Conservation of Stone and Wall Paintings, N.S. Brommmelle and P. Smith, Editors, IIC, London (1986). pp.38-43.  

Wall Paintings: Case Studies: Sistine Chapel

Anon., "A New Light on the Sistine Chapel," Abitare 288 156-157 (September 1990).

Anon., "The Sistine Chapel: Cleaner Than Clean?" American Artist 49 30 June (1985).

G. Armstrong, "Lifting the Veil: Technology Throws a New Light on the Renaissance," MM February-March (1991). pp.48-56.

J. Beck, "New Color on the Sistine Ceiling and Other Issues," Arts Magazine 61 72-73 (May 1987).

D. Bianculli, "The Mystery of Michelangelo: Nova Probes the Controversial Sistine Chapel Restoration," New York Post 4 October (1988). p.82.

Biblioteca Apostolica Vaticana, Michelangelo:  Michelangelo e la Sistina:  la tecnica, il retauro, il mito, Exhibition Catalog, Fratelli Palombi, Rome (1990). 306pp.

K. W.-G. Brandt, "Twenty-five Questions about Michelangelo's Sistine Ceiling," Apollo December (1987). pp.392-400.

N. Brenson, "Uncovering New Michelangelo Ideas," New York Times 19 October (1985).

D. Cast, "Finishing the Sistine," The Art Bulletin 73 669-684 (December 1991).

G. Colalucci, "Michelangelo in the Sistine Chapel: Painting Technique and Technique of Restoration," In Case Studies in the Conservation of Stone and Wall Paintings, IIC, London (1986). pp. 46-47.

A. Conti, Michelangelo a la pittura a fresco:  tecnica e conservazione della volta Sistina, Casa di Usher, Florence (1990). 218pp.

D. Ekserdijian, "The Sistine Ceiling and the Critics," Apollo 126 401-404 (December 1987).

A. Eliot, "Art Restoration, So-Called," New York Times 20 December (1986).

A. Eliot, "The Sistine Cleanup: Agony or Ecstasy?" Harvard Magazine 89 No.4 28-38 (1987). See also "Letters," Harvard Magazine 89 No.5 139-140 (1987).

R. Ergman, "La voûte célèste (la restauration achevée du plafond de la Sistine)," Connaissance des Arts 454 66-81 (December 1989).

G. Glueck, "Halt Urged in Work on Sistine and Last Supper," New York Times 6 March (1987).

A.C. Gorlin, "The Sistine Chapel Restored:  Cleaning Reveals Unsuspected Colors," Interior Design 55 236-241 Ocotober (1984).

S. Hochfield, "Hue and Cry (the Cleaning of the Sistine Chapel Ceiling," Art News 89 63 (Summer 1990).

M. Hoelterhoff, "A Pristine Sistine: Michelangelo Unveiled," Wall Street Journal 16 April (1987).

R. Hughes, "Out of Grime, a Domain of Light," Time 86-87 (April 27, 1987).

W. Januszczak, Sayonara, Michelangelo:  the Sistine Chapel Restored and Repackaged, Addison-Wesley, Reading, MA (1990). xv + 207pp.

F. Magnani, "Mord an Michelangelo? Kontroversen um die Restaurierung des Jahrhunderts in der Sixtinischen Kapelle," Die Kunst 98 634-636 September (1986).

D.C. McGill, "Scholars Warn Vatican of Dangers to Frescoes," New York Times 6 November (1986).

NOVA, "Can the Vatican Save the Sistine Chapel?" Press Release No.1515, July (1988).

W. Persegati, "Restoring Vatican Frescoes," Letter New York Times 28 June (1987).

C. Pietrangeli, et al., The Sistine Chapel: The Art, the History, and the Restoration, Harmony Books, NY (1986). 271pp.

J. Pope-Hennessy, "Storm over the Sistine Ceiling," The New York Review 8 October (1987). p.16.

J. Russell, "Conservators Endorse Sistine Restoration," New York Times 16 April (1987).

E. Schlumberger, "La plus eblouissante des frèsques," Connaissance des Arts 401/402 32-37 (July/August 1985).

K. Shulman, "Waiting for the Last Judgement (Sistine Chapel Restoration Team, Rome)," Art News 92 100-107 (December 1993).

M.D. Suro, "The Sistine Resotration: Trouble in Paradise," New York Times 4 January (1987).

R. Suro, "Restored Parts of Sistine Ceiling Unveiled," New York Times 5 February (1986).

R. Suro, "Protecting `New' Sistine Ceiling: A Debate Flares," New York Times 24 May (1987).

M.K. Talley, Jr., "Michelangelo Rediscovered," Artnews Summer (1987). pp.159-170.

P. Tarisicio Piccari, Il Problema della Cappella Sistina, Ripuliture degli affreschi di Michelangelo, Tornata Accademia del 19 febbraio 1987 in collaborazione con la "Fodazione R.M. Memmo," D. Balboni, Editor, Lezioni de Arte Sacra, 2nd Series, no. 4, part 3, Instituto di Arte Sacra, Rome, 39pp. 

